115397_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115397_0000.a2r 11/9/2010 9:12:59 AM Exoscan - Drywall Analysis Version4
115397 4.8791 0.0000 3.6147 15.5590 0.6423 0.0560 0.0000 S

Page 1



115398_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115398 0000.a2r 11/10/2010 2:51:39 PM Exoscan - Drywall Analysis Version4
115398 2.7890 0.0000 2.0584 17.3423 0.0048 0.0000 0.0000 S

Page 1



115399 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115399 0000.a2r 11/9/2010 9:35:35 AM Exoscan - Drywall Analysis Version4
115399 0.0000 0.0000 0.0000 18.5058 0.0000 0.0000 0.0000 S

Page 1



115400_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115400 _0000.a2r 11/10/2010 2:53:28 PM Exoscan - Drywall Analysis Version4
115400 2.4603 0.0000 1.8998 17.4562 0.0000 0.0000 0.0000 S

Page 1



115401_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115401_0000.a2r 11/9/2010 9:07:39 AM Exoscan - Drywall Analysis Version4
115401 7.4236 0.0000 5.2582 16.6141 0.8196 0.0145 0.1376 S

Page 1



115402_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115402_0000.a2r 11/10/2010 3:26:18 PM Exoscan - Drywall Analysis Version4
115402 4.7280 0.0000 3.5214 2.8566 6.7082 0.0000 4.8819 S

Page 1



115403_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115403 _0000.a2r 11/5/2010 8:19:05 AM Exoscan - Drywall Analysis Version4
115403 0.0000 0.0000 0.0000 18.3125 0.0000 0.0000 0.0000 S

Page 1



115404_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115404 _0000.a2r 11/5/2010 8:20:48 AM Exoscan - Drywall Analysis Version4
115404 0.0000 0.0000 0.0000 18.2207 0.0000 0.0000 0.0000 S

Page 1



115405_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115405 _0000.a2r 11/9/2010 8:50:05 AM Exoscan - Drywall Analysis Version4
115405 10.8374 0.0000 7.6104 12.4332 1.8499 0.5974 1.5083 S

Page 1



115406_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115406_0000.a2r 11/10/2010 3:24:20 PM Exoscan - Drywall Analysis Version4
115406 18.5630 0.0000 11.9097 14.6868 2.5437 0.7517 2.3686 S

Page 1



115407_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115407_0000.a2r 11/5/2010 8:26:56 AM Exoscan - Drywall Analysis Version4
115407 4.0190 0.0000 3.1555 17.5872 0.1793 0.0000 0.0000 S

Page 1



115408_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115408 _0000.a2r 11/5/2010 8:29:21 AM Exoscan - Drywall Analysis Version4
115408 5.9686 0.0000 4.1708 16.3484 0.5414 0.0000 0.0000 S

Page 1



115409_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115409 0000.a2r 11/9/2010 9:11:06 AM Exoscan - Drywall Analysis Version4
115409 2.9239 0.0000 2.1660 17.5428 0.1845 0.0000 0.0000 S

Page 1



115410_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115410 0000.a2r 11/10/2010 3:15:31 PM Exoscan - Drywall Analysis Version4
115410 0.0000 0.0000 0.1054 17.9927 0.0000 0.0000 0.0000 S

Page 1



115410_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115410 0001.a2r 11/10/2010 3:16:57 PM Exoscan - Drywall Analysis Version4
115410 0.0000 0.0000 0.1743 17.5241 0.0000 0.0000 0.0000 D

Page 1



115411_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115411 0000.a2r 11/9/2010 9:16:48 AM Exoscan - Drywall Analysis Version4
115411 4.3265 0.0000 3.0487 17.5756 0.2159 0.0000 0.0000 S

Page 1



115412_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115412 0000.a2r 11/10/2010 4:01:16 PM Exoscan - Drywall Analysis Version4
115412 0.0000 0.0000 0.0000 18.2035 0.0000 0.0000 0.0000 S

Page 1



115413_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115413 0000.a2r 11/9/2010 9:39:37 AM Exoscan - Drywall Analysis Version4
115413 0.0000 0.0000 0.0000 17.6225 0.0000 0.0000 0.0000 S

Page 1



115414_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115414 0000.a2r 11/10/2010 2:55:17 PM Exoscan - Drywall Analysis Version4
115414 0.3242 0.0000 0.4375 17.9496 0.0000 0.0000 0.0000 S

Page 1



115415_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115415 0000.a2r 11/9/2010 8:57:55 AM Exoscan - Drywall Analysis Version4
115415 11.7687 0.0000 7.9028 15.7486 1.4862 0.4038 0.7909 S

Page 1



115416_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115416 _0000.a2r 11/10/2010 4:12:53 PM Exoscan - Drywall Analysis Version4
115416 11.4637 0.0000 7.8545 13.5362 2.0505 0.3277 0.9567 S

Page 1



115416_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115416 _0001.a2r 11/10/2010 4:14:02 PM Exoscan - Drywall Analysis Version4
115416 11.6576 0.0000 7.9028 13.6563 2.0458 0.3559 0.9026 D

Page 1



115417_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115417 0000.a2r 11/9/2010 9:05:18 AM Exoscan - Drywall Analysis Version4
115417 7.3290 0.0000 5.0184 15.1502 1.3776 0.1243 0.2750 S

Page 1



115417_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115417 0001.a2r 11/9/2010 9:06:23 AM Exoscan - Drywall Analysis Version4
115417 5.1663 0.0000 3.7410 16.3596 0.8284 0.0435 0.0000 D

Page 1



115418_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115418 0000.a2r 11/10/2010 4:09:21 PM Exoscan - Drywall Analysis Version4
115418 1.9265 0.0000 1.6884 16.3461 0.0584 0.0000 0.0000 S

Page 1



115419 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115419 0000.a2r 11/9/2010 9:20:43 AM Exoscan - Drywall Analysis Version4
115419 0.3933 0.0000 0.4992 18.0190 0.0000 0.0000 0.0000 S

Page 1



115420_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115420 _0000.a2r 11/10/2010 3:11:50 PM Exoscan - Drywall Analysis Version4
115420 0.0000 0.0000 0.0000 17.9239 0.0000 0.0000 0.0000 S

Page 1



115421_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115421 0000.a2r 11/9/2010 9:56:06 AM Exoscan - Drywall Analysis Version4
115421 2.8527 0.0000 2.1638 17.7989 0.0000 0.0000 0.0000 S

Page 1



115422_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115422 0000.a2r 11/10/2010 4:03:13 PM Exoscan - Drywall Analysis Version4
115422 11.6964 0.0000 7.7295 15.2604 1.4856 0.3289 0.9390 S

Page 1



115423_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115423 0000.a2r 11/9/2010 9:37:40 AM Exoscan - Drywall Analysis Version4
115423 17.1023 0.0000 11.4661 14.5647 2.4736 0.5902 2.1439 S

Page 1



1154240000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115424 0000.a2r 11/10/2010 4:07:10 PM Exoscan - Drywall Analysis Version4
115424 4.3086 0.0000 3.0703 17.2645 0.0000 0.0000 0.0000 S

Page 1



115425_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115425 0000.a2r 11/9/2010 8:54:03 AM Exoscan - Drywall Analysis Version4
115425 0.0479 0.0000 0.3293 18.3802 0.0000 0.0000 0.0000 S

Page 1



115426_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115426 _0000.a2r 11/10/2010 3:57:31 PM Exoscan - Drywall Analysis Version4
115426 0.0000 0.0000 0.1036 18.3490 0.0000 0.0000 0.0000 S

Page 1



115427_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115427 0000.a2r 11/9/2010 8:46:10 AM Exoscan - Drywall Analysis Version4
115427 4.4281 0.0000 3.1829 17.4705 0.2315 0.0000 0.0000 S

Page 1



115428_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115428 0000.a2r 11/10/2010 3:53:17 PM Exoscan - Drywall Analysis Version4
115428 8.2763 0.0000 5.9045 15.1853 0.9474 0.1451 0.0449 S

Page 1



115429 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115429 0000.a2r 11/9/2010 9:18:53 AM Exoscan - Drywall Analysis Version4
115429 0.0000 0.0000 0.0000 18.5927 0.0000 0.0000 0.0000 S

Page 1



115430_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115430 _0000.a2r 11/10/2010 2:59:17 PM Exoscan - Drywall Analysis Version4
115430 0.0000 0.0000 0.0000 18.0397 0.0000 0.0000 0.0000 S

Page 1



115431_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115431 _0000.a2r 11/9/2010 9:14:58 AM Exoscan - Drywall Analysis Version4
115431 4.8326 0.0000 3.5244 16.6321 0.4676 0.0000 0.0000 S

Page 1



115432_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115432 _0000.a2r 11/10/2010 2:39:31 PM Exoscan - Drywall Analysis Version4
115432 1.4229 0.0000 1.1991 17.9605 0.0000 0.0000 0.0000 S

Page 1



115433_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115433 0000.a2r 11/9/2010 8:51:57 AM Exoscan - Drywall Analysis Version4
115433 2.2225 0.0000 1.7341 17.9850 0.0000 0.0000 0.0000 S

Page 1



115434_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115434 _0000.a2r 11/10/2010 3:22:13 PM Exoscan - Drywall Analysis Version4
115434 3.7217 0.0000 2.6027 17.2242 0.0000 0.0000 0.0000 S

Page 1



115435_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115435 0000.a2r 11/9/2010 9:26:09 AM Exoscan - Drywall Analysis Version4
115435 0.0000 0.0000 0.0000 17.1625 0.0000 0.0000 0.0000 S

Page 1



115435_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115435 0001.a2r 11/9/2010 9:27:17 AM Exoscan - Drywall Analysis Version4
115435 0.0000 0.0000 0.0000 17.0060 0.0000 0.0000 0.0000 D

Page 1



115436_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115436_0000.a2r 11/10/2010 2:35:43 PM Exoscan - Drywall Analysis Version4
115436 0.0000 0.0000 0.0690 17.8474 0.0000 0.0000 0.0000 S

Page 1



115437_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115437 _0000.a2r 11/9/2010 8:55:52 AM Exoscan - Drywall Analysis Version4
115437 19.0053 0.0000 12.4016 15.0334 2.7479 0.7826 2.6717 S

Page 1



115438_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115438 0000.a2r 11/10/2010 2:50:06 PM Exoscan - Drywall Analysis Version4
115438 13.0943 0.0000 8.5757 11.4369 2.1441 1.0731 2.0599 S

Page 1



115439 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115439 0000.a2r 11/5/2010 8:35:27 AM Exoscan - Drywall Analysis Version4
115439 0.0000 0.0000 0.0000 17.9433 0.0000 0.0000 0.0000 S

Page 1



115440_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115440 _0000.a2r 11/5/2010 8:36:54 AM Exoscan - Drywall Analysis Version4
115440 0.2786 0.0000 0.5050 18.6066 0.0000 0.0000 0.0000 S

Page 1



115441_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115441 0000.a2r 11/9/2010 9:30:03 AM Exoscan - Drywall Analysis Version4
115441 0.0000 0.0000 0.0000 18.5285 0.0000 0.0000 0.0000 S

Page 1



115442_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115442 0000.a2r 11/10/2010 3:43:12 PM Exoscan - Drywall Analysis Version4
115442 0.0000 0.0000 0.0000 17.7423 0.0000 0.0000 0.0000 S

Page 1



115443_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115443 0000.a2r 11/9/2010 9:01:37 AM Exoscan - Drywall Analysis Version4
115443 11.2954 0.0000 7.6104 15.7651 1.2148 0.1243 0.2727 S

Page 1



115444 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115444 0000.a2r 11/10/2010 3:18:18 PM Exoscan - Drywall Analysis Version4
115444 5.3253 0.0000 3.7375 16.8042 0.3313 0.0000 0.0000 S

Page 1



115445_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115445 0000.a2r 11/9/2010 9:54:16 AM Exoscan - Drywall Analysis Version4
115445 0.8840 0.0000 0.8643 18.1814 0.0000 0.0000 0.0000 S

Page 1



115446_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115446 _0000.a2r 11/10/2010 4:05:09 PM Exoscan - Drywall Analysis Version4
115446 2.8954 0.0000 2.2069 14.9314 0.1550 0.0000 0.0000 S

Page 1



115447_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115447 0000.a2r 11/9/2010 9:31:51 AM Exoscan - Drywall Analysis Version4
115447 6.1106 0.0000 4.4874 15.3760 0.8256 0.0141 0.0000 S

Page 1



115448_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115448 0000.a2r 11/10/2010 2:57:20 PM Exoscan - Drywall Analysis Version4
115448 23.2396 0.0000 15.1053 11.8826 3.6375 1.2046 3.8351 S

Page 1



115449 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115449 0000.a2r 11/5/2010 8:44:42 AM Exoscan - Drywall Analysis Version4
115449 5.1200 0.0000 3.7765 16.8219 0.5461 0.0000 0.0000 S

Page 1



115449 0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115449 0001.a2r 11/5/2010 8:46:47 AM Exoscan - Drywall Analysis Version4
115449 6.4322 0.0000 4.5292 16.0928 0.8416 0.0000 0.0596 D

Page 1



115450_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115450 _0000.a2r 11/5/2010 8:48:04 AM Exoscan - Drywall Analysis Version4
115450 0.0000 0.0000 0.0000 18.2595 0.0000 0.0000 0.0000 S

Page 1



115451_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115451 0000.a2r 11/9/2010 9:43:16 AM Exoscan - Drywall Analysis Version4
115451 0.0000 0.0000 0.0000 18.1683 0.0000 0.0000 0.0000 S

Page 1



115452_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115452 _0000.a2r 11/10/2010 2:37:37 PM Exoscan - Drywall Analysis Version4
115452 0.0000 0.0000 0.0000 18.2652 0.0000 0.0000 0.0000 S

Page 1



115453_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115453 0000.a2r 11/9/2010 9:33:43 AM Exoscan - Drywall Analysis Version4
115453 0.0000 0.0000 0.0000 18.3180 0.0000 0.0000 0.0000 S

Page 1



115454_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115454 0000.a2r 11/10/2010 2:47:21 PM Exoscan - Drywall Analysis Version4
115454 1.4904 0.0000 1.1960 17.4241 0.0000 0.0000 0.0000 S

Page 1



115454_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115454 0001.a2r 11/10/2010 2:48:29 PM Exoscan - Drywall Analysis Version4
115454 0.0330 0.0000 0.2715 17.7762 0.0000 0.0000 0.0000 D

Page 1



115455_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115455 0000.a2r 11/9/2010 9:48:59 AM Exoscan - Drywall Analysis Version4
115455 0.0359 0.0000 0.3146 18.2278 0.0000 0.0000 0.0000 S

Page 1



115456_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115456_0000.a2r 11/10/2010 3:28:26 PM Exoscan - Drywall Analysis Version4
115456 0.4799 0.0000 0.5507 17.7346 0.0000 0.0000 0.0000 S

Page 1



115457_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115457 _0000.a2r 11/5/2010 8:55:58 AM Exoscan - Drywall Analysis Version4
115457 0.9445 0.0000 0.8491 17.5976 0.0000 0.0000 0.0000 S

Page 1



115458_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115458 0000.a2r 11/5/2010 8:58:12 AM Exoscan - Drywall Analysis Version4
115458 0.4597 0.0000 0.6512 17.6250 0.0000 0.0000 0.0000 S

Page 1



115459 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115459 0000.a2r 11/9/2010 9:50:40 AM Exoscan - Drywall Analysis Version4
115459 0.0000 0.0000 0.1221 16.8158 0.0000 0.0000 0.0000 S

Page 1



115460_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115460 _0000.a2r 11/10/2010 3:30:26 PM Exoscan - Drywall Analysis Version4
115460 1.5601 0.0000 1.2064 17.7157 0.0000 0.0000 0.0000 S

Page 1



115461_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115461 _0000.a2r 11/9/2010 8:48:11 AM Exoscan - Drywall Analysis Version4
115461 0.5187 0.0000 0.6548 18.1025 0.0000 0.0000 0.0000 S

Page 1



115462_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115462_0000.a2r 11/10/2010 3:59:22 PM Exoscan - Drywall Analysis Version4
115462 0.6103 0.0000 0.7042 17.7618 0.0000 0.0000 0.0000 S

Page 1



115463_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115463 _0000.a2r 11/5/2010 9:03:20 AM Exoscan - Drywall Analysis Version4
115463 1.0678 0.0000 1.0126 18.1405 0.0000 0.0000 0.0000 S

Page 1



115464_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115464 _0000.a2r 11/5/2010 9:05:09 AM Exoscan - Drywall Analysis Version4
115464 0.0000 0.0000 0.2501 18.3036 0.0000 0.0000 0.0000 S

Page 1



115465_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115465 _0000.a2r 11/9/2010 9:46:48 AM Exoscan - Drywall Analysis Version4
115465 9.1975 0.0000 6.1829 16.3027 0.9484 0.1644 0.0973 S

Page 1



115465_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115465 0001.a2r 11/9/2010 9:47:55 AM Exoscan - Drywall Analysis Version4
115465 7.1334 0.0000 4.9710 16.7969 0.6966 0.0332 0.0000 D
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115466_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115466_0000.a2r 11/10/2010 3:20:21 PM Exoscan - Drywall Analysis Version4
115466 16.9413 0.0000 11.2614 13.9624 2.5682 0.6374 2.0874 S
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115467_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115467 _0000.a2r 11/9/2010 9:22:39 AM Exoscan - Drywall Analysis Version4
115467 0.0000 0.0000 0.0000 18.3856 0.0000 0.0000 0.0000 S
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115468_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115468 _0000.a2r 11/10/2010 3:09:53 PM Exoscan - Drywall Analysis Version4
115468 0.3935 0.0000 0.5394 18.1115 0.0000 0.0000 0.0000 S
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115469_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115469 0000.a2r 11/9/2010 9:28:33 AM Exoscan - Drywall Analysis Version4
115469 0.0000 0.0000 0.0000 18.2992 0.0000 0.0000 0.0000 S

Page 1



115470_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115470 _0000.a2r 11/10/2010 3:46:30 PM Exoscan - Drywall Analysis Version4
115470 0.0000 0.0000 0.0000 18.4710 0.0000 0.0000 0.0000 S
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115471_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115471 _0000.a2r 11/9/2010 9:41:26 AM Exoscan - Drywall Analysis Version4
115471 12.9470 0.0000 8.6286 15.5835 1.9918 0.3477 1.1945 S
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115472_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115472_0000.a2r 11/10/2010 4:15:30 PM Exoscan - Drywall Analysis Version4
115472 14.9684 0.0000 9.9249 15.1388 1.8721 0.3754 1.3149 S
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115473_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115473 _0000.a2r 11/9/2010 9:09:13 AM Exoscan - Drywall Analysis Version4
115473 16.2811 0.0000 10.7809 14.8791 2.3301 0.5385 1.7332 S
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115474_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115474 _0000.a2r 11/10/2010 3:50:33 PM Exoscan - Drywall Analysis Version4
115474 19.2718 0.0000 12.4822 12.4511 3.0309 1.1806 3.2195 S
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115474_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115474 _0001.a2r 11/10/2010 3:51:49 PM Exoscan - Drywall Analysis Version4
115474 23.2088 0.0000 15.1926 11.7683 3.6992 1.1067 4.0386 D
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115475_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115475 _0000.a2r 11/9/2010 9:52:29 AM Exoscan - Drywall Analysis Version4
115475 1.7108 0.0000 1.5607 16.8190 0.5687 0.0000 0.0000 S
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115476_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115476_0000.a2r 11/10/2010 3:55:26 PM Exoscan - Drywall Analysis Version4
115476 2.8546 0.0000 2.0576 17.3213 0.0000 0.0000 0.0000 S
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115477_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115477 _0000.a2r 11/5/2010 9:09:59 AM Exoscan - Drywall Analysis Version4
115477 0.0000 0.0000 0.0000 17.9701 0.0000 0.0000 0.0000 S
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115478_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115478 0000.a2r 11/5/2010 9:13:37 AM Exoscan - Drywall Analysis Version4
115478 0.0000 0.0000 0.0000 17.7048 0.0000 0.0000 0.0000 S
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115478_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115478 0001.a2r 11/5/2010 9:14:58 AM Exoscan - Drywall Analysis Version4
115478 0.0000 0.0000 0.0000 18.1274 0.0000 0.0000 0.0000 D
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115479 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115479 0000.a2r 11/9/2010 8:59:44 AM Exoscan - Drywall Analysis Version4
115479 10.5513 0.0000 7.2227 15.4385 1.4823 0.2389 0.7878 S

Page 1



115480_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115480 _0000.a2r 11/10/2010 3:01:08 PM Exoscan - Drywall Analysis Version4
115480 2.8980 0.0000 2.2749 17.4170 0.0000 0.0000 0.0000 S
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115481_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115481 0000.a2r 11/5/2010 9:19:58 AM Exoscan - Drywall Analysis Version4
115481 5.9529 0.1770 3.2429 19.4324 0.0000 0.0000 0.0000 S

Page 1



115482_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115482 0000.a2r 11/5/2010 9:21:41 AM Exoscan - Drywall Analysis Version4
115482 9.9907 0.0000 6.0807 16.6209 0.3499 0.0000 0.0000 S
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115483_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115483 _0000.a2r 11/24/2010 3:21:48 PM Exoscan - Drywall Analysis Version4
115483 0.0000 0.0000 0.0000 17.8743 0.8206 0.0000 0.0000 S

Page 1



115484_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115484 0000.a2r 11/24/2010 3:28:45 PM Exoscan - Drywall Analysis Version4
115484 0.0000 0.0000 0.0475 18.2297 0.8612 0.0000 0.0000 S
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