115601_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115601_0000.a2r 11/9/2010 11:53:52 AM Exoscan - Drywall Analysis Version4
115601 15.2192 0.0000 9.7998 16.1050 1.8306 0.3130 1.0157 S
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115602_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115602_0000.a2r 11/10/2010 11:52:12 AM Exoscan - Drywall Analysis Version4
115602 7.6180 0.0000 5.0724 15.0888 0.9375 0.2197 0.6565 S

Page 1



115602_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115602_0001.a2r 11/10/2010 11:53:22 AM Exoscan - Drywall Analysis Version4
115602 8.0894 0.0000 5.2823 16.8307 0.5843 0.0123 0.5145 D

Page 1



115603_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115603 _0000.a2r 11/9/2010 1:17:59 PM Exoscan - Drywall Analysis Version4
115603 12.6655 0.0000 8.0256 16.3537 1.3773 0.3363 0.8960 S

Page 1



115604_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115604 _0000.a2r 11/10/2010 11:24:21 AM Exoscan - Drywall Analysis Version4
115604 13.4110 0.0000 8.6206 16.3434 1.3309 0.2279 0.9834 S

Page 1



115605_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115605 _0000.a2r 11/9/2010 1:19:38 PM Exoscan - Drywall Analysis Version4
115605 1.8176 0.0918 1.0430 20.5556 0.0000 0.0000 0.0000 S

Page 1



115606_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115606_0000.a2r 11/10/2010 11:27:55 AM Exoscan - Drywall Analysis Version4
115606 0.0000 0.1943 0.0000 21.0190 0.0000 0.0000 0.0000 S

Page 1



115606_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115606_0001.a2r 11/10/2010 11:29:01 AM Exoscan - Drywall Analysis Version4
115606 0.0000 0.2715 0.0000 20.3777 0.0000 0.0000 0.0000 D

Page 1



115607_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115607_0000.a2r 11/5/2010 2:05:54 PM Exoscan - Drywall Analysis Version4
115607 0.1773 0.2400 0.0000 20.8537 0.0000 0.0000 0.0000 S

Page 1



115608_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115608 _0000.a2r 11/5/2010 2:08:08 PM Exoscan - Drywall Analysis Version4
115608 0.0000 0.1970 0.0000 20.1764 0.0000 0.0000 0.0000 S

Page 1



115609_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115609 0000.a2r 11/9/2010 11:40:39 AM Exoscan - Drywall Analysis Version4
115609 0.0000 0.2072 0.0000 20.7509 0.0000 0.0000 0.0000 S

Page 1



115610_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115610 _0000.a2r 11/10/2010 11:31:54 AM Exoscan - Drywall Analysis Version4
115610 0.2815 0.2703 0.0000 20.1759 0.0000 0.0000 0.0000 S

Page 1



115611_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115611 0000.a2r 11/5/2010 2:31:15 PM Exoscan - Drywall Analysis Version4
115611 0.0000 0.1915 0.0000 19.4299 0.0000 0.0000 0.0000 S

Page 1



115611_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115611 0001.a2r 11/5/2010 2:36:24 PM Exoscan - Drywall Analysis Version4
115611 0.8764 0.1692 0.3441 20.7257 0.0000 0.0000 0.0000 D

Page 1



115612_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115612 0000.a2r 11/5/2010 2:33:50 PM Exoscan - Drywall Analysis Version4
115612 0.2056 0.1886 0.0000 19.5863 0.0000 0.0000 0.0000 S

Page 1



115613_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115613 0000.a2r 11/9/2010 11:59:22 AM Exoscan - Drywall Analysis Version4
115613 11.1605 0.0000 7.2542 16.2671 1.3571 0.1316 0.4491 S

Page 1



115614_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115614 0000.a2r 11/10/2010 12:53:46 PM Exoscan - Drywall Analysis Version4
115614 2.1631 0.0000 1.3549 20.5162 0.0000 0.0000 0.0000 S

Page 1



115615_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115615 0000.a2r 11/9/2010 11:31:15 AM Exoscan - Drywall Analysis Version4
115615 0.1902 0.2375 0.0000 20.3827 0.0000 0.0000 0.0000 S

Page 1



115616_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115616 _0000.a2r 11/10/2010 12:50:00 PM Exoscan - Drywall Analysis Version4
115616 0.7776 0.0000 0.4517 16.0220 0.5653 0.0000 0.0000 S

Page 1



115617_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115617 _0000.a2r 11/5/2010 2:45:14 PM Exoscan - Drywall Analysis Version4
115617 0.5448 0.1283 0.2229 18.8989 0.0000 0.0000 0.0000 S

Page 1



115618_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115618 0000.a2r 11/5/2010 2:47:11 PM Exoscan - Drywall Analysis Version4
115618 0.0000 0.2218 0.0000 20.7992 0.0000 0.0000 0.0000 S

Page 1



115619_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115619 0000.a2r 11/9/2010 11:24:55 AM Exoscan - Drywall Analysis Version4
115619 0.4711 0.1916 0.0353 20.4043 0.0000 0.0000 0.0000 S

Page 1



115619 _0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115619 0001.a2r 11/9/2010 11:26:04 AM Exoscan - Drywall Analysis Version4
115619 0.2163 0.2460 0.0000 20.0908 0.0000 0.0000 0.0000 D

Page 1



115620_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115620 _0000.a2r 11/10/2010 12:55:44 PM Exoscan - Drywall Analysis Version4
115620 0.4466 0.1073 0.1894 20.5395 0.0000 0.0000 0.0000 S

Page 1



115621_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115621 0000.a2r 11/9/2010 11:14:22 AM Exoscan - Drywall Analysis Version4
115621 0.5410 0.1566 0.1989 20.0624 0.0000 0.0000 0.0000 S

Page 1



115622_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115622 0000.a2r 11/10/2010 11:08:20 AM Exoscan - Drywall Analysis Version4
115622 2.5979 0.0099 1.5706 19.4950 0.0000 0.0000 0.0000 S

Page 1



115623_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115623 0000.a2r 11/9/2010 11:18:12 AM Exoscan - Drywall Analysis Version4
115623 7.8941 0.0000 5.1408 17.0927 0.8051 0.0164 0.0000 S

Page 1



115624_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115624 0000.a2r 11/10/2010 11:39:37 AM Exoscan - Drywall Analysis Version4
115624 7.8754 0.0000 5.1723 16.4951 1.0128 0.0000 0.4014 S

Page 1



115625_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115625 0000.a2r 11/9/2010 1:08:02 PM Exoscan - Drywall Analysis Version4
115625 14.3399 0.0000 8.9028 14.3497 2.0502 0.4979 1.6885 S

Page 1



115626_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115626 _0000.a2r 11/10/2010 1:01:13 PM Exoscan - Drywall Analysis Version4
115626 17.6779 0.0000 11.5148 14.1016 2.5237 0.7067 1.8142 S

Page 1



115626_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115626 _0001.a2r 11/10/2010 1:02:18 PM Exoscan - Drywall Analysis Version4
115626 24.5798 0.0000 15.8212 13.6297 4.0167 1.1090 3.3925 D

Page 1



115627_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115627 _0000.a2r 11/9/2010 10:53:48 AM Exoscan - Drywall Analysis Version4
115627 0.0000 0.0000 0.2297 18.3882 0.0000 0.0000 0.0000 S

Page 1



115628_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115628 0000.a2r 11/10/2010 11:37:44 AM Exoscan - Drywall Analysis Version4
115628 1.1551 0.0000 1.1520 18.0509 0.0000 0.0000 0.0000 S

Page 1



115629_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115629 0000.a2r 11/9/2010 11:01:07 AM Exoscan - Drywall Analysis Version4
115629 4.2649 0.0000 2.8245 18.0783 0.2737 0.0000 0.0000 S

Page 1



115629 _0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115629 0001.a2r 11/9/2010 11:02:14 AM Exoscan - Drywall Analysis Version4
115629 5.8680 0.0000 3.9200 17.8177 0.4926 0.0000 0.0000 D

Page 1



115630_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115630 _0000.a2r 11/10/2010 11:05:50 AM Exoscan - Drywall Analysis Version4
115630 0.9104 0.2877 0.2849 20.1037 0.0000 0.0000 0.0000 S

Page 1



115630_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115630 _0001.a2r 11/10/2010 11:06:59 AM Exoscan - Drywall Analysis Version4
115630 0.3126 0.1770 0.0466 19.8557 0.0000 0.0000 0.0000 D

Page 1



115631_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115631 _0000.a2r 11/5/2010 2:55:39 PM Exoscan - Drywall Analysis Version4
115631 0.0000 0.2476 0.0000 20.3880 0.0000 0.0000 0.0000 S

Page 1



115632_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115632_0000.a2r 11/5/2010 2:57:29 PM Exoscan - Drywall Analysis Version4
115632 0.0000 0.1510 0.0000 19.5044 0.0000 0.0000 0.0000 S

Page 1



115633_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115633 _0000.a2r 11/9/2010 12:03:52 PM Exoscan - Drywall Analysis Version4
115633 19.8720 0.0000 12.9126 12.6479 4.2491 0.9917 2.5748 S

Page 1



115634_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115634 _0000.a2r 11/10/2010 1:09:18 PM Exoscan - Drywall Analysis Version4
115634 11.3012 0.0000 7.2061 14.9859 1.3776 0.3288 1.8201 S

Page 1



115635_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115635 _0000.a2r 11/9/2010 11:55:36 AM Exoscan - Drywall Analysis Version4
115635 19.4563 0.0000 12.6301 14.0614 2.8360 0.7220 2.7484 S

Page 1



115636_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115636_0000.a2r 11/10/2010 11:12:03 AM Exoscan - Drywall Analysis Version4
115636 26.1338 0.0000 16.7242 10.7243 4.1965 0.8156 3.7445 S

Page 1



115637_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115637_0000.a2r 11/9/2010 11:36:51 AM Exoscan - Drywall Analysis Version4
115637 0.0000 0.2100 0.0000 20.8433 0.0000 0.0000 0.0000 S

Page 1



115638_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115638 _0000.a2r 11/10/2010 1:05:26 PM Exoscan - Drywall Analysis Version4
115638 0.0000 0.2616 0.0000 20.6725 0.0000 0.0000 0.0000 S

Page 1



115639_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115639 0000.a2r 11/9/2010 11:08:45 AM Exoscan - Drywall Analysis Version4
115639 0.0000 0.2213 0.0000 19.5424 0.0000 0.0000 0.0000 S

Page 1



115640_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115640 _0000.a2r 11/10/2010 1:07:24 PM Exoscan - Drywall Analysis Version4
115640 0.0000 0.2180 0.0000 20.4557 0.0000 0.0000 0.0000 S

Page 1



115641_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115641 0000.a2r 11/9/2010 1:15:20 PM Exoscan - Drywall Analysis Version4
115641 0.0000 0.1993 0.0000 20.5712 0.0000 0.0000 0.0000 S

Page 1



115641_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115641 0001.a2r 11/9/2010 1:16:36 PM Exoscan - Drywall Analysis Version4
115641 0.1941 0.2466 0.0000 20.0396 0.0000 0.0000 0.0000 D

Page 1



115642_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115642 _0000.a2r 11/10/2010 11:54:36 AM Exoscan - Drywall Analysis Version4
115642 7.7488 0.0000 5.2373 15.8711 0.7745 0.0000 0.0000 S

Page 1



115643_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115643 0000.a2r 11/9/2010 1:11:47 PM Exoscan - Drywall Analysis Version4
115643 1.0776 0.1350 0.5936 20.3602 0.0000 0.0000 0.0000 S

Page 1



115644_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115644 0000.a2r 11/10/2010 1:11:27 PM Exoscan - Drywall Analysis Version4
115644 0.0000 0.1957 0.0000 19.2057 0.0000 0.0000 0.0000 S

Page 1



115645_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115645 0000.a2r 11/9/2010 10:50:05 AM Exoscan - Drywall Analysis Version4
115645 2.1657 0.0815 1.2719 19.9535 0.0000 0.0000 0.0000 S

Page 1



115646_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115646 _0000.a2r 11/10/2010 1:03:46 PM Exoscan - Drywall Analysis Version4
115646 0.9936 0.1179 0.4989 20.5801 0.0000 0.0000 0.0000 S

Page 1



115647_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115647_0000.a2r 11/9/2010 11:12:23 AM Exoscan - Drywall Analysis Version4
115647 8.2851 0.0000 5.2448 18.7310 0.4731 0.0000 0.0000 S

Page 1



115648_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115648 0000.a2r 11/10/2010 11:00:07 AM Exoscan - Drywall Analysis Version4
115648 0.0000 0.1863 0.0000 20.2495 0.0000 0.0000 0.0000 S

Page 1



115649_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115649 0000.a2r 11/5/2010 3:05:14 PM Exoscan - Drywall Analysis Version4
115649 0.0000 0.2000 0.0000 19.5728 0.0000 0.0000 0.0000 S

Page 1



115650_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115650 _0000.a2r 11/5/2010 3:09:36 PM Exoscan - Drywall Analysis Version4
115650 0.6625 0.1151 0.3541 19.0449 0.0000 0.0000 0.0000 S

Page 1



115650_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115650 _0001.a2r 11/5/2010 3:11:01 PM Exoscan - Drywall Analysis Version4
115650 0.2696 0.1566 0.0000 18.9300 0.0000 0.0000 0.0000 D

Page 1



115651_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115651 _0000.a2r 11/5/2010 3:17:16 PM Exoscan - Drywall Analysis Version4
115651 0.3839 0.1948 0.1161 20.0806 0.0000 0.0000 0.0000 S

Page 1



115652_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115652 _0000.a2r 11/5/2010 3:19:28 PM Exoscan - Drywall Analysis Version4
115652 0.6236 0.1575 0.2701 19.4390 0.0000 0.0000 0.0000 S

Page 1



115653_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115653 _0000.a2r 11/9/2010 11:51:25 AM Exoscan - Drywall Analysis Version4
115653 0.0000 0.1283 0.0000 17.5955 0.0000 0.0000 0.0000 S

Page 1



115653_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115653 _0001.a2r 11/9/2010 11:52:34 AM Exoscan - Drywall Analysis Version4
115653 0.0000 0.1966 0.0000 19.4216 0.0000 0.0000 0.0000 D

Page 1



115654_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115654 _0000.a2r 11/10/2010 12:48:06 PM Exoscan - Drywall Analysis Version4
115654 0.3931 0.1891 0.0082 19.0727 0.0000 0.0000 0.0000 S

Page 1



115655_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115655 0000.a2r 11/9/2010 11:05:05 AM Exoscan - Drywall Analysis Version4
115655 1.0109 0.0000 0.9802 18.2067 0.0000 0.0000 0.0000 S

Page 1



115656_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115656 _0000.a2r 11/10/2010 12:57:37 PM Exoscan - Drywall Analysis Version4
115656 0.0000 0.0000 0.1939 18.1212 0.0000 0.0000 0.0000 S

Page 1



115657_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115657_0000.a2r 11/9/2010 10:57:28 AM Exoscan - Drywall Analysis Version4
115657 0.0000 0.1769 0.0000 20.8640 0.0000 0.0000 0.0000 S

Page 1



115658_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115658 0000.a2r 11/10/2010 11:01:59 AM Exoscan - Drywall Analysis Version4
115658 4.2054 0.0000 2.7141 19.1050 0.0000 0.0000 0.0000 S

Page 1



115659_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115659 0000.a2r 11/9/2010 12:01:15 PM Exoscan - Drywall Analysis Version4
115659 13.9245 0.0000 8.9673 16.9795 1.2583 0.1424 1.1301 S

Page 1



115660_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115660 _0000.a2r 11/10/2010 12:44:12 PM Exoscan - Drywall Analysis Version4
115660 21.2947 0.0000 13.7017 13.2566 2.9422 0.8754 2.5857 S

Page 1



115661_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115661 _0000.a2r 11/9/2010 11:33:04 AM Exoscan - Drywall Analysis Version4
115661 32.6401 0.0000 20.8116 10.6101 5.7519 1.2739 5.7492 S

Page 1



115662_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115662_0000.a2r 11/10/2010 11:47:46 AM Exoscan - Drywall Analysis Version4
115662 18.1732 0.0000 11.5836 11.8658 2.7875 1.0853 2.6093 S

Page 1



115663_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115663 _0000.a2r 11/9/2010 10:52:00 AM Exoscan - Drywall Analysis Version4
115663 0.6991 0.1386 0.2609 20.8505 0.0000 0.0000 0.0000 S

Page 1



115664_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115664 _0000.a2r 11/10/2010 12:51:54 PM Exoscan - Drywall Analysis Version4
115664 1.3770 0.0894 0.8558 20.8283 0.0000 0.0000 0.0000 S

Page 1



115665_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115665 _0000.a2r 11/9/2010 10:55:40 AM Exoscan - Drywall Analysis Version4
115665 5.8998 0.0000 3.7737 18.1053 0.3228 0.0000 0.0000 S
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115666_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115666_0000.a2r 11/10/2010 11:16:09 AM Exoscan - Drywall Analysis Version4
115666 1.0531 0.1399 0.5513 19.3538 0.0000 0.0000 0.0000 S
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115667_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115667_0000.a2r 11/9/2010 11:16:15 AM Exoscan - Drywall Analysis Version4
115667 33.1275 0.0000 21.0885 3.6958 5.1038 0.1497 6.9571 S
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115668_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115668 0000.a2r 11/10/2010 11:18:07 AM Exoscan - Drywall Analysis Version4
115668 1.3030 0.1065 0.7649 19.1002 0.0000 0.0000 0.0000 S

Page 1



115669_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115669 0000.a2r 11/9/2010 11:10:33 AM Exoscan - Drywall Analysis Version4
115669 6.1878 0.0000 3.9128 15.3606 0.7602 0.0000 0.0000 S
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115670_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115670 _0000.a2r 11/10/2010 10:58:13 AM Exoscan - Drywall Analysis Version4
115670 12.1150 0.0000 8.1992 13.7703 1.6423 0.2433 1.1587 S
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115671_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115671 _0000.a2r 11/9/2010 11:03:29 AM Exoscan - Drywall Analysis Version4
115671 0.8077 0.1413 0.3334 19.7039 0.0000 0.0000 0.0000 S
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115672_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115672_0000.a2r 11/10/2010 11:33:51 AM Exoscan - Drywall Analysis Version4
115672 0.0000 0.2120 0.0000 21.0806 0.0000 0.0000 0.0000 S
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115673_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115673_0000.a2r 11/9/2010 11:38:43 AM Exoscan - Drywall Analysis Version4
115673 6.5849 0.0000 4.2818 17.1907 0.6469 0.0000 0.0000 S
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115674_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115674 _0000.a2r 11/10/2010 11:41:31 AM Exoscan - Drywall Analysis Version4
115674 27.0446 0.0000 17.7529 12.5909 4.1142 0.8954 3.8286 S
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115675_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115675 _0000.a2r 11/5/2010 3:25:40 PM Exoscan - Drywall Analysis Version4
115675 0.0000 0.2132 0.0000 19.8649 0.0000 0.0000 0.0000 S
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115676_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115676_0000.a2r 11/5/2010 3:27:20 PM Exoscan - Drywall Analysis Version4
115676 0.0000 0.2533 0.0000 19.4422 0.0000 0.0000 0.0000 S
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115677_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115677_0000.a2r 11/9/2010 11:34:59 AM Exoscan - Drywall Analysis Version4
115677 15.8844 0.0000 9.9481 15.7204 1.9589 0.5184 1.3806 S
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115678_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115678 _0000.a2r 11/10/2010 11:10:09 AM Exoscan - Drywall Analysis Version4
115678 12.2150 0.0000 8.0081 13.5582 1.6576 0.2384 1.1006 S
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115679_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115679 _0000.a2r 11/9/2010 11:29:16 AM Exoscan - Drywall Analysis Version4
115679 1.6872 0.0000 1.1249 18.9558 0.0000 0.0000 0.0000 S
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115680_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115680 _0000.a2r 11/10/2010 11:22:09 AM Exoscan - Drywall Analysis Version4
115680 0.3499 0.2225 0.0000 20.2824 0.0000 0.0000 0.0000 S
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115681_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115681 _0000.a2r 11/9/2010 1:09:54 PM Exoscan - Drywall Analysis Version4
115681 21.9350 0.0000 14.1077 11.3334 3.8311 1.1626 3.5598 S
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115682_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115682 _0000.a2r 11/10/2010 11:20:05 AM Exoscan - Drywall Analysis Version4
115682 22.5705 0.0000 14.6173 14.3214 3.0424 0.6555 3.2847 S
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115683_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115683 _0000.a2r 11/9/2010 1:21:32 PM Exoscan - Drywall Analysis Version4
115683 0.7147 0.0930 0.3614 20.1487 0.0000 0.0000 0.0000 S
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115684_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115684 _0000.a2r 11/10/2010 12:46:07 PM Exoscan - Drywall Analysis Version4
115684 0.0000 0.1354 0.0000 20.0578 0.0000 0.0000 0.0000 S
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115685_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115685 0000.a2r 11/5/2010 3:38:46 PM Exoscan - Drywall Analysis Version4
115685 2.0439 0.0100 1.2312 20.0428 0.0000 0.0000 0.0000 S
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115686_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115686 _0000.a2r 11/5/2010 3:41:19 PM Exoscan - Drywall Analysis Version4
115686 0.2164 0.1822 0.0093 21.0785 0.0000 0.0000 0.0000 S
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115687_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115687_0000.a2r 11/9/2010 11:27:36 AM Exoscan - Drywall Analysis Version4
115687 2.0215 0.0675 1.1929 18.1108 0.0170 0.0000 0.0000 S
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115688_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115688 0000.a2r 11/10/2010 11:35:49 AM Exoscan - Drywall Analysis Version4
115688 0.0000 0.2123 0.0000 20.2640 0.0000 0.0000 0.0000 S
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115689_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115689 0000.a2r 11/9/2010 11:49:33 AM Exoscan - Drywall Analysis Version4
115689 0.0000 0.1979 0.0000 19.0182 0.0000 0.0000 0.0000 S

Page 1



115690_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115690 _0000.a2r 11/10/2010 11:30:14 AM Exoscan - Drywall Analysis Version4
115690 0.2257 0.2769 0.0000 20.9457 0.0000 0.0000 0.0000 S
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115692_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115692 _0000.a2r 11/9/2010 11:57:26 AM Exoscan - Drywall Analysis Version4
115692 21.9767 0.0000 14.2096 13.3432 3.3606 0.8140 2.8799 S
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115693_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115693 _0000.a2r 11/9/2010 11:06:56 AM Exoscan - Drywall Analysis Version4
115693 15.2824 0.0000 10.0156 7.9456 4.5218 0.4777 3.3394 S
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115694_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115694 0000.a2r 11/10/2010 11:14:13 AM Exoscan - Drywall Analysis Version4
115694 2.8098 0.0648 1.5546 19.3501 0.0000 0.0000 0.0000 S

Page 1



115695_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115695 0000.a2r 11/24/2010 3:25:03 PM Exoscan - Drywall Analysis Version4
115695 0.0000 0.2544 0.0000 19.9335 0.6835 0.0000 0.0000 S
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