
103998_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
103998_0000.a2r 9/14/2009 5:26:58 PM Exoscan - Drywall Analysis Version4
103998 0.0000 0.0565 0.0000 18.1684 0.0000 0.0000 0.0000 S
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103999_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
103999_0000.a2r 9/14/2009 5:38:11 PM Exoscan - Drywall Analysis Version4
103999 0.0000 0.0127 0.0000 17.9796 0.0000 0.0000 0.0000 S
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104000_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104000_0000.a2r 9/14/2009 5:52:50 PM Exoscan - Drywall Analysis Version4
104000 7.1101 0.0000 4.8928 16.0878 0.9191 0.0000 0.0484 S
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104001_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104001_0000.a2r 9/14/2009 6:01:49 PM Exoscan - Drywall Analysis Version4
104001 0.0000 0.0230 0.0000 18.2818 0.0000 0.0000 0.0000 S
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104002_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104002_0000.a2r 9/14/2009 5:41:03 PM Exoscan - Drywall Analysis Version4
104002 7.9149 0.0000 5.4498 16.4276 1.0069 0.0000 0.2736 S
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104003_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104003_0000.a2r 9/14/2009 5:46:13 PM Exoscan - Drywall Analysis Version4
104003 0.1507 0.0000 0.1842 17.4757 0.1769 0.0000 0.0000 S
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104004_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104004_0000.a2r 9/14/2009 6:11:25 PM Exoscan - Drywall Analysis Version4
104004 0.0000 0.0000 0.0000 18.5686 0.0000 0.0000 0.0000 S
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104005_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104005_0000.a2r 9/14/2009 5:09:17 PM Exoscan - Drywall Analysis Version4
104005 0.0000 0.1035 0.0000 17.3847 0.0000 0.0000 0.0000 S
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104006_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104006_0000.a2r 9/14/2009 6:17:56 PM Exoscan - Drywall Analysis Version4
104006 0.0000 0.0592 0.0000 18.4869 0.0000 0.0000 0.0000 S
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104006_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104006_0001.a2r 9/14/2009 6:27:02 PM Exoscan - Drywall Analysis Version4
104006 0.0000 0.0628 0.0000 18.1864 0.0000 0.0000 0.0000 D

Page 1



104007_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104007_0000.a2r 9/14/2009 6:05:04 PM Exoscan - Drywall Analysis Version4
104007 0.0000 0.0239 0.0000 18.7769 0.0000 0.0000 0.0000 S
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104263_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
104263_0000.a2r 9/29/2009 12:14:03 PM Exoscan - Drywall Analysis Version4
104263 4.2402 0.0000 3.1886 18.2213 0.0000 0.0000 0.0000 S
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