104177_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104177_0000.a2r 9/23/2009 11:34:37 AM Exoscan - Drywall Analysis Version4
104177 26.1070 0.0000 17.8393 13.6932 6.2872 0.0000 3.9034 S
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104178_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104178 0000.a2r 9/15/2009 8:22:37 AM Exoscan - Drywall Analysis Version4
104178 7.5466 0.0000 5.1829 17.1940 0.4658 0.0000 0.0000 S

Page 1



104179_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104179 0000.a2r 9/18/2009 8:45:37 AM Exoscan - Drywall Analysis Version4
104179 1.3059 0.2801 0.5854 16.4740 0.0000 0.0000 1.7962 S
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104180_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104180 _0000.a2r 9/15/2009 8:55:52 AM Exoscan - Drywall Analysis Version4
104180 7.5897 0.1999 4.1310 18.7015 0.0000 0.0000 0.0000 S
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104181_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104181 _0000.a2r 9/15/2009 9:11:34 AM Exoscan - Drywall Analysis Version4
104181 37.4403 0.0000 24.3237 10.4466 9.6748 0.0000 8.1556 S
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104181_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104181 _0001.a2r 9/15/2009 9:13:18 AM Exoscan - Drywall Analysis Version4
104181 35.4783 0.0000 23.0543 11.0919 9.1009 0.0014 7.6025 D

Page 1



104182_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104182 _0000.a2r 9/18/2009 9:03:02 AM Exoscan - Drywall Analysis Version4
104182 0.0000 0.0000 0.0000 19.0915 0.0000 0.0000 0.0000 S
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104183_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104183 _0000.a2r 9/18/2009 9:08:10 AM Exoscan - Drywall Analysis Version4
104183 0.0000 0.0000 0.0000 20.3414 0.0000 0.0000 0.0000 S
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104184_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104184 0000.a2r 9/15/2009 8:27:10 AM Exoscan - Drywall Analysis Version4
104184 0.0000 0.0000 0.0000 19.7723 0.1098 0.0000 0.0000 S
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104185_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104185 _0000.a2r 9/23/2009 11:35:45 AM Exoscan - Drywall Analysis Version4
104185 13.6042 0.0000 9.2998 15.6266 3.0926 0.0000 2.3758 S
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104186_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104186_0000.a2r 9/23/2009 11:37:01 AM Exoscan - Drywall Analysis Version4
104186 0.0000 0.0000 0.0000 20.0974 0.0000 0.0000 0.0000 S
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104187_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104187_0000.a2r 9/23/2009 11:38:25 AM Exoscan - Drywall Analysis Version4
104187 0.0000 0.0000 0.4694 20.7054 0.0000 0.0000 0.0000 S

Page 1



104188_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104188 0000.a2r 9/15/2009 8:51:10 AM Exoscan - Drywall Analysis Version4
104188 0.0000 0.0000 0.0000 20.8213 0.0000 0.0000 0.0000 S
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104189_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104189 0000.a2r 9/15/2009 8:36:33 AM Exoscan - Drywall Analysis Version4
104189 0.0000 0.0000 0.0000 20.4239 0.0000 0.0000 0.0000 S
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104190_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104190 _0000.a2r 9/15/2009 8:32:05 AM Exoscan - Drywall Analysis Version4
104190 0.0000 0.0000 0.0000 20.0401 0.0000 0.0000 0.0000 S
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104329_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104329 0000.a2r 9/15/2009 9:05:00 AM Exoscan - Drywall Analysis Version4
104329 8.2454 0.1594 4.6049 17.9487 0.3062 0.0000 0.0000 S

Page 1



104330_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104330_0000.a2r 9/23/2009 11:39:56 AM Exoscan - Drywall Analysis Version4
104330 9.6895 0.0000 6.2011 16.6069 0.4508 0.0000 0.0000 S
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104331_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104331_0000.a2r 9/23/2009 11:41:01 AM Exoscan - Drywall Analysis Version4
104331 12.7211 0.0000 7.6917 16.2765 1.5581 0.0000 0.0441 S
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104332_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104332_0000.a2r 9/15/2009 8:46:14 AM Exoscan - Drywall Analysis Version4
104332 7.2870 0.2308 3.9861 18.6472 0.0040 0.0000 0.0000 S
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104333_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104333_0000.a2r 9/23/2009 11:49:26 AM Exoscan - Drywall Analysis Version4
104333 9.3186 0.0172 5.2214 17.9218 0.0485 0.0000 0.0000 S
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104333_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104333_0001.a2r 9/23/2009 11:50:39 AM Exoscan - Drywall Analysis Version4
104333 8.1448 0.0631 4.5828 16.9523 0.1949 0.0000 0.0000 D

Page 1



104334_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104334 _0000.a2r 9/15/2009 8:41:27 AM Exoscan - Drywall Analysis Version4
104334 9.1402 0.0000 6.0510 17.0515 0.7503 0.0000 0.0000 S

Page 1



104335_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104335 _0000.a2r 9/18/2009 9:12:36 AM Exoscan - Drywall Analysis Version4
104335 11.7163 0.0000 7.0499 17.6697 1.0620 0.0000 0.0000 S
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104336_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104336_0000.a2r 9/18/2009 9:21:32 AM Exoscan - Drywall Analysis Version4
104336 11.9835 0.0000 7.0554 16.1128 1.8376 0.0000 0.0000 S
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104336_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104336_0001.a2r 9/18/2009 9:23:08 AM Exoscan - Drywall Analysis Version4
104336 12.3685 0.0000 7.3797 16.1191 2.0248 0.0000 0.2321 D
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104337_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

104337_0000.a2r 9/29/2009 12:21:10 PM Exoscan - Drywall Analysis Version4
104337 7.8746 0.1864 4.3629 18.1933 0.0000 0.0000 0.0000 S
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