
105617_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105617_0000.a2r 9/18/2009 4:58:01 PM Exoscan - Drywall Analysis Version4
105617 0.0000 0.0635 0.0000 16.9781 0.0000 0.0000 0.0000 S
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105617_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105617_0001.a2r 9/18/2009 4:59:28 PM Exoscan - Drywall Analysis Version4
105617 0.0000 0.0745 0.0000 17.5667 0.0000 0.0000 0.0000 D
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105618_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105618_0000.a2r 9/16/2009 8:27:18 AM Exoscan - Drywall Analysis Version4
105618 0.0143 0.0789 0.0756 17.1727 0.0000 0.0000 0.0000 S
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105619_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105619_0000.a2r 9/24/2009 8:39:25 AM Exoscan - Drywall Analysis Version4
105619 0.0000 0.0548 0.0000 16.2479 0.0000 0.0000 0.0000 S
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105620_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105620_0000.a2r 9/16/2009 8:31:57 AM Exoscan - Drywall Analysis Version4
105620 0.0000 0.0798 0.0000 16.7433 0.0000 0.0000 0.0000 S
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105621_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105621_0000.a2r 9/24/2009 8:42:20 AM Exoscan - Drywall Analysis Version4
105621 1.9186 0.0000 1.5080 16.2632 0.0000 0.0000 0.0000 S
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105622_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105622_0000.a2r 10/30/2009 9:49:23 AM Exoscan - Drywall Analysis Version4
105622 0.0000 0.0468 0.0000 18.0611 0.0000 0.0000 0.0000 S
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105623_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105623_0000.a2r 9/16/2009 8:35:42 AM Exoscan - Drywall Analysis Version4
105623 0.2541 0.0214 0.2616 17.4768 0.0000 0.0000 0.0000 S
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105624_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105624_0000.a2r 9/16/2009 8:41:59 AM Exoscan - Drywall Analysis Version4
105624 0.0000 0.0896 0.0501 17.2114 0.0000 0.0000 0.0000 S
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105625_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105625_0000.a2r 9/24/2009 8:44:47 AM Exoscan - Drywall Analysis Version4
105625 0.1358 0.1360 0.0785 17.3167 0.0000 0.0000 0.0000 S
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105626_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105626_0000.a2r 9/18/2009 4:34:30 PM Exoscan - Drywall Analysis Version4
105626 0.0000 0.0403 0.0293 16.6310 0.0000 0.0000 0.0000 S
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105627_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105627_0000.a2r 9/16/2009 8:46:27 AM Exoscan - Drywall Analysis Version4
105627 0.0000 0.0347 0.0000 17.0510 0.0000 0.0000 0.0000 S

Page 1



105628_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105628_0000.a2r 9/18/2009 4:43:45 PM Exoscan - Drywall Analysis Version4
105628 0.9610 0.1960 0.4350 17.2994 0.0000 0.0000 0.0000 S
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105629_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105629_0000.a2r 9/16/2009 8:51:24 AM Exoscan - Drywall Analysis Version4
105629 0.0000 0.0760 0.0000 17.3305 0.0000 0.0000 0.0000 S
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105631_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105631_0000.a2r 9/16/2009 9:02:17 AM Exoscan - Drywall Analysis Version4
105631 0.0000 0.0637 0.0000 16.5336 0.0000 0.0000 0.0000 S
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105632_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105632_0000.a2r 9/18/2009 4:48:22 PM Exoscan - Drywall Analysis Version4
105632 0.8177 0.0000 0.8314 16.8383 0.0000 0.0000 0.0000 S
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105633_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105633_0000.a2r 9/18/2009 4:39:04 PM Exoscan - Drywall Analysis Version4
105633 38.0734 0.0000 24.5194 8.9390 6.6367 2.0232 6.4665 S
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105634_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105634_0000.a2r 9/24/2009 8:48:20 AM Exoscan - Drywall Analysis Version4
105634 0.0000 0.0630 0.0000 17.2083 0.0000 0.0000 0.0000 S
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105635_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105635_0000.a2r 9/24/2009 8:52:51 AM Exoscan - Drywall Analysis Version4
105635 0.8940 0.1692 0.4196 17.3015 0.0000 0.0000 0.0000 S
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105636_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105636_0000.a2r 9/24/2009 8:57:26 AM Exoscan - Drywall Analysis Version4
105636 0.4509 0.1657 0.2173 17.0114 0.0000 0.0000 0.0000 S
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105637_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105637_0000.a2r 9/16/2009 9:09:03 AM Exoscan - Drywall Analysis Version4
105637 0.9833 0.1714 0.4729 17.3257 0.0000 0.0000 0.0000 S
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105638_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105638_0000.a2r 9/16/2009 9:11:15 AM Exoscan - Drywall Analysis Version4
105638 0.7901 0.1852 0.3616 17.4937 0.0000 0.0000 0.0000 S
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105639_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105639_0000.a2r 9/24/2009 9:02:43 AM Exoscan - Drywall Analysis Version4
105639 19.5239 0.0000 12.5448 11.7591 4.6073 0.9577 2.9911 S
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105640_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105640_0000.a2r 9/16/2009 9:29:14 AM Exoscan - Drywall Analysis Version4
105640 2.2130 0.0000 1.5991 16.0390 0.4226 0.0000 0.0000 S

Page 1



105640_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105640_0001.a2r 9/16/2009 9:31:24 AM Exoscan - Drywall Analysis Version4
105640 2.8906 0.0000 2.1350 15.5060 0.8493 0.0000 0.0000 D
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