
100257_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100257_0000.a2r 9/22/2009 9:26:28 AM Exoscan - Drywall Analysis Version4
100257 10.8382 0.0000 6.6406 15.4159 0.0000 0.4078 0.0000 S
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100259_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100259_0000.a2r 9/16/2009 7:57:28 PM Exoscan - Drywall Analysis Version4
100259 28.7152 0.0000 17.9897 12.2601 3.5677 1.3217 3.3266 S
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100262_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100262_0000.a2r 9/22/2009 9:31:07 AM Exoscan - Drywall Analysis Version4
100262 17.7390 0.0000 11.2408 14.1517 1.6273 0.8419 0.9377 S
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100274_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100274_0000.a2r 9/10/2009 2:08:15 PM Exoscan - Drywall Analysis Version4
100274 18.3834 0.0000 11.3393 14.7341 2.0776 0.7668 1.1844 S
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100275_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100275_0000.a2r 9/10/2009 2:04:06 PM Exoscan - Drywall Analysis Version4
100275 16.7543 0.0000 10.3282 14.5640 1.7877 0.7908 0.7104 S
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100277_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100277_0000.a2r 9/16/2009 7:47:55 PM Exoscan - Drywall Analysis Version4
100277 14.3466 0.0000 8.5853 14.1487 0.4697 0.5920 0.0000 S
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100279_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100279_0000.a2r 9/10/2009 2:13:23 PM Exoscan - Drywall Analysis Version4
100279 23.2297 0.0000 15.2549 14.0235 3.7895 0.5143 3.2295 S
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100280_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100280_0000.a2r 9/16/2009 7:52:40 PM Exoscan - Drywall Analysis Version4
100280 10.9712 0.0000 6.3955 15.5196 0.0000 0.4866 0.0000 S
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100281_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100281_0000.a2r 9/10/2009 2:18:21 PM Exoscan - Drywall Analysis Version4
100281 18.4923 0.0000 11.6234 13.4780 2.4522 0.8385 1.2098 S
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100282_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100282_0000.a2r 9/22/2009 9:36:11 AM Exoscan - Drywall Analysis Version4
100282 13.0893 0.0000 7.6948 15.5012 0.1716 0.5082 0.0000 S
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100285_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100285_0000.a2r 9/10/2009 2:23:29 PM Exoscan - Drywall Analysis Version4
100285 12.3082 0.0481 6.9741 16.2194 0.3467 0.4969 0.0000 S
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100355_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100355_0000.a2r 9/22/2009 9:40:22 AM Exoscan - Drywall Analysis Version4
100355 12.1613 0.0000 7.4591 14.2462 0.3659 0.4918 0.0000 S
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100356_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100356_0000.a2r 9/10/2009 2:28:20 PM Exoscan - Drywall Analysis Version4
100356 10.1247 0.0000 5.9639 15.7185 0.4763 0.4549 0.0000 S
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100357_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100357_0000.a2r 9/22/2009 9:49:38 AM Exoscan - Drywall Analysis Version4
100357 9.2768 0.0000 5.6622 14.9156 0.1635 0.4259 0.0000 S
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100357_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100357_0001.a2r 9/22/2009 9:51:18 AM Exoscan - Drywall Analysis Version4
100357 9.6324 0.0000 5.7976 14.9183 0.2282 0.4354 0.0000 D
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100358_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100358_0000.a2r 9/10/2009 2:33:09 PM Exoscan - Drywall Analysis Version4
100358 12.0590 0.0596 6.8547 16.1770 0.5088 0.4604 0.0000 S
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100359_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100359_0000.a2r 9/16/2009 8:01:32 PM Exoscan - Drywall Analysis Version4
100359 12.5321 0.0000 7.4481 15.1771 0.0521 0.5126 0.0000 S
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100360_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100360_0000.a2r 9/10/2009 2:38:16 PM Exoscan - Drywall Analysis Version4
100360 16.4352 0.0000 10.5083 14.0631 2.1065 0.5542 1.2762 S
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100361_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100361_0000.a2r 9/10/2009 2:42:33 PM Exoscan - Drywall Analysis Version4
100361 14.9001 0.0000 9.2782 15.3366 1.0568 0.6450 0.1569 S
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100362_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100362_0000.a2r 9/10/2009 2:51:26 PM Exoscan - Drywall Analysis Version4
100362 14.9371 0.0000 9.3301 14.7708 1.3943 0.5786 0.8212 S
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100362_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100362_0001.a2r 9/10/2009 2:53:07 PM Exoscan - Drywall Analysis Version4
100362 15.0336 0.0000 9.3025 14.8986 1.3867 0.5180 0.7639 D
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100363_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100363_0000.a2r 9/16/2009 7:43:24 PM Exoscan - Drywall Analysis Version4
100363 11.6882 0.0000 6.8945 14.3538 0.1180 0.5508 0.0000 S
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100364_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100364_0000.a2r 9/29/2009 9:56:30 AM Exoscan - Drywall Analysis Version4
100364 10.3699 0.1022 6.0451 15.7789 0.0000 0.3561 0.0000 S
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