
99386_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99386_0000.a2r 9/9/2009 9:32:06 AM Exoscan - Drywall Analysis Version4
99386 17.2610 0.0000 10.9688 7.0194 3.9034 0.6611 5.7147 S
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99387_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99387_0000.a2r 9/9/2009 8:56:54 AM Exoscan - Drywall Analysis Version4
99387 28.3994 0.0000 17.6618 10.5002 4.7129 1.6066 5.2396 S
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99388_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99388_0000.a2r 9/9/2009 9:16:01 AM Exoscan - Drywall Analysis Version4
99388 13.2957 0.1245 7.7257 15.1859 1.5048 0.5028 0.4782 S
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99389_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99389_0000.a2r 9/16/2009 1:25:18 PM Exoscan - Drywall Analysis Version4
99389 11.9638 0.4129 6.3037 15.6241 0.0000 0.2432 0.0000 S
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99390_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99390_0000.a2r 9/9/2009 9:26:50 AM Exoscan - Drywall Analysis Version4
99390 20.7274 0.0000 12.6031 14.5294 2.7472 0.6832 1.6010 S

Page 1



99391_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99391_0000.a2r 9/16/2009 1:39:40 PM Exoscan - Drywall Analysis Version4
99391 17.1471 0.0000 10.1346 12.8821 1.3176 0.5738 0.6704 S
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99392_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99392_0000.a2r 9/16/2009 1:46:07 PM Exoscan - Drywall Analysis Version4
99392 12.2071 0.5679 6.0910 14.2948 0.1577 0.2615 0.0000 S
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99393_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99393_0000.a2r 9/9/2009 9:21:04 AM Exoscan - Drywall Analysis Version4
99393 19.8245 0.0000 12.2835 14.5817 2.8836 0.5530 1.5162 S
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99394_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99394_0000.a2r 9/9/2009 9:41:17 AM Exoscan - Drywall Analysis Version4
99394 12.1948 0.3719 6.7042 15.2270 1.1052 0.3028 0.0000 S
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99394_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99394_0001.a2r 9/9/2009 9:48:52 AM Exoscan - Drywall Analysis Version4
99394 12.3445 0.3205 6.7385 15.0307 1.2870 0.3438 0.0000 D
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99395_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99395_0000.a2r 9/16/2009 1:56:59 PM Exoscan - Drywall Analysis Version4
99395 12.5739 0.3299 6.8035 14.6574 0.0378 0.3969 0.0000 S
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99396_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99396_0000.a2r 9/16/2009 1:59:38 PM Exoscan - Drywall Analysis Version4
99396 12.9850 0.3013 6.9247 15.1096 0.2044 0.2668 0.0000 S
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99397_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99397_0000.a2r 9/9/2009 8:51:09 AM Exoscan - Drywall Analysis Version4
99397 24.4735 0.0000 14.9454 13.1310 3.6377 1.1600 3.6733 S
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99398_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99398_0000.a2r 9/9/2009 8:48:09 AM Exoscan - Drywall Analysis Version4
99398 11.6425 0.3668 6.2632 15.9843 1.0018 0.3750 0.0000 S
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99399_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99399_0000.a2r 9/9/2009 9:08:21 AM Exoscan - Drywall Analysis Version4
99399 12.1821 0.4024 6.8063 14.6330 1.4320 0.3686 0.0040 S
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99400_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99400_0000.a2r 9/21/2009 11:39:10 AM Exoscan - Drywall Analysis Version4
99400 12.5615 0.4967 6.4292 15.8721 0.0000 0.3369 0.0000 S
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99401_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99401_0000.a2r 9/21/2009 11:43:51 AM Exoscan - Drywall Analysis Version4
99401 17.5977 0.0000 10.1165 14.0297 1.2825 0.4258 0.2805 S
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99402_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99402_0000.a2r 9/21/2009 11:48:32 AM Exoscan - Drywall Analysis Version4
99402 12.2387 0.4407 6.2817 15.3968 0.1163 0.2978 0.0000 S
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99403_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
99403_0000.a2r 9/9/2009 8:58:35 AM Exoscan - Drywall Analysis Version4
99403 12.0803 0.2825 6.7148 16.2257 0.9491 0.3189 0.0000 S
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105176_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105176_0000.a2r 9/29/2009 9:01:13 AM Exoscan - Drywall Analysis Version4
105176 11.0879 0.3621 6.1253 14.9950 0.0000 0.1005 0.0000 S
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