
105140_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105140_0000.a2r 9/14/2009 9:41:20 AM Exoscan - Drywall Analysis Version4
105140 0.3646 0.2282 0.0000 17.4730 0.0000 0.0000 0.0000 S
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105141_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105141_0000.a2r 9/14/2009 9:45:50 AM Exoscan - Drywall Analysis Version4
105141 0.2018 0.1929 0.0000 17.6134 0.0000 0.0000 0.0000 S

Page 1



105142_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105142_0000.a2r 9/14/2009 9:50:20 AM Exoscan - Drywall Analysis Version4
105142 3.5057 0.0000 2.5541 17.2428 0.8084 0.0000 0.0000 S
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105143_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105143_0000.a2r 9/17/2009 4:53:54 PM Exoscan - Drywall Analysis Version4
105143 2.8346 0.0000 2.1113 15.0993 1.6268 0.0000 0.2118 S
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105143_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105143_0001.a2r 9/17/2009 4:55:39 PM Exoscan - Drywall Analysis Version4
105143 3.0020 0.0000 2.1218 15.6507 1.7284 0.0000 0.1167 D
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105144_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105144_0000.a2r 9/14/2009 9:55:04 AM Exoscan - Drywall Analysis Version4
105144 0.3416 0.1160 0.1755 16.7335 0.3835 0.0000 0.0000 S

Page 1



105145_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105145_0000.a2r 9/22/2009 6:12:42 PM Exoscan - Drywall Analysis Version4
105145 2.2862 0.0388 1.4080 16.8723 0.4445 0.0000 0.0000 S
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105146_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105146_0000.a2r 9/17/2009 4:29:09 PM Exoscan - Drywall Analysis Version4
105146 3.0034 0.0376 1.7647 17.4301 0.1662 0.0000 0.0000 S

Page 1



105147_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105147_0000.a2r 9/14/2009 9:59:57 AM Exoscan - Drywall Analysis Version4
105147 17.5329 0.0000 11.5083 12.6391 3.0709 0.4234 2.8683 S
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105148_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105148_0000.a2r 9/14/2009 10:07:24 AM Exoscan - Drywall Analysis Version4
105148 0.0000 0.1033 0.0258 18.3019 0.0000 0.0000 0.0000 S
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105149_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105149_0000.a2r 9/14/2009 10:11:31 AM Exoscan - Drywall Analysis Version4
105149 1.9360 0.0000 1.4236 16.0970 0.7347 0.0000 0.0000 S
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105150_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105150_0000.a2r 9/22/2009 5:58:58 PM Exoscan - Drywall Analysis Version4
105150 9.1620 0.0000 6.4001 14.8351 2.2054 0.0000 1.1774 S
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105151_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105151_0000.a2r 9/22/2009 6:03:35 PM Exoscan - Drywall Analysis Version4
105151 4.5456 0.0000 3.0784 16.6800 1.5095 0.0000 0.2558 S
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105153_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105153_0000.a2r 9/22/2009 6:17:15 PM Exoscan - Drywall Analysis Version4
105153 0.0000 0.0000 0.4819 20.4873 0.0000 0.0000 0.0000 S
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105154_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105154_0000.a2r 9/17/2009 4:33:49 PM Exoscan - Drywall Analysis Version4
105154 61.3231 0.0000 39.5883 3.2588 13.7806 2.6781 14.7509 S
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105155_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105155_0000.a2r 9/14/2009 10:16:03 AM Exoscan - Drywall Analysis Version4
105155 0.5337 0.0913 0.2871 17.3916 0.1969 0.0000 0.0000 S
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105156_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105156_0000.a2r 9/22/2009 5:54:14 PM Exoscan - Drywall Analysis Version4
105156 0.2667 0.2123 0.0863 17.3621 0.0000 0.0000 0.0000 S
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105156_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105156_0001.a2r 9/22/2009 5:55:53 PM Exoscan - Drywall Analysis Version4
105156 0.2992 0.1904 0.1445 17.4646 0.0000 0.0000 0.0000 D
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105157_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105157_0000.a2r 9/14/2009 10:21:15 AM Exoscan - Drywall Analysis Version4
105157 5.6994 0.0000 3.5721 16.8870 0.7803 0.0000 0.0000 S

Page 1



105158_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105158_0000.a2r 9/17/2009 4:38:33 PM Exoscan - Drywall Analysis Version4
105158 0.2873 0.1568 0.1534 17.5539 0.0000 0.0000 0.0000 S
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105159_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105159_0000.a2r 9/17/2009 4:45:39 PM Exoscan - Drywall Analysis Version4
105159 0.0217 0.2230 0.0000 17.6889 0.0000 0.0000 0.0000 S
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105160_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105160_0000.a2r 9/14/2009 10:29:51 AM Exoscan - Drywall Analysis Version4
105160 24.7744 0.0000 16.4603 12.7969 4.3280 0.4154 3.6137 S
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105160_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105160_0001.a2r 9/14/2009 10:31:16 AM Exoscan - Drywall Analysis Version4
105160 22.2274 0.0000 15.0043 13.2735 3.9469 0.3578 2.9888 D
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105161_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105161_0000.a2r 9/22/2009 6:08:08 PM Exoscan - Drywall Analysis Version4
105161 1.0726 0.0722 0.7850 15.9906 0.3011 0.0000 0.0000 S
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105165_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
105165_0000.a2r 9/29/2009 11:31:29 AM Exoscan - Drywall Analysis Version4
105165 0.0000 0.0000 0.0000 21.2867 0.0000 0.0000 0.0000 S
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