103581_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103581 _0000.a2r 9/29/2009 1:10:23 PM Exoscan - Drywall Analysis Version4
103581 7.4877 0.4456 3.7040 17.7725 0.0000 0.0000 0.0000 S
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103617_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103617_0000.a2r 9/15/2009 12:07:34 PM Exoscan - Drywall Analysis Version4
103617 1.8799 0.2061 0.9293 19.1881 0.0000 0.0000 0.0000 S
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103618_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103618 _0000.a2r 9/15/2009 12:16:36 PM Exoscan - Drywall Analysis Version4
103618 2.7482 0.1407 1.3740 19.7791 0.0000 0.0000 0.0000 S
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103619_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103619 0000.a2r 9/23/2009 2:32:24 PM Exoscan - Drywall Analysis Version4
103619 2.0374 0.2029 0.9701 18.7531 0.0000 0.0000 0.0000 S
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103619_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103619 0001.a2r 9/23/2009 2:33:31 PM Exoscan - Drywall Analysis Version4
103619 1.8215 0.1988 0.8787 18.5538 0.0000 0.0000 0.0000 D

Page 1



103620_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103620_0000.a2r 9/18/2009 10:42:52 AM Exoscan - Drywall Analysis Version4
103620 2.4849 0.2162 1.1114 18.4912 0.0000 0.0000 0.0000 S
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103621_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103621 _0000.a2r 9/18/2009 10:47:01 AM Exoscan - Drywall Analysis Version4
103621 2.2730 0.2095 1.1916 18.6243 0.0000 0.0000 0.0000 S
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103622_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103622_0000.a2r 9/18/2009 10:56:08 AM Exoscan - Drywall Analysis Version4
103622 4.1593 0.0756 2.3484 17.7993 0.0000 0.0000 0.0000 S
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103623_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103623 _0000.a2r 9/23/2009 2:34:41 PM Exoscan - Drywall Analysis Version4
103623 8.0475 0.3880 4.0113 17.4045 0.0000 0.0000 0.0000 S
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103624_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103624 _0000.a2r 9/15/2009 12:21:29 PM Exoscan - Drywall Analysis Version4
103624 2.3975 0.2196 1.2305 19.1248 0.0000 0.0000 0.0000 S
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103625_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103625 _0000.a2r 9/15/2009 12:25:57 PM Exoscan - Drywall Analysis Version4
103625 7.6887 0.4225 3.8209 17.7573 0.0138 0.0000 0.0000 S
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103626_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103626_0000.a2r 9/18/2009 10:57:56 AM Exoscan - Drywall Analysis Version4
103626 6.8683 0.2727 3.4704 17.7376 0.0000 0.0000 0.0000 S
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103627_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103627_0000.a2r 9/15/2009 12:30:25 PM Exoscan - Drywall Analysis Version4
103627 7.6176 0.3395 3.8919 18.0414 0.0000 0.0000 0.0000 S
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103628_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103628 _0000.a2r 9/15/2009 12:35:00 PM Exoscan - Drywall Analysis Version4
103628 8.8789 0.3519 4.4569 17.7411 0.0000 0.0000 0.0000 S

Page 1



103629_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103629 0000.a2r 9/15/2009 12:40:49 PM Exoscan - Drywall Analysis Version4
103629 8.3153 0.4745 4.2658 18.2220 0.0000 0.0000 0.0000 S
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103630_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103630_0000.a2r 9/23/2009 2:35:54 PM Exoscan - Drywall Analysis Version4
103630 2.0058 0.1715 1.0200 17.9587 0.0000 0.0000 0.0000 S
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103631_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103631_0000.a2r 9/15/2009 12:44:13 PM Exoscan - Drywall Analysis Version4
103631 4.2701 0.0000 2.5489 18.8926 0.0000 0.0000 0.0000 S
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103632_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103632_0000.a2r 9/15/2009 12:52:00 PM Exoscan - Drywall Analysis Version4
103632 2.6697 0.1845 1.3059 19.2518 0.0000 0.0000 0.0000 S
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103633_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103633_0000.a2r 9/15/2009 12:57:17 PM Exoscan - Drywall Analysis Version4
103633 1.9128 0.1860 0.9974 18.9861 0.0000 0.0000 0.0000 S
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103633_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103633_0001.a2r 9/15/2009 12:58:32 PM Exoscan - Drywall Analysis Version4
103633 2.1907 0.1688 1.0379 18.6974 0.0000 0.0000 0.0000 D

Page 1



103634_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103634_0000.a2r 9/23/2009 2:43:10 PM Exoscan - Drywall Analysis Version4
103634 1.9885 0.2054 0.8753 17.7441 0.0000 0.0000 0.0000 S
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103635_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103635_0000.a2r 9/23/2009 2:44:18 PM Exoscan - Drywall Analysis Version4
103635 20.8774 0.0000 12.9721 14.3603 2.2316 0.1196 1.7806 S
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103636_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103636_0000.a2r 9/18/2009 11:04:59 AM Exoscan - Drywall Analysis Version4
103636 8.9250 0.0946 4.8885 17.7402 0.0356 0.0444 0.0000 S
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103636_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103636_0001.a2r 9/18/2009 11:06:16 AM Exoscan - Drywall Analysis Version4
103636 9.0739 0.1221 4.9300 18.0644 0.0000 0.0000 0.0000 D
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103637_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103637_0000.a2r 9/23/2009 2:47:45 PM Exoscan - Drywall Analysis Version4
103637 8.0551 0.4022 4.0574 17.0824 0.0000 0.0000 0.0000 S
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