
116574_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116574_0001.a2r 11/8/2010 6:26:43 PM Exoscan - Drywall Analysis Version4
116574 0.0000 0.0000 0.0364 19.0242 0.0000 0.0000 0.0000 S

Page 1



116574_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116574_0002.a2r 11/8/2010 6:31:17 PM Exoscan - Drywall Analysis Version4
116574 0.0000 0.0000 0.1847 17.6890 0.0000 0.0000 0.0000 D

Page 1



116575_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116575_0001.a2r 11/11/2010 1:44:42 PM Exoscan - Drywall Analysis Version4
116575 0.0000 0.0000 0.2991 19.0468 0.0000 0.0000 0.0000 S

Page 1



116576_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116576_0001.a2r 11/8/2010 6:03:53 PM Exoscan - Drywall Analysis Version4
116576 0.0000 0.0000 0.1541 18.0908 0.0000 0.0000 0.0000 S

Page 1



116577_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116577_0001.a2r 11/11/2010 1:50:54 PM Exoscan - Drywall Analysis Version4
116577 0.1908 0.0000 0.7691 18.8275 0.0000 0.0000 0.0000 S

Page 1



116578_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116578_0001.a2r 11/8/2010 7:10:57 PM Exoscan - Drywall Analysis Version4
116578 1.8218 0.0000 1.8310 18.6388 0.0000 0.0000 0.0000 S

Page 1



116579_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116579_0001.a2r 11/11/2010 1:21:06 PM Exoscan - Drywall Analysis Version4
116579 0.0000 0.0000 0.2177 18.6503 0.0000 0.0000 0.0000 S

Page 1



116580_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116580_0002.a2r 11/5/2010 11:51:20 AM Exoscan - Drywall Analysis Version4
116580 10.0459 0.0000 7.1100 16.1485 1.2866 0.0843 0.4276 S

Page 1



116581_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116581_0001.a2r 11/5/2010 11:49:30 AM Exoscan - Drywall Analysis Version4
116581 17.6144 0.0000 11.7520 14.9111 2.5835 0.7861 2.5585 S

Page 1



116582_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116582_0001.a2r 11/8/2010 6:52:04 PM Exoscan - Drywall Analysis Version4
116582 7.4169 0.0000 5.1766 17.7762 0.7561 0.0000 0.0000 S

Page 1



116582_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116582_0002.a2r 11/8/2010 7:07:52 PM Exoscan - Drywall Analysis Version4
116582 20.5517 0.0000 12.7248 11.4661 3.4282 1.3859 3.6160 D

Page 1



116583_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116583_0001.a2r 11/11/2010 12:16:05 PM Exoscan - Drywall Analysis Version4
116583 10.4882 0.0000 7.3370 16.3625 0.7497 0.1358 0.3846 S

Page 1



116584_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116584_0001.a2r 11/11/2010 12:28:00 PM Exoscan - Drywall Analysis Version4
116584 8.7020 0.0000 6.4912 14.0654 1.2095 0.2707 0.5884 S

Page 1



116585_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116585_0001.a2r 11/8/2010 6:42:30 PM Exoscan - Drywall Analysis Version4
116585 14.8857 0.0000 10.1890 12.3286 2.5538 0.6951 2.0360 S

Page 1



116586_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116586_0002.a2r 11/8/2010 6:01:50 PM Exoscan - Drywall Analysis Version4
116586 0.0000 0.0000 0.0945 17.4125 0.0000 0.0000 0.0000 S

Page 1



116587_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116587_0001.a2r 11/11/2010 1:38:47 PM Exoscan - Drywall Analysis Version4
116587 0.0000 0.0000 0.3047 19.0371 0.0000 0.0000 0.0000 S

Page 1



116587_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116587_0002.a2r 11/11/2010 1:39:58 PM Exoscan - Drywall Analysis Version4
116587 0.0000 0.0000 0.3407 19.5518 0.0000 0.0000 0.0000 D

Page 1



116588_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116588_0001.a2r 11/5/2010 11:58:49 AM Exoscan - Drywall Analysis Version4
116588 7.8568 0.0000 5.7863 17.4862 0.4821 0.2685 0.0000 S

Page 1



116589_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116589_0001.a2r 11/5/2010 11:56:54 AM Exoscan - Drywall Analysis Version4
116589 0.0000 0.0000 0.1763 19.2121 0.0000 0.0000 0.0000 S

Page 1



116590_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116590_0001.a2r 11/8/2010 6:13:22 PM Exoscan - Drywall Analysis Version4
116590 0.0000 0.0000 0.0759 19.0352 0.0000 0.0000 0.0000 S

Page 1



116591_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116591_0001.a2r 11/11/2010 12:20:40 PM Exoscan - Drywall Analysis Version4
116591 0.0000 0.0000 0.0000 19.1543 0.0000 0.0000 0.0000 S

Page 1



116592_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116592_0001.a2r 11/5/2010 12:07:59 PM Exoscan - Drywall Analysis Version4
116592 58.5646 0.0000 37.6444 2.6469 10.7133 3.4755 11.8740 S

Page 1



116592_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116592_0002.a2r 11/5/2010 12:09:32 PM Exoscan - Drywall Analysis Version4
116592 58.6622 0.0000 37.6599 2.5806 11.2035 3.3977 11.6527 D

Page 1



116593_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116593_0000.a2r 11/5/2010 12:05:48 PM Exoscan - Drywall Analysis Version4
116593 51.0505 0.0000 33.0416 5.3782 9.6916 2.9457 9.8699 S

Page 1



116594_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116594_0001.a2r 11/8/2010 6:32:48 PM Exoscan - Drywall Analysis Version4
116594 4.7421 0.0000 3.6252 15.6488 0.3052 0.0000 0.0000 S

Page 1



116595_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116595_0001.a2r 11/11/2010 2:12:26 PM Exoscan - Drywall Analysis Version4
116595 12.5297 0.0000 8.6076 14.5228 1.3512 0.2456 0.7087 S

Page 1



116596_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116596_0001.a2r 11/8/2010 6:46:13 PM Exoscan - Drywall Analysis Version4
116596 18.8508 0.0000 12.0075 12.8679 3.0390 1.1733 2.7897 S

Page 1



116597_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116597_0002.a2r 11/11/2010 1:41:16 PM Exoscan - Drywall Analysis Version4
116597 11.1155 0.0000 7.8730 15.7842 0.9291 0.2598 0.5697 S

Page 1



116598_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116598_0001.a2r 11/8/2010 6:19:04 PM Exoscan - Drywall Analysis Version4
116598 20.2328 0.0000 13.2389 13.4706 2.8034 0.9124 2.6811 S

Page 1



116600_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116600_0001.a2r 11/8/2010 6:05:39 PM Exoscan - Drywall Analysis Version4
116600 15.3270 0.0000 10.3219 14.9945 2.1618 0.4668 1.4609 S

Page 1



116600_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116600_0002.a2r 11/8/2010 6:08:43 PM Exoscan - Drywall Analysis Version4
116600 21.0694 0.0000 13.4913 12.5042 3.0961 1.0710 2.8439 D

Page 1



116601_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116601_0001.a2r 11/11/2010 1:31:14 PM Exoscan - Drywall Analysis Version4
116601 1.7489 0.0000 1.6451 18.7307 0.0000 0.0000 0.0000 S

Page 1



116602_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116602_0001.a2r 11/8/2010 5:43:18 PM Exoscan - Drywall Analysis Version4
116602 0.1198 0.0000 0.7252 18.8617 0.0000 0.0000 0.0000 S

Page 1



116603_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116603_0002.a2r 11/11/2010 2:16:17 PM Exoscan - Drywall Analysis Version4
116603 2.0628 0.0000 1.8506 18.6903 0.0000 0.0000 0.0000 S

Page 1



116604_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116604_0001.a2r 11/8/2010 6:23:21 PM Exoscan - Drywall Analysis Version4
116604 4.7522 0.0000 3.7323 16.5171 0.3996 0.0000 0.0000 S

Page 1



116605_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116605_0001.a2r 11/11/2010 1:48:23 PM Exoscan - Drywall Analysis Version4
116605 0.0000 0.0000 0.0208 19.4259 0.0000 0.0000 0.0000 S

Page 1



116606_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116606_0001.a2r 11/8/2010 5:59:57 PM Exoscan - Drywall Analysis Version4
116606 0.0000 0.0000 0.0168 17.4063 0.0000 0.0000 0.0000 S

Page 1



116607_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116607_0001.a2r 11/11/2010 1:18:08 PM Exoscan - Drywall Analysis Version4
116607 0.0000 0.0000 0.1115 18.7311 0.0000 0.0000 0.0000 S

Page 1



116608_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116608_0001.a2r 11/5/2010 12:19:07 PM Exoscan - Drywall Analysis Version4
116608 0.0000 0.0000 0.6480 18.8284 0.0000 0.0000 0.0000 S

Page 1



116609_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116609_0001.a2r 11/5/2010 12:15:02 PM Exoscan - Drywall Analysis Version4
116609 3.1079 0.0000 2.6312 17.2452 0.2798 0.0000 0.0000 S

Page 1



116610_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116610_0000.a2r 11/8/2010 7:12:38 PM Exoscan - Drywall Analysis Version4
116610 0.0000 0.0000 0.2018 19.3265 0.0000 0.0000 0.0000 S

Page 1



116611_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116611_0002.a2r 11/11/2010 1:29:19 PM Exoscan - Drywall Analysis Version4
116611 0.0000 0.0000 0.2483 19.3110 0.0000 0.0000 0.0000 S

Page 1



116612_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116612_0002.a2r 11/8/2010 5:56:22 PM Exoscan - Drywall Analysis Version4
116612 0.0000 0.0000 0.0849 17.4790 0.0000 0.0000 0.0000 S

Page 1



116613_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116613_0001.a2r 11/11/2010 12:22:35 PM Exoscan - Drywall Analysis Version4
116613 0.0000 0.0000 0.0523 17.5058 0.0000 0.0000 0.0000 S

Page 1



116614_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116614_0002.a2r 11/8/2010 6:34:10 PM Exoscan - Drywall Analysis Version4
116614 0.0000 0.0000 0.2887 19.4739 0.0000 0.0000 0.0000 S

Page 1



116615_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116615_0001.a2r 11/11/2010 12:24:43 PM Exoscan - Drywall Analysis Version4
116615 0.0000 0.0000 0.0980 19.1443 0.0000 0.0000 0.0000 S

Page 1



116616_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116616_0001.a2r 11/8/2010 6:16:39 PM Exoscan - Drywall Analysis Version4
116616 8.8550 0.0000 6.3742 13.5933 1.4287 0.2940 0.5945 S

Page 1



116617_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116617_0001.a2r 11/11/2010 2:03:20 PM Exoscan - Drywall Analysis Version4
116617 2.4527 0.0000 2.2112 18.8526 0.0000 0.0000 0.0000 S

Page 1



116618_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116618_0001.a2r 11/11/2010 2:04:56 PM Exoscan - Drywall Analysis Version4
116618 0.0000 0.0000 0.3316 17.6481 0.0000 0.0000 0.0000 S

Page 1



116619_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116619_0001.a2r 11/8/2010 7:14:39 PM Exoscan - Drywall Analysis Version4
116619 0.0000 0.0000 0.5461 18.9311 0.0000 0.0000 0.0000 S

Page 1



116620_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116620_0000.a2r 11/8/2010 6:11:54 PM Exoscan - Drywall Analysis Version4
116620 0.0000 0.0000 0.0414 18.4914 0.0000 0.0000 0.0000 S

Page 1



116621_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116621_0001.a2r 11/11/2010 12:18:41 PM Exoscan - Drywall Analysis Version4
116621 0.0000 0.0000 0.0706 19.2334 0.0000 0.0000 0.0000 S

Page 1



116622_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116622_0001.a2r 11/8/2010 6:44:25 PM Exoscan - Drywall Analysis Version4
116622 13.1391 0.0000 8.5695 14.4966 2.0451 0.6609 1.4183 S

Page 1



116623_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116623_0001.a2r 11/11/2010 12:33:29 PM Exoscan - Drywall Analysis Version4
116623 18.0048 0.0000 11.6399 14.3068 2.3766 0.8189 2.0001 S

Page 1



116624_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116624_0001.a2r 11/8/2010 6:50:18 PM Exoscan - Drywall Analysis Version4
116624 8.8262 0.0000 6.2052 17.4112 0.8121 0.0738 0.0128 S

Page 1



116625_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116625_0002.a2r 11/11/2010 2:10:34 PM Exoscan - Drywall Analysis Version4
116625 7.6802 0.0000 5.5934 17.8092 0.1967 0.0000 0.0000 S

Page 1



116626_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116626_0001.a2r 11/5/2010 12:31:01 PM Exoscan - Drywall Analysis Version4
116626 8.5129 0.0000 6.1067 18.0429 0.4937 0.0000 0.0000 S

Page 1



116627_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116627_0001.a2r 11/5/2010 12:28:07 PM Exoscan - Drywall Analysis Version4
116627 0.0000 0.0000 0.6123 18.9137 0.0000 0.0000 0.0000 S

Page 1



116628_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116628_0001.a2r 11/8/2010 6:14:58 PM Exoscan - Drywall Analysis Version4
116628 12.0745 0.0000 8.5745 16.0922 1.3637 0.3890 0.7260 S

Page 1



116629_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116629_0001.a2r 11/11/2010 1:42:53 PM Exoscan - Drywall Analysis Version4
116629 7.5140 0.0000 5.4795 16.1466 0.4803 0.0643 0.0000 S

Page 1



116630_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116630_0001.a2r 11/5/2010 12:47:11 PM Exoscan - Drywall Analysis Version4
116630 0.0000 0.0000 0.0000 19.1742 0.0000 0.0000 0.0000 S

Page 1



116631_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116631_0001.a2r 11/5/2010 12:44:36 PM Exoscan - Drywall Analysis Version4
116631 0.0000 0.0000 0.1178 19.6937 0.0000 0.0000 0.0000 S

Page 1



116632_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116632_0002.a2r 11/8/2010 6:10:10 PM Exoscan - Drywall Analysis Version4
116632 3.6783 0.0000 2.9434 18.1106 0.1028 0.0000 0.0000 S

Page 1



116633_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116633_0001.a2r 11/11/2010 2:00:45 PM Exoscan - Drywall Analysis Version4
116633 2.8827 0.0000 2.4662 18.4380 0.0000 0.0000 0.0000 S

Page 1



116633_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116633_0002.a2r 11/11/2010 2:01:58 PM Exoscan - Drywall Analysis Version4
116633 2.8404 0.0000 2.4836 18.7765 0.0000 0.0000 0.0000 D

Page 1



116634_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116634_0001.a2r 11/8/2010 6:25:01 PM Exoscan - Drywall Analysis Version4
116634 0.7703 0.0000 0.9525 18.2090 0.0000 0.0000 0.0000 S

Page 1



116635_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116635_0001.a2r 11/11/2010 1:15:19 PM Exoscan - Drywall Analysis Version4
116635 6.9348 0.0000 5.1505 16.9363 0.4091 0.0195 0.0000 S

Page 1



116635_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116635_0002.a2r 11/11/2010 1:16:27 PM Exoscan - Drywall Analysis Version4
116635 6.2073 0.0000 4.5361 16.7793 0.2101 0.0000 0.0000 D

Page 1



116636_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116636_0001.a2r 11/8/2010 5:51:35 PM Exoscan - Drywall Analysis Version4
116636 0.0000 0.0000 0.0000 19.1149 0.0000 0.0000 0.0000 S

Page 1



116637_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116637_0001.a2r 11/11/2010 1:19:42 PM Exoscan - Drywall Analysis Version4
116637 0.0000 0.0000 0.1971 17.8448 0.0000 0.0000 0.0000 S

Page 1



116638_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116638_0001.a2r 11/11/2010 2:08:43 PM Exoscan - Drywall Analysis Version4
116638 28.4977 0.0000 19.1646 12.1385 2.8535 0.3056 4.3055 S

Page 1



116639_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116639_0001.a2r 11/8/2010 5:45:56 PM Exoscan - Drywall Analysis Version4
116639 8.5112 0.0000 6.0516 17.5641 0.8390 0.0352 0.0000 S

Page 1



116639_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116639_0002.a2r 11/8/2010 5:48:25 PM Exoscan - Drywall Analysis Version4
116639 10.9664 0.0000 7.6506 16.3948 1.3534 0.2876 0.5857 D

Page 1



116640_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116640_0001.a2r 11/8/2010 6:48:19 PM Exoscan - Drywall Analysis Version4
116640 5.4861 0.0000 4.0841 17.4827 0.3896 0.0000 0.0000 S

Page 1



116641_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116641_0001.a2r 11/11/2010 1:23:41 PM Exoscan - Drywall Analysis Version4
116641 4.9125 0.0000 3.7561 17.3788 0.1418 0.0000 0.0000 S

Page 1



116642_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116642_0001.a2r 11/8/2010 5:58:07 PM Exoscan - Drywall Analysis Version4
116642 10.1627 0.0000 7.0906 16.4327 1.2368 0.1311 0.4662 S
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116643_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116643_0001.a2r 11/11/2010 2:14:25 PM Exoscan - Drywall Analysis Version4
116643 5.4172 0.0000 4.0929 17.7340 0.0000 0.0000 0.0000 S
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116644_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116644_0001.a2r 11/8/2010 6:40:18 PM Exoscan - Drywall Analysis Version4
116644 4.5932 0.0000 3.6288 17.6766 0.3308 0.0000 0.0000 S
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116645_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116645_0001.a2r 11/11/2010 1:25:35 PM Exoscan - Drywall Analysis Version4
116645 10.0789 0.0000 6.7908 17.1751 0.6058 0.1321 0.0039 S
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116646_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116646_0001.a2r 11/8/2010 5:49:50 PM Exoscan - Drywall Analysis Version4
116646 6.0335 0.0000 4.3811 17.2440 0.4661 0.0000 0.0000 S
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116647_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116647_0001.a2r 11/11/2010 1:33:05 PM Exoscan - Drywall Analysis Version4
116647 4.8260 0.0000 3.8387 15.1949 0.4684 0.0356 0.0000 S
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116648_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116648_0001.a2r 11/8/2010 7:16:23 PM Exoscan - Drywall Analysis Version4
116648 0.0000 0.0000 0.0784 19.2217 0.0000 0.0000 0.0000 S
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116649_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116649_0001.a2r 11/11/2010 1:54:55 PM Exoscan - Drywall Analysis Version4
116649 0.0000 0.0000 0.1628 19.0277 0.0000 0.0000 0.0000 S
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116650_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116650_0001.a2r 11/8/2010 5:54:37 PM Exoscan - Drywall Analysis Version4
116650 19.4596 0.0000 12.7615 14.1677 2.9053 0.7376 2.2962 S
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116651_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116651_0001.a2r 11/11/2010 1:46:32 PM Exoscan - Drywall Analysis Version4
116651 4.6688 0.0000 3.6060 18.3787 0.0000 0.0000 0.0000 S
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116652_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116652_0001.a2r 11/8/2010 7:09:13 PM Exoscan - Drywall Analysis Version4
116652 0.0000 0.0000 0.1417 18.9832 0.0000 0.0000 0.0000 S
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116653_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116653_0001.a2r 11/11/2010 1:56:52 PM Exoscan - Drywall Analysis Version4
116653 0.0000 0.0000 0.0147 19.2481 0.0000 0.0000 0.0000 S
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116654_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116654_0001.a2r 11/8/2010 5:52:48 PM Exoscan - Drywall Analysis Version4
116654 0.0000 0.0000 0.0861 18.0002 0.0000 0.0000 0.0000 S
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116655_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116655_0001.a2r 11/11/2010 2:18:04 PM Exoscan - Drywall Analysis Version4
116655 0.7694 0.0000 0.9719 18.0174 0.0000 0.0000 0.0000 S
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116656_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116656_0001.a2r 11/5/2010 12:58:14 PM Exoscan - Drywall Analysis Version4
116656 26.1381 0.0000 16.6411 11.6879 4.4346 1.5004 4.2359 S

Page 1



116657_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116657_0001.a2r 11/5/2010 12:56:41 PM Exoscan - Drywall Analysis Version4
116657 16.5337 0.0000 11.2296 15.3653 2.2936 0.5446 1.4275 S
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116658_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116658_0001.a2r 11/5/2010 1:10:07 PM Exoscan - Drywall Analysis Version4
116658 17.4758 0.0000 11.9993 10.6478 2.8390 0.5766 2.4202 S
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116659_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116659_0001.a2r 11/5/2010 1:08:26 PM Exoscan - Drywall Analysis Version4
116659 0.0000 0.0000 0.5220 18.9961 0.0000 0.0000 0.0000 S
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116660_0002
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116660_0002.a2r 11/8/2010 6:38:47 PM Exoscan - Drywall Analysis Version4
116660 0.1141 0.0000 0.5713 18.8424 0.0000 0.0000 0.0000 S
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116661_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116661_0001.a2r 11/11/2010 1:52:50 PM Exoscan - Drywall Analysis Version4
116661 1.1198 0.0000 1.3554 16.5790 0.0000 0.0000 0.0000 S
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116662_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116662_0000.a2r 11/8/2010 6:21:59 PM Exoscan - Drywall Analysis Version4
116662 19.6782 0.0000 12.7142 15.0140 2.6958 0.7636 2.4540 S
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116663_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
116663_0001.a2r 11/11/2010 2:06:51 PM Exoscan - Drywall Analysis Version4
116663 4.9899 0.0000 3.8313 17.3674 0.2110 0.0000 0.0000 S
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118148_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
118148_0000.a2r 11/24/2010 3:40:04 PM Exoscan - Drywall Analysis Version4
118148 0.0000 0.0000 0.2614 18.5779 1.0566 0.0000 0.0000 S
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