
100460_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100460_0000.a2r 9/10/2009 4:42:22 PM Exoscan - Drywall Analysis Version4
100460 5.6957 0.0000 3.3710 17.6601 0.1940 0.0000 0.0000 S
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100463_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100463_0000.a2r 9/10/2009 4:18:33 PM Exoscan - Drywall Analysis Version4
100463 6.6484 0.0000 3.9923 16.8016 0.4635 0.0000 0.0000 S
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100464_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100464_0000.a2r 9/22/2009 10:23:12 AM Exoscan - Drywall Analysis Version4
100464 6.5509 0.0000 3.8960 16.9915 0.0000 0.0000 0.0000 S
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100465_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100465_0000.a2r 9/22/2009 10:18:43 AM Exoscan - Drywall Analysis Version4
100465 21.0113 0.0000 13.5151 13.5853 3.8130 0.0000 2.6569 S
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100466_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100466_0000.a2r 9/10/2009 4:37:25 PM Exoscan - Drywall Analysis Version4
100466 8.4559 0.0000 5.1398 16.9604 0.8715 0.0000 0.0000 S
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100467_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100467_0000.a2r 9/10/2009 4:08:38 PM Exoscan - Drywall Analysis Version4
100467 8.1371 0.0000 4.9843 17.3103 0.5734 0.0000 0.0000 S
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100468_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100468_0000.a2r 9/10/2009 3:59:04 PM Exoscan - Drywall Analysis Version4
100468 6.6031 0.0000 3.9410 17.4760 0.3239 0.0000 0.0000 S
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100469_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100469_0000.a2r 9/17/2009 9:12:42 AM Exoscan - Drywall Analysis Version4
100469 9.5113 0.0000 6.2471 15.5110 1.3956 0.0000 0.3984 S
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100470_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100470_0000.a2r 9/10/2009 4:29:13 PM Exoscan - Drywall Analysis Version4
100470 6.6210 0.0000 4.0095 17.4293 0.3893 0.0000 0.0000 S

Page 1



100471_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100471_0000.a2r 9/17/2009 9:16:55 AM Exoscan - Drywall Analysis Version4
100471 5.8602 0.0000 3.5675 17.0955 0.1050 0.0000 0.0000 S
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100472_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100472_0000.a2r 9/10/2009 4:46:39 PM Exoscan - Drywall Analysis Version4
100472 6.6462 0.0000 3.8788 17.3925 0.3279 0.0000 0.0000 S
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100472_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100472_0001.a2r 9/10/2009 4:56:59 PM Exoscan - Drywall Analysis Version4
100472 5.7684 0.0000 3.3274 17.3725 0.3393 0.0000 0.0000 D
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100473_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100473_0000.a2r 9/10/2009 4:12:46 PM Exoscan - Drywall Analysis Version4
100473 6.5116 0.0000 3.8333 16.8098 0.3693 0.0260 0.0000 S
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100474_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100474_0000.a2r 9/22/2009 10:28:03 AM Exoscan - Drywall Analysis Version4
100474 6.7768 0.0000 4.2697 17.2210 0.1358 0.0000 0.0000 S
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100475_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100475_0000.a2r 9/17/2009 9:21:34 AM Exoscan - Drywall Analysis Version4
100475 0.0000 0.1008 0.0000 18.8589 0.0000 0.0000 0.0000 S
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100476_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100476_0000.a2r 9/22/2009 10:36:35 AM Exoscan - Drywall Analysis Version4
100476 21.6166 0.0000 13.9279 13.4992 4.1504 0.0000 3.3935 S
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100477_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100477_0000.a2r 9/10/2009 4:32:43 PM Exoscan - Drywall Analysis Version4
100477 0.0000 0.1007 0.0000 18.7568 0.0000 0.0000 0.0000 S
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100478_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100478_0000.a2r 9/17/2009 9:26:15 AM Exoscan - Drywall Analysis Version4
100478 6.7784 0.0000 4.0753 16.9058 0.2989 0.0000 0.0000 S
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100479_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100479_0000.a2r 9/10/2009 4:23:13 PM Exoscan - Drywall Analysis Version4
100479 18.5078 0.0000 12.1180 14.8728 3.4407 0.0000 2.3216 S
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100480_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100480_0000.a2r 9/17/2009 9:30:52 AM Exoscan - Drywall Analysis Version4
100480 16.5708 0.0000 10.4946 14.1754 2.4833 0.0000 1.9046 S
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100481_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100481_0000.a2r 9/22/2009 10:41:21 AM Exoscan - Drywall Analysis Version4
100481 12.3519 0.0000 7.8858 15.5680 1.1751 0.0000 0.2252 S
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100481_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
100481_0001.a2r 9/22/2009 10:42:31 AM Exoscan - Drywall Analysis Version4
100481 12.6609 0.0000 8.0109 15.6351 1.1461 0.0000 0.3889 D
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101546_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101546_0000.a2r 9/29/2009 10:10:01 AM Exoscan - Drywall Analysis Version4
101546 6.6162 0.0000 3.9997 17.2307 0.0000 0.0314 0.0000 S
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