102017_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102017_0000.a2r 9/11/2009 4:17:36 PM Exoscan - Drywall Analysis Version4
102017 10.3598 0.1326 5.8876 15.9974 0.4338 0.0666 0.0000 S
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102018_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102018 0000.a2r 9/11/2009 4:22:18 PM Exoscan - Drywall Analysis Version4
102018 9.8766 0.1840 5.4847 15.4402 0.2675 0.0942 0.0000 S
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102019_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102019 0000.a2r 9/17/2009 3:29:07 PM Exoscan - Drywall Analysis Version4
102019 10.5216 0.1355 5.8340 15.7185 0.1912 0.1210 0.0000 S
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102020_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102020 _0000.a2r 9/11/2009 4:27:22 PM Exoscan - Drywall Analysis Version4
102020 8.6009 0.2601 4.7379 15.9364 0.0418 0.0398 0.0000 S
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102021_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102021 _0000.a2r 9/11/2009 4:38:47 PM Exoscan - Drywall Analysis Version4
102021 8.6776 0.2228 4.7083 15.7654 0.1664 0.1387 0.0000 S
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102022_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102022_0000.a2r 9/29/2009 11:21:58 AM Exoscan - Drywall Analysis Version4
102022 8.2172 0.2774 4.3203 16.3143 0.0000 0.0587 0.0000 S
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102319_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102319 0000.a2r 9/22/2009 3:42:42 PM Exoscan - Drywall Analysis Version4
102319 8.1063 0.3070 4.1913 15.9049 0.0000 0.0125 0.0000 S
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102320_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102320 _0000.a2r 9/11/2009 4:41:11 PM Exoscan - Drywall Analysis Version4
102320 8.6255 0.2233 4.6250 15.4945 0.1699 0.0227 0.0000 S
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102321_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102321 _0000.a2r 9/17/2009 3:33:39 PM Exoscan - Drywall Analysis Version4
102321 7.5500 0.2376 4.0653 15.4061 0.0544 0.2574 0.0000 S

Page 1



102322_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102322_0000.a2r 9/22/2009 3:44:46 PM Exoscan - Drywall Analysis Version4
102322 11.8358 0.0814 6.5629 15.7959 0.8921 0.0785 0.0000 S
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102323_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102323 _0000.a2r 9/11/2009 4:43:14 PM Exoscan - Drywall Analysis Version4
102323 4.0822 0.0612 2.6603 6.3948 2.0113 0.0064 2.3299 S
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102324_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102324 _0000.a2r 9/17/2009 3:38:17 PM Exoscan - Drywall Analysis Version4
102324 8.9105 0.1771 4.8645 15.9843 0.0000 0.1323 0.0000 S
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102325_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102325 _0000.a2r 9/22/2009 3:45:56 PM Exoscan - Drywall Analysis Version4
102325 9.4226 0.1875 5.0183 15.9984 0.1293 0.0402 0.0000 S
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102326_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102326 _0000.a2r 9/17/2009 3:42:48 PM Exoscan - Drywall Analysis Version4
102326 6.4458 0.0279 3.6208 17.8765 0.0000 0.0000 0.0000 S
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102327_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102327_0000.a2r 9/22/2009 4:04:06 PM Exoscan - Drywall Analysis Version4
102327 7.8895 0.2883 4.0555 16.4020 0.0000 0.0450 0.0000 S
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102328_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102328 0000.a2r 9/11/2009 4:46:09 PM Exoscan - Drywall Analysis Version4
102328 6.5133 0.2108 3.4432 14.3473 0.2003 0.0667 0.0000 S
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102329_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102329 0000.a2r 9/22/2009 4:05:27 PM Exoscan - Drywall Analysis Version4
102329 7.7121 0.3066 4.2735 15.9082 0.0000 0.1255 0.0000 S
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102329_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102329 0001.a2r 9/22/2009 4:06:49 PM Exoscan - Drywall Analysis Version4
102329 7.9392 0.2838 4.3746 16.1656 0.0000 0.1288 0.0000 D
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102330_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102330_0000.a2r 9/22/2009 4:09:58 PM Exoscan - Drywall Analysis Version4
102330 12.7360 0.0000 7.6196 14.8249 1.2350 0.4627 0.6944 S
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102331_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102331_0000.a2r 9/11/2009 4:49:39 PM Exoscan - Drywall Analysis Version4
102331 14.4133 0.0000 8.5512 15.6851 1.0780 0.2323 0.0000 S

Page 1



102332_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102332_0000.a2r 9/22/2009 4:11:15 PM Exoscan - Drywall Analysis Version4
102332 8.2400 0.0000 4.6797 15.2505 0.0000 0.3841 0.0000 S
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102333_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102333 _0000.a2r 9/11/2009 4:51:33 PM Exoscan - Drywall Analysis Version4
102333 12.1588 0.0000 7.3892 12.1378 1.1297 0.7891 0.0000 S
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102334_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102334 _0000.a2r 9/22/2009 4:14:24 PM Exoscan - Drywall Analysis Version4
102334 7.7929 0.0443 4.5113 14.5552 0.0795 0.3273 0.0000 S
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102335_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102335 _0000.a2r 9/17/2009 3:52:10 PM Exoscan - Drywall Analysis Version4
102335 8.2608 0.0171 4.7387 15.3973 0.1273 0.3824 0.0000 S
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102335_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102335 _0001.a2r 9/17/2009 3:53:26 PM Exoscan - Drywall Analysis Version4
102335 8.2383 0.0000 4.7152 15.3222 0.0973 0.3686 0.0000 D
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102336_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102336_0000.a2r 9/11/2009 4:54:35 PM Exoscan - Drywall Analysis Version4
102336 5.9751 0.1265 3.3117 10.6592 1.2422 0.1306 0.1125 S
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102336_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

102336_0001.a2r 9/11/2009 4:55:59 PM Exoscan - Drywall Analysis Version4
102336 8.2279 0.2847 4.3695 15.6325 0.1302 0.1414 0.0000 D
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