CH4_0015

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0015.a2r 5/18/2010 12:56:40 PM Exoscan - Drywall Analysis Version4 CH4

13.5238 0.4755 7.0210 12.8182 0.0147 0.4401 0.0000 V
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CH4_0016

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0016.a2r 5/18/2010 3:31:54 PM Exoscan - Drywall Analysis Version4 CH4

13.3426 0.5415 6.8938 13.1532 0.0000 0.3632 0.0000 V
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CH4_0017

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0017.a2r 5/19/2010 9:09:33 AM Exoscan - Drywall Analysis Version4 CH4

13.0192 0.5260 6.7357 12.7188 0.0000 0.4574 0.0000 V
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CH4_0018

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0018.a2r 5/19/2010 4:30:36 PM Exoscan - Drywall Analysis Version4 CH4

13.5541 0.5236 7.0702 13.1948 0.0000 0.4374 0.0000 V
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CH4_0019

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0019.a2r 5/20/2010 9:23:13 AM Exoscan - Drywall Analysis Version4 CH4

13.4341 0.5378 6.9207 13.7059 0.0000 0.4877 0.0000 V
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CH4_0020

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0020.a2r 5/20/2010 11:36:33 AM Exoscan - Drywall Analysis Version4 CH4

13.5178 0.5081 6.9055 13.6672 0.0000 0.4447 0.0000 V
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CH4_0021

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0021.a2r 5/21/2010 11:55:47 AM Exoscan - Drywall Analysis Version4 CH4

13.3455 0.5285 6.8890 13.3578 0.0000 0.4496 0.0000 V
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CH4_0022

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

CH4_0022.a2r 5/21/2010 1:56:29 PM Exoscan - Drywall Analysis Version4 CH4

12.9071 0.5188 6.7072 12.2555 0.1472 0.4529 0.0000 V
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