101683_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101683 _0000.a2r 9/10/2009 7:03:53 PM Exoscan - Drywall Analysis Version4
101683 14.5827 0.5674 7.5834 14.6249 0.6354 0.3402 0.0000 S
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101683_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101683 _0001.a2r 9/10/2009 7:14:05 PM Exoscan - Drywall Analysis Version4
101683 14.0387 0.5294 7.3022 14.8338 0.5132 0.3834 0.0000 D
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101684_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101684 _0000.a2r 9/22/2009 11:10:31 AM Exoscan - Drywall Analysis Version4
101684 12.5570 0.8225 5.9420 16.0387 0.0000 0.1967 0.0000 S
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101685_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101685 _0000.a2r 9/22/2009 11:13:40 AM Exoscan - Drywall Analysis Version4
101685 15.8867 0.4219 8.7065 14.4458 0.9221 0.1681 0.0000 S
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101686_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101686_0000.a2r 9/22/2009 11:18:10 AM Exoscan - Drywall Analysis Version4
101686 12.3748 0.7813 5.9139 15.7992 0.0000 0.2350 0.0000 S

Page 1



101687_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101687_0001.a2r 9/17/2009 10:05:55 AM Exoscan - Drywall Analysis Version4
101687 13.0550 0.6253 6.5656 13.4819 0.2626 0.2577 0.0000 S
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101688_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101688 _0000.a2r 9/10/2009 6:35:09 PM Exoscan - Drywall Analysis Version4
101688 12.6652 0.7977 6.0594 15.8138 0.3199 0.1478 0.0000 S
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101689_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101689 0000.a2r 9/10/2009 6:51:17 PM Exoscan - Drywall Analysis Version4
101689 13.2286 0.7281 6.5482 15.3679 0.5270 0.2691 0.0000 S

Page 1



101690_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101690 _0000.a2r 9/10/2009 6:46:15 PM Exoscan - Drywall Analysis Version4
101690 13.5463 0.8124 6.6546 16.1317 0.5099 0.2713 0.0000 S
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101691_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101691 _0000.a2r 9/22/2009 11:22:40 AM Exoscan - Drywall Analysis Version4
101691 17.9010 0.1200 10.0317 13.0867 2.0607 0.0785 0.4161 S
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101692_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101692_0000.a2r 9/17/2009 10:09:47 AM Exoscan - Drywall Analysis Version4
101692 14.2911 0.6149 7.2852 15.5186 0.4070 0.2481 0.0000 S
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101693_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101693 _0000.a2r 9/22/2009 11:35:39 AM Exoscan - Drywall Analysis Version4
101693 14.4270 0.6661 7.2508 15.1203 0.2621 0.2608 0.0000 S

Page 1



101693_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101693 _0001.a2r 9/22/2009 11:36:47 AM Exoscan - Drywall Analysis Version4
101693 14.1824 0.6775 7.1739 15.0295 0.2421 0.2611 0.0000 D

Page 1



101694_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101694 _0000.a2r 9/22/2009 11:44:06 AM Exoscan - Drywall Analysis Version4
101694 19.9420 0.1022 10.7876 13.9205 2.5154 0.0499 0.7615 S
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101695_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101695 0000.a2r 9/17/2009 10:13:51 AM Exoscan - Drywall Analysis Version4
101695 13.8355 0.6129 7.0152 14.9036 0.1407 0.3168 0.0000 S

Page 1



101696_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101696 _0000.a2r 9/10/2009 6:25:44 PM Exoscan - Drywall Analysis Version4
101696 13.0027 0.8234 6.2441 15.5247 0.3180 0.2536 0.0000 S

Page 1



101697_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101697_0000.a2r 9/10/2009 6:55:23 PM Exoscan - Drywall Analysis Version4
101697 11.6901 0.6667 5.6958 15.6129 0.5089 0.2165 0.0000 S
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101698_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101698 _0000.a2r 9/17/2009 10:17:48 AM Exoscan - Drywall Analysis Version4
101698 13.1355 0.8416 6.2104 15.7133 0.0000 0.2828 0.0000 S
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101699_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101699 0000.a2r 9/17/2009 10:22:24 AM Exoscan - Drywall Analysis Version4
101699 0.0000 0.0000 0.0000 17.5914 0.0000 0.0000 0.0000 S
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101700_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101700_0000.a2r 9/10/2009 6:29:27 PM Exoscan - Drywall Analysis Version4
101700 13.6082 0.4812 7.0117 13.5195 1.3527 0.0079 0.0000 S

Page 1



101701_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101701_0000.a2r 9/10/2009 6:59:40 PM Exoscan - Drywall Analysis Version4
101701 13.3632 0.5544 6.8469 15.0739 1.0592 0.1865 0.0000 S

Page 1



101702_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101702_0000.a2r 9/10/2009 6:14:25 PM Exoscan - Drywall Analysis Version4
101702 13.0889 0.8413 6.3030 15.6114 0.1774 0.2583 0.0000 S

Page 1



101703_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101703 _0000.a2r 9/10/2009 6:44:44 PM Exoscan - Drywall Analysis Version4
101703 12.7822 0.7269 6.2385 15.6592 0.4812 0.2218 0.0000 S

Page 1



101704_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

101704_0000.a2r 9/29/2009 10:17:03 AM Exoscan - Drywall Analysis Version4
101704 12.0995 0.6848 6.0481 15.6243 0.0000 0.2487 0.0000 S
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