
102354_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102354_0000.a2r 9/14/2009 11:25:58 AM Exoscan - Drywall Analysis Version4
102354 4.5175 0.4233 2.2369 17.8423 0.0000 0.0000 0.0000 S
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102355_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102355_0000.a2r 9/14/2009 11:32:10 AM Exoscan - Drywall Analysis Version4
102355 4.8106 0.3939 2.3427 17.4155 0.0809 0.0000 0.0000 S
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102356_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102356_0000.a2r 9/22/2009 6:57:56 PM Exoscan - Drywall Analysis Version4
102356 3.3613 0.1105 1.8205 16.1308 0.0240 0.0000 0.0000 S
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102357_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102357_0000.a2r 9/14/2009 11:35:34 AM Exoscan - Drywall Analysis Version4
102357 40.1269 0.0000 25.7294 7.7371 7.8876 2.1990 7.7614 S
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102358_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102358_0000.a2r 9/14/2009 11:39:58 AM Exoscan - Drywall Analysis Version4
102358 2.6144 0.3079 1.1795 16.6159 0.1510 0.0000 0.0000 S
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102359_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102359_0000.a2r 9/22/2009 7:17:58 PM Exoscan - Drywall Analysis Version4
102359 1.7987 0.2751 0.7881 16.9125 0.0000 0.0000 0.0000 S
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102360_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102360_0000.a2r 9/22/2009 7:07:14 PM Exoscan - Drywall Analysis Version4
102360 2.1080 0.3772 0.8094 16.6385 0.0000 0.0000 0.0000 S
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102361_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102361_0000.a2r 9/14/2009 11:44:26 AM Exoscan - Drywall Analysis Version4
102361 4.4606 0.4606 2.1789 17.4687 0.0000 0.0000 0.0000 S
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102362_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102362_0000.a2r 9/22/2009 7:27:09 PM Exoscan - Drywall Analysis Version4
102362 2.1069 0.2864 0.8843 16.2889 0.0000 0.0000 0.0000 S
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102363_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102363_0000.a2r 9/17/2009 5:43:47 PM Exoscan - Drywall Analysis Version4
102363 4.8626 0.0000 2.9755 14.8727 0.9047 0.0000 0.0000 S
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102364_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102364_0000.a2r 9/17/2009 5:56:42 PM Exoscan - Drywall Analysis Version4
102364 15.5168 0.0000 10.0082 15.1236 2.0416 0.0160 1.2272 S
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102365_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102365_0000.a2r 9/17/2009 6:06:07 PM Exoscan - Drywall Analysis Version4
102365 0.4225 0.0000 0.6972 17.1871 0.1014 0.0000 0.0000 S
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102365_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102365_0001.a2r 9/17/2009 6:07:35 PM Exoscan - Drywall Analysis Version4
102365 0.3970 0.0000 0.7201 17.6359 0.0612 0.0000 0.0000 D
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102366_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102366_0000.a2r 9/14/2009 11:48:59 AM Exoscan - Drywall Analysis Version4
102366 2.8738 0.0000 2.3756 17.3784 0.5435 0.0000 0.0000 S
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102367_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102367_0000.a2r 9/22/2009 7:22:38 PM Exoscan - Drywall Analysis Version4
102367 4.5128 0.0000 3.3339 16.9930 0.5949 0.0000 0.0000 S
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102368_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102368_0000.a2r 9/14/2009 11:53:40 AM Exoscan - Drywall Analysis Version4
102368 3.5997 0.0000 2.9159 17.2139 0.6796 0.0000 0.0000 S
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102369_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102369_0000.a2r 9/14/2009 11:58:14 AM Exoscan - Drywall Analysis Version4
102369 0.0000 0.0000 0.0000 17.2029 0.2235 0.0000 0.0000 S
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102370_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102370_0000.a2r 9/17/2009 5:52:12 PM Exoscan - Drywall Analysis Version4
102370 0.8585 0.0000 1.0814 17.5026 0.0367 0.0000 0.0000 S
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102372_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102372_0000.a2r 9/14/2009 12:04:10 PM Exoscan - Drywall Analysis Version4
102372 1.3474 0.0000 1.4893 17.3767 0.8925 0.0000 0.0000 S
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102373_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102373_0000.a2r 9/22/2009 6:53:24 PM Exoscan - Drywall Analysis Version4
102373 14.3584 0.0000 9.6971 14.9431 2.0864 0.3622 1.2836 S
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102374_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102374_0000.a2r 9/17/2009 5:47:49 PM Exoscan - Drywall Analysis Version4
102374 7.1330 0.0000 5.1406 16.7925 0.9765 0.0000 0.0000 S
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102375_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102375_0000.a2r 9/14/2009 12:11:39 PM Exoscan - Drywall Analysis Version4
102375 17.5570 0.0000 11.2191 15.0202 2.3605 0.0000 2.5487 S
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102375_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102375_0001.a2r 9/14/2009 12:14:09 PM Exoscan - Drywall Analysis Version4
102375 17.7152 0.0000 11.4040 14.6489 2.2473 0.0000 2.6438 D
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102376_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102376_0000.a2r 9/22/2009 7:02:35 PM Exoscan - Drywall Analysis Version4
102376 5.6881 0.0782 3.1691 19.7426 0.0000 0.0000 0.0000 S
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102451_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102451_0000.a2r 9/29/2009 11:42:07 AM Exoscan - Drywall Analysis Version4
102451 1.6861 0.2769 0.7131 17.2276 0.0000 0.0000 0.0000 S
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102451_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102451_0001.a2r 9/29/2009 11:52:50 AM Exoscan - Drywall Analysis Version4
102451 1.6013 0.2718 0.5754 16.6710 0.0000 0.0000 0.0000 D
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