
102521_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102521_0000.a2r 9/17/2009 6:47:26 PM Exoscan - Drywall Analysis Version4
102521 11.8333 0.0000 8.6736 13.8526 2.4573 0.3018 1.5994 S
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102522_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102522_0000.a2r 9/23/2009 9:31:39 AM Exoscan - Drywall Analysis Version4
102522 1.5081 0.0000 1.5695 16.7223 0.3062 0.0000 0.0000 S
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102523_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102523_0000.a2r 9/14/2009 2:44:33 PM Exoscan - Drywall Analysis Version4
102523 22.1888 0.0000 13.0673 14.2228 2.5677 0.8875 1.2777 S
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102524_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102524_0000.a2r 9/17/2009 6:38:13 PM Exoscan - Drywall Analysis Version4
102524 0.0000 0.0000 0.0000 17.1637 0.0000 0.0000 0.0000 S
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102525_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102525_0000.a2r 9/14/2009 2:48:04 PM Exoscan - Drywall Analysis Version4
102525 11.3093 0.4199 5.7671 16.1074 0.1133 0.3265 0.0000 S

Page 1



102526_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102526_0000.a2r 9/23/2009 9:32:47 AM Exoscan - Drywall Analysis Version4
102526 21.9450 0.0000 13.6631 13.0108 2.9812 0.8880 1.9072 S
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102527_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102527_0000.a2r 9/23/2009 9:34:09 AM Exoscan - Drywall Analysis Version4
102527 11.5877 0.3174 6.3406 15.9045 0.1679 0.3059 0.0000 S
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102528_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102528_0000.a2r 9/14/2009 2:50:24 PM Exoscan - Drywall Analysis Version4
102528 11.6963 0.4395 5.9198 16.3650 0.1483 0.3315 0.0000 S
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102529_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102529_0000.a2r 9/17/2009 6:42:41 PM Exoscan - Drywall Analysis Version4
102529 11.8537 0.2838 6.3582 15.0700 0.4169 0.3463 0.0000 S

Page 1



102530_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102530_0000.a2r 9/14/2009 2:52:06 PM Exoscan - Drywall Analysis Version4
102530 12.2906 0.3280 6.4577 15.5549 0.6597 0.3291 0.0000 S
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102531_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102531_0000.a2r 9/23/2009 9:35:59 AM Exoscan - Drywall Analysis Version4
102531 14.3218 0.0386 8.2012 15.4425 0.8656 0.4096 0.0000 S
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102532_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102532_0000.a2r 9/14/2009 2:54:05 PM Exoscan - Drywall Analysis Version4
102532 11.1984 0.5736 5.5343 15.5935 0.1173 0.3482 0.0000 S

Page 1



102533_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102533_0000.a2r 9/17/2009 6:33:23 PM Exoscan - Drywall Analysis Version4
102533 10.5569 0.4948 5.3268 16.0668 0.0000 0.2650 0.0000 S

Page 1



102534_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102534_0000.a2r 9/17/2009 7:02:21 PM Exoscan - Drywall Analysis Version4
102534 12.0421 0.3435 6.4222 15.5560 0.2797 0.4115 0.0000 S
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102534_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102534_0001.a2r 9/17/2009 7:03:59 PM Exoscan - Drywall Analysis Version4
102534 12.4044 0.3353 6.6318 15.4056 0.3018 0.3773 0.0000 D
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102535_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102535_0000.a2r 9/14/2009 2:56:43 PM Exoscan - Drywall Analysis Version4
102535 10.9463 0.4366 5.5929 14.5874 0.5119 0.2340 0.0000 S
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102536_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102536_0000.a2r 9/23/2009 9:37:07 AM Exoscan - Drywall Analysis Version4
102536 11.5157 0.2968 6.2205 14.5908 0.5615 0.1879 0.0000 S
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102537_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102537_0000.a2r 9/23/2009 9:40:59 AM Exoscan - Drywall Analysis Version4
102537 14.4568 0.0659 8.1463 14.7678 0.8475 0.4598 0.0000 S
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102538_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102538_0000.a2r 9/14/2009 2:58:56 PM Exoscan - Drywall Analysis Version4
102538 12.3657 0.5022 6.2584 15.2801 0.4725 0.2555 0.0000 S
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102539_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102539_0000.a2r 9/14/2009 3:00:53 PM Exoscan - Drywall Analysis Version4
102539 11.1580 0.4269 5.7449 15.5977 0.4337 0.2979 0.0000 S
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102540_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102540_0000.a2r 9/23/2009 9:47:04 AM Exoscan - Drywall Analysis Version4
102540 19.9473 0.0000 12.4395 13.9969 2.3132 0.5493 1.1669 S
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102541_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102541_0000.a2r 9/14/2009 3:02:34 PM Exoscan - Drywall Analysis Version4
102541 21.9317 0.0000 13.7535 15.7556 3.0700 0.6465 2.2837 S
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102542_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102542_0000.a2r 9/14/2009 3:05:19 PM Exoscan - Drywall Analysis Version4
102542 26.7315 0.0000 16.9740 12.9654 5.2011 1.0056 3.2935 S

Page 1



102542_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102542_0001.a2r 9/14/2009 3:06:39 PM Exoscan - Drywall Analysis Version4
102542 26.2971 0.0000 16.6694 14.1772 4.5139 0.8681 3.2490 D

Page 1



102543_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102543_0000.a2r 9/23/2009 9:49:52 AM Exoscan - Drywall Analysis Version4
102543 0.0000 0.0000 0.0000 17.1610 0.0000 0.0000 0.0000 S
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102577_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
102577_0000.a2r 9/29/2009 11:57:09 AM Exoscan - Drywall Analysis Version4
102577 11.3547 0.5981 5.6696 16.2580 0.0000 0.3273 0.0000 S

Page 1
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