103480_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103480_0000.a2r 9/18/2009 9:51:06 AM Exoscan - Drywall Analysis Version4
103480 2.6644 0.0000 2.0192 18.5217 0.0000 0.0000 0.0000 S
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103481_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103481 _0000.a2r 9/23/2009 1:29:03 PM Exoscan - Drywall Analysis Version4
103481 2.1867 0.0000 1.7152 19.1070 0.0000 0.0000 0.0000 S
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103482_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103482_0000.a2r 9/15/2009 11:10:10 AM Exoscan - Drywall Analysis Version4
103482 4.6373 0.0000 3.1975 17.4345 0.2693 0.0000 0.2157 S
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103482_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103482_0001.a2r 9/15/2009 11:11:21 AM Exoscan - Drywall Analysis Version4
103482 4.5203 0.0000 3.1606 17.6469 0.1144 0.0023 0.1250 D
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103483_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103483 _0000.a2r 9/15/2009 10:18:14 AM Exoscan - Drywall Analysis Version4
103483 7.5136 0.3653 3.7100 18.1968 0.1222 0.0000 0.0000 S
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103484_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103484 _0000.a2r 9/15/2009 10:27:51 AM Exoscan - Drywall Analysis Version4
103484 8.1492 0.3806 4.0342 17.6672 0.0190 0.0000 0.0000 S
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103485_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103485 _0000.a2r 9/15/2009 10:36:06 AM Exoscan - Drywall Analysis Version4
103485 7.5474 0.3477 3.8683 17.6880 0.0062 0.0000 0.0000 S
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103486_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103486_0000.a2r 9/15/2009 10:38:17 AM Exoscan - Drywall Analysis Version4
103486 37.6946 0.0000 24.1644 10.1688 8.2825 0.0000 6.8664 S
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103487_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103487_0000.a2r 9/15/2009 10:42:03 AM Exoscan - Drywall Analysis Version4
103487 7.3956 0.2292 3.8680 17.5230 0.0417 0.0740 0.0000 S
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103488_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103488 _0000.a2r 9/15/2009 10:46:49 AM Exoscan - Drywall Analysis Version4
103488 2.4065 0.0000 1.9644 18.4246 0.0000 0.0801 0.0000 S
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103489_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103489 0000.a2r 9/15/2009 10:51:23 AM Exoscan - Drywall Analysis Version4
103489 2.8851 0.0000 2.2890 18.9652 0.0000 0.0351 0.0000 S
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103490_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103490 _0000.a2r 9/23/2009 1:30:29 PM Exoscan - Drywall Analysis Version4
103490 2.5316 0.0000 1.8566 18.4456 0.0000 0.0687 0.0000 S
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103491_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103491 _0000.a2r 9/15/2009 11:01:16 AM Exoscan - Drywall Analysis Version4
103491 2.6269 0.0000 1.9595 17.6800 0.0000 0.0762 0.0000 S
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103492_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103492_0000.a2r 9/23/2009 1:31:50 PM Exoscan - Drywall Analysis Version4
103492 2.7713 0.0000 2.0912 18.1181 0.0000 0.0058 0.0000 S
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103493_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103493 _0000.a2r 9/15/2009 11:03:12 AM Exoscan - Drywall Analysis Version4
103493 17.3375 0.0000 10.4770 15.5057 2.6287 0.0358 0.9048 S
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103494_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103494 _0000.a2r 9/23/2009 1:32:55 PM Exoscan - Drywall Analysis Version4
103494 12.7046 0.0000 7.7055 16.0416 1.1200 0.0268 0.0000 S
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103494_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103494 _0001.a2r 9/23/2009 1:34:12 PM Exoscan - Drywall Analysis Version4
103494 14.0282 0.0000 8.1452 17.0176 1.0968 0.0000 0.0000 D
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103495_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103495 _0000.a2r 9/18/2009 9:55:30 AM Exoscan - Drywall Analysis Version4
103495 6.5151 0.1351 3.6199 17.5213 0.0000 0.0000 0.0000 S
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103496_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103496_0000.a2r 9/23/2009 1:36:58 PM Exoscan - Drywall Analysis Version4
103496 10.8917 0.0000 6.1680 16.5666 0.6618 0.0218 0.0000 S

Page 1



103497_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103497_0000.a2r 9/23/2009 1:40:25 PM Exoscan - Drywall Analysis Version4
103497 13.1922 0.0000 7.6224 16.2342 1.2580 0.0250 0.0000 S
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103498_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103498 _0000.a2r 9/18/2009 10:00:12 AM Exoscan - Drywall Analysis Version4
103498 9.6341 0.0895 5.3875 17.4822 0.2446 0.0046 0.0000 S
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103499_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103499 0000.a2r 9/18/2009 10:04:44 AM Exoscan - Drywall Analysis Version4
103499 12.7345 0.0000 7.6248 16.5757 0.8569 0.0697 0.0000 S
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103500_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103500_0000.a2r 9/18/2009 10:14:31 AM Exoscan - Drywall Analysis Version4
103500 7.3513 0.2430 4.0282 18.1037 0.0000 0.0000 0.0000 S
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103500_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103500 _0001.a2r 9/18/2009 10:15:53 AM Exoscan - Drywall Analysis Version4
103500 6.7165 0.2668 3.6069 17.3328 0.0000 0.0077 0.0000 D
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103501_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

103501_0000.a2r 9/29/2009 12:30:38 PM Exoscan - Drywall Analysis Version4
103501 6.5797 0.2248 3.4267 17.8924 0.0000 0.0000 0.0000 S
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