110423_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110423 0000.a2r 5/20/2010 9:48:40 AM Exoscan - Drywall Analysis Version4
110423 5.9117 0.2701 3.0573 19.6517 0.0000 0.0000 0.0000 S

Page 1



110424_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110424 _0000.a2r 5/20/2010 10:22:22 AM Exoscan - Drywall Analysis Version4
110424 5.8583 0.2489 3.0183 20.6427 0.0000 0.0000 0.0000 S
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110425_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110425 _0000.a2r 5/20/2010 10:17:45 AM Exoscan - Drywall Analysis Version4
110425 5.9602 0.2147 3.0597 20.1925 0.0000 0.0000 0.0000 S
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110426_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110426_0000.a2r 5/20/2010 11:08:25 AM Exoscan - Drywall Analysis Version4
110426 6.2627 0.2811 3.1433 20.3616 0.0000 0.0000 0.0000 S
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110426_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110426 _0001.a2r 5/20/2010 11:17:36 AM Exoscan - Drywall Analysis Version4
110426 6.1431 0.2750 3.0918 20.4252 0.0000 0.0000 0.0000 D
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110427_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110427_0000.a2r 5/20/2010 10:59:05 AM Exoscan - Drywall Analysis Version4
110427 5.5329 0.2872 2.7791 19.6893 0.0000 0.0000 0.0000 S
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110428_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110428 0000.a2r 5/19/2010 4:05:04 PM Exoscan - Drywall Analysis Version4
110428 6.0663 0.3913 2.9741 20.1272 0.0000 0.0000 0.0000 S
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110429_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110429 0000.a2r 5/20/2010 10:15:08 AM Exoscan - Drywall Analysis Version4
110429 4.8886 0.0000 3.3123 15.3632 0.0000 0.0000 0.0000 S
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110430_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110430_0000.a2r 5/20/2010 10:37:32 AM Exoscan - Drywall Analysis Version4
110430 5.6040 0.0000 3.7047 16.5072 0.0000 0.0000 0.0000 S
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110430_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110430_0001.a2r 5/20/2010 10:54:28 AM Exoscan - Drywall Analysis Version4
110430 5.3317 0.0000 3.5509 16.8128 0.0000 0.0000 0.0000 D
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110431_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110431_0000.a2r 5/19/2010 4:15:14 PM Exoscan - Drywall Analysis Version4
110431 6.5967 0.3025 3.4701 17.2413 0.0000 0.0000 0.0000 S
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110432_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110432_0000.a2r 5/19/2010 3:53:45 PM Exoscan - Drywall Analysis Version4
110432 6.6664 0.3052 3.3970 19.9896 0.0000 0.0000 0.0000 S
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110433_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110433_0000.a2r 5/20/2010 10:27:37 AM Exoscan - Drywall Analysis Version4
110433 6.1740 0.3803 2.9722 20.2437 0.0000 0.0000 0.0000 S
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110434_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110434 _0000.a2r 5/19/2010 4:09:57 PM Exoscan - Drywall Analysis Version4
110434 7.1104 0.4273 3.6232 19.9900 0.0000 0.0000 0.0000 S
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110435_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110435 _0000.a2r 5/20/2010 9:44:16 AM Exoscan - Drywall Analysis Version4
110435 6.0974 0.2751 3.0572 19.9608 0.0000 0.0000 0.0000 S
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110436_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110436_0000.a2r 5/19/2010 4:02:02 PM Exoscan - Drywall Analysis Version4
110436 6.2732 0.2726 3.2552 19.7892 0.0000 0.0000 0.0000 S
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110437_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110437_0000.a2r 5/19/2010 4:19:21 PM Exoscan - Drywall Analysis Version4
110437 6.5191 0.3756 3.2804 20.0333 0.0000 0.0000 0.0000 S
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110438_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110438 _0000.a2r 5/19/2010 3:56:12 PM Exoscan - Drywall Analysis Version4
110438 6.2699 0.3152 3.0647 20.0687 0.0000 0.0000 0.0000 S
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110439_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110439 0000.a2r 5/20/2010 9:58:32 AM Exoscan - Drywall Analysis Version4
110439 6.5839 0.0000 4.0852 15.9739 0.0000 0.0000 0.0000 S
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110439_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110439 0001.a2r 5/20/2010 10:11:26 AM Exoscan - Drywall Analysis Version4
110439 6.5578 0.0000 4.0329 15.7839 0.0000 0.0371 0.0000 D
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110440_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110440 _0000.a2r 5/19/2010 4:24:08 PM Exoscan - Drywall Analysis Version4
110440 6.1552 0.0000 3.7301 15.1614 0.0214 0.0000 0.0000 S
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110441_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110441 _0000.a2r 5/20/2010 9:52:50 AM Exoscan - Drywall Analysis Version4
110441 6.7142 0.2180 3.5569 19.1424 0.0000 0.0000 0.0000 S
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110442_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110442 _0000.a2r 5/20/2010 10:32:00 AM Exoscan - Drywall Analysis Version4
110442 8.7873 0.0000 5.1488 18.9119 0.2363 0.0000 0.0000 S
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110443_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110443 _0000.a2r 5/20/2010 10:56:16 AM Exoscan - Drywall Analysis Version4
110443 7.1771 0.0948 4.0283 18.5326 0.1325 0.0000 0.0000 S
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110444_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110444 _0000.a2r 5/20/2010 9:25:06 AM Exoscan - Drywall Analysis Version4
110444 6.6647 0.2127 3.5990 20.0554 0.0000 0.0000 0.0000 S

Page 1



110445_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110445 _0000.a2r 5/20/2010 10:13:26 AM Exoscan - Drywall Analysis Version4
110445 6.9195 0.3081 3.5518 19.9057 0.0000 0.0000 0.0000 S
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110446_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110446_0000.a2r 5/20/2010 11:04:05 AM Exoscan - Drywall Analysis Version4
110446 6.9348 0.2133 3.6365 20.0761 0.0000 0.0000 0.0000 S
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