110361_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110361_0000.a2r 5/18/2010 2:24:01 PM Exoscan - Drywall Analysis Version4
110361 25.9130 0.0000 16.9599 9.6065 3.5978 1.5389 4.6294 S
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110363_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110363 _0000.a2r 5/18/2010 2:47:00 PM Exoscan - Drywall Analysis Version4
110363 4.8984 0.0000 3.0768 17.0376 0.0000 0.0000 0.0000 S
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110364_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110364 _0000.a2r 5/18/2010 3:15:44 PM Exoscan - Drywall Analysis Version4
110364 5.1541 0.0000 3.2436 17.3845 0.0000 0.0000 0.0000 S
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110365_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110365 _0000.a2r 5/18/2010 2:42:00 PM Exoscan - Drywall Analysis Version4
110365 13.9496 0.0000 8.8643 14.3442 1.1991 0.5935 0.6295 S
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110366_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110366_0000.a2r 5/18/2010 3:20:37 PM Exoscan - Drywall Analysis Version4
110366 14.0621 0.0000 9.2151 13.0652 1.9036 0.5660 1.4424 S
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110367_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110367_0000.a2r 5/18/2010 2:51:19 PM Exoscan - Drywall Analysis Version4
110367 4.5191 0.0000 2.9470 17.7196 0.0000 0.0000 0.0000 S
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110368_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110368 _0000.a2r 5/18/2010 2:37:29 PM Exoscan - Drywall Analysis Version4
110368 4.7111 0.0000 3.0420 17.5305 0.0000 0.0000 0.0000 S
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110369_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110369 _0000.a2r 5/18/2010 1:44:20 PM Exoscan - Drywall Analysis Version4
110369 8.1895 0.0000 5.0331 16.6671 0.0283 0.1025 0.0000 S
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110370_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110370_0000.a2r 5/18/2010 3:11:06 PM Exoscan - Drywall Analysis Version4
110370 6.9544 0.0000 4.0903 17.1187 0.0000 0.1620 0.0000 S
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110371_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110371_0000.a2r 5/18/2010 2:33:09 PM Exoscan - Drywall Analysis Version4
110371 29.3653 0.0000 18.8534 9.9395 4.1346 1.6007 4.7867 S
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110372_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110372_0000.a2r 5/18/2010 2:06:25 PM Exoscan - Drywall Analysis Version4
110372 18.4210 0.0000 11.8069 14.3768 1.7939 0.6770 1.2384 S
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110373_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110373 _0000.a2r 5/18/2010 1:34:02 PM Exoscan - Drywall Analysis Version4
110373 40.9125 0.0000 26.4551 8.7365 6.6421 2.0354 6.9253 S
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110374_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110374 _0000.a2r 5/18/2010 1:47:12 PM Exoscan - Drywall Analysis Version4
110374 21.0356 0.0000 13.6737 13.4598 2.1515 0.8433 1.5580 S
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110375_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110375_0000.a2r 5/18/2010 1:38:49 PM Exoscan - Drywall Analysis Version4
110375 13.0431 0.0000 8.0624 15.4687 0.5890 0.4552 0.0000 S
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110376_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110376_0000.a2r 5/18/2010 2:12:46 PM Exoscan - Drywall Analysis Version4
110376 11.2736 0.0000 7.1291 16.2295 0.4858 0.3052 0.0000 S
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110376_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110376_0001.a2r 5/18/2010 2:18:47 PM Exoscan - Drywall Analysis Version4
110376 10.8880 0.0000 6.8184 15.8229 0.7538 0.3277 0.0000 D
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110377_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110377_0000.a2r 5/18/2010 2:20:25 PM Exoscan - Drywall Analysis Version4
110377 9.9800 0.0000 6.2981 16.1205 0.3284 0.0136 0.0000 S
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110378_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110378 _0000.a2r 5/18/2010 1:51:28 PM Exoscan - Drywall Analysis Version4
110378 11.8856 0.0000 7.4772 13.7717 0.7961 0.6170 0.4559 S
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110379_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110379 _0000.a2r 5/18/2010 2:00:33 PM Exoscan - Drywall Analysis Version4
110379 6.3373 0.0000 3.9738 16.9665 0.0460 0.0132 0.0000 S
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110380_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110380_0000.a2r 5/18/2010 1:14:53 PM Exoscan - Drywall Analysis Version4
110380 4.4534 0.0000 2.7544 17.4943 0.0000 0.0000 0.0000 S
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110381_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110381_0000.a2r 5/18/2010 2:28:20 PM Exoscan - Drywall Analysis Version4
110381 7.4165 0.0000 4.7972 16.7288 0.1765 0.0560 0.0000 S
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110382_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110382_0000.a2r 5/18/2010 1:55:57 PM Exoscan - Drywall Analysis Version4
110382 16.8144 0.0000 10.9306 13.4848 1.9720 0.7555 1.7395 S
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110383_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110383 _0000.a2r 5/18/2010 2:56:31 PM Exoscan - Drywall Analysis Version4
110383 20.4494 0.0000 13.7422 6.4425 4.5939 1.3491 5.0524 S
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110383_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110383 _0001.a2r 5/18/2010 3:05:00 PM Exoscan - Drywall Analysis Version4
110383 20.9697 0.0000 14.0088 8.2353 3.9805 1.3228 4.1608 D
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110384_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

110384 _0000.a2r 5/18/2010 3:06:41 PM Exoscan - Drywall Analysis Version4
110384 27.3236 0.0000 18.0143 10.0442 3.9636 1.5320 4.4949 S
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