
110263_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110263_0000.a2r 5/19/2010 11:22:25 AM Exoscan - Drywall Analysis Version4
110263 7.5326 0.0000 4.5073 17.4327 0.0000 0.0231 0.0000 S
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110264_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110264_0000.a2r 5/19/2010 11:07:31 AM Exoscan - Drywall Analysis Version4
110264 10.6476 0.0000 6.7380 16.8014 0.5637 0.1918 0.2427 S
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110265_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110265_0000.a2r 5/19/2010 10:19:46 AM Exoscan - Drywall Analysis Version4
110265 6.8123 0.0000 4.2627 16.7240 0.0000 0.0252 0.0000 S
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110266_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110266_0000.a2r 5/19/2010 10:29:31 AM Exoscan - Drywall Analysis Version4
110266 6.6656 0.0000 4.1785 17.0833 0.0000 0.0089 0.0000 S
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110267_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110267_0000.a2r 5/19/2010 11:17:41 AM Exoscan - Drywall Analysis Version4
110267 6.8568 0.0000 4.1024 17.3073 0.0000 0.0000 0.0000 S
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110268_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110268_0000.a2r 5/19/2010 11:12:43 AM Exoscan - Drywall Analysis Version4
110268 6.7819 0.0000 4.1750 17.1302 0.0000 0.0000 0.0000 S
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110269_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110269_0000.a2r 5/19/2010 10:15:34 AM Exoscan - Drywall Analysis Version4
110269 11.8702 0.0000 7.8294 16.0553 0.5737 0.3123 0.2643 S
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110270_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110270_0000.a2r 5/19/2010 10:07:09 AM Exoscan - Drywall Analysis Version4
110270 30.7521 0.0000 19.4395 10.7006 4.5413 1.8789 5.4965 S
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110271_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110271_0000.a2r 5/19/2010 10:34:12 AM Exoscan - Drywall Analysis Version4
110271 10.3856 0.0000 6.6064 15.8936 0.2762 0.2694 0.0000 S
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110272_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110272_0000.a2r 5/19/2010 11:09:19 AM Exoscan - Drywall Analysis Version4
110272 13.9475 0.0000 8.7987 15.7937 1.0777 0.4055 0.3945 S
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110273_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110273_0000.a2r 5/18/2010 4:01:50 PM Exoscan - Drywall Analysis Version4
110273 8.5043 0.0000 5.5021 16.4503 0.1075 0.0000 0.0000 S
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110273_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110273_0001.a2r 5/18/2010 4:10:11 PM Exoscan - Drywall Analysis Version4
110273 9.2908 0.0000 5.9134 16.3846 0.0000 0.1366 0.0000 D
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110274_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110274_0000.a2r 5/19/2010 10:10:38 AM Exoscan - Drywall Analysis Version4
110274 9.3264 0.0000 5.8479 16.2208 0.0451 0.0892 0.0000 S
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110275_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110275_0000.a2r 5/19/2010 9:56:22 AM Exoscan - Drywall Analysis Version4
110275 6.7304 0.0000 4.3241 16.8715 0.0000 0.0051 0.0000 S
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110275_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110275_0001.a2r 5/19/2010 10:05:29 AM Exoscan - Drywall Analysis Version4
110275 6.9966 0.0000 4.4197 16.8899 0.0000 0.0000 0.0000 D
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110276_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110276_0000.a2r 5/19/2010 10:43:24 AM Exoscan - Drywall Analysis Version4
110276 7.8127 0.0000 4.8674 17.2672 0.0000 0.0000 0.0000 S
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110277_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110277_0000.a2r 5/18/2010 4:14:11 PM Exoscan - Drywall Analysis Version4
110277 14.1877 0.0000 8.9498 14.8530 1.2384 0.6749 0.6539 S
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110278_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110278_0000.a2r 5/19/2010 9:26:30 AM Exoscan - Drywall Analysis Version4
110278 12.7580 0.0000 8.1956 16.0043 0.9600 0.2910 0.0000 S
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110279_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110279_0000.a2r 5/19/2010 9:47:11 AM Exoscan - Drywall Analysis Version4
110279 8.1828 0.0000 5.0557 16.8049 0.0862 0.0627 0.0000 S
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110280_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110280_0000.a2r 5/19/2010 10:38:50 AM Exoscan - Drywall Analysis Version4
110280 11.7603 0.0000 7.3553 16.2275 0.9105 0.2655 0.0000 S
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110281_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110281_0000.a2r 5/18/2010 3:43:36 PM Exoscan - Drywall Analysis Version4
110281 6.9895 0.0000 4.4453 16.6771 0.0000 0.0000 0.0000 S
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110282_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110282_0000.a2r 5/19/2010 11:04:55 AM Exoscan - Drywall Analysis Version4
110282 6.5828 0.0000 3.9764 16.8106 0.0000 0.0000 0.0000 S
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110283_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110283_0000.a2r 5/19/2010 9:51:48 AM Exoscan - Drywall Analysis Version4
110283 7.2134 0.0000 4.5730 16.7181 0.0000 0.0532 0.0000 S
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110284_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110284_0000.a2r 5/19/2010 11:01:10 AM Exoscan - Drywall Analysis Version4
110284 7.1038 0.0000 4.4950 16.9829 0.0000 0.0713 0.0000 S
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110284_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110284_0001.a2r 5/19/2010 11:03:12 AM Exoscan - Drywall Analysis Version4
110284 8.5703 0.0000 5.4127 16.4313 0.0165 0.1632 0.0000 D
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110286_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110286_0000.a2r 5/19/2010 10:24:47 AM Exoscan - Drywall Analysis Version4
110286 8.2370 0.0000 5.3174 16.5769 0.0528 0.0872 0.0000 S

Page 1


	110263_0000
	110264_0000
	110265_0000
	110266_0000
	110267_0000
	110268_0000
	110269_0000
	110270_0000
	110271_0000
	110272_0000
	110273_0000
	110273_0001
	110274_0000
	110275_0000
	110275_0001
	110276_0000
	110277_0000
	110278_0000
	110279_0000
	110280_0000
	110281_0000
	110282_0000
	110283_0000
	110284_0000
	110284_0001
	110286_0000

