
110539_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110539_0000.a2r 5/17/2010 2:07:40 PM Exoscan - Drywall Analysis Version4
110539 7.7672 0.5694 3.7275 17.8128 0.0000 0.0000 0.0000 S
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110540_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110540_0000.a2r 5/17/2010 3:39:15 PM Exoscan - Drywall Analysis Version4
110540 8.2146 0.5194 3.9620 17.1781 0.0000 0.0000 0.0000 S
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110541_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110541_0000.a2r 5/17/2010 3:00:04 PM Exoscan - Drywall Analysis Version4
110541 14.6552 0.0000 8.7662 15.6669 0.6398 0.0572 0.0000 S
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110542_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110542_0000.a2r 5/17/2010 3:57:07 PM Exoscan - Drywall Analysis Version4
110542 11.6842 0.0391 6.6523 16.9921 0.2181 0.0000 0.0000 S
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110543_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110543_0000.a2r 5/17/2010 2:16:46 PM Exoscan - Drywall Analysis Version4
110543 28.3192 0.0000 18.0268 12.0682 3.6410 1.0960 3.4867 S
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110544_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110544_0000.a2r 5/17/2010 3:44:51 PM Exoscan - Drywall Analysis Version4
110544 14.9269 0.0000 9.0631 15.9037 0.8165 0.1707 0.0000 S
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110545_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110545_0000.a2r 5/17/2010 3:24:19 PM Exoscan - Drywall Analysis Version4
110545 11.8754 0.1323 6.4264 16.0588 0.1660 0.0020 0.0000 S
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110546_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110546_0000.a2r 5/17/2010 3:05:01 PM Exoscan - Drywall Analysis Version4
110546 7.7757 0.5139 3.7723 17.7253 0.0000 0.0000 0.0000 S
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110547_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110547_0000.a2r 5/17/2010 3:17:38 PM Exoscan - Drywall Analysis Version4
110547 16.1471 0.0000 9.9480 15.9115 1.3118 0.2147 0.0000 S
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110548_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110548_0000.a2r 5/17/2010 2:55:38 PM Exoscan - Drywall Analysis Version4
110548 11.8081 0.1665 6.4246 16.7691 0.0670 0.0000 0.0000 S
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110549_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110549_0000.a2r 5/17/2010 2:35:12 PM Exoscan - Drywall Analysis Version4
110549 8.1836 0.4832 3.9996 17.7484 0.0000 0.0000 0.0000 S
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110550_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110550_0000.a2r 5/17/2010 3:54:10 PM Exoscan - Drywall Analysis Version4
110550 7.9817 0.4648 3.9953 18.1083 0.0000 0.0000 0.0000 S
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110551_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110551_0000.a2r 5/17/2010 3:09:13 PM Exoscan - Drywall Analysis Version4
110551 8.6291 0.6401 4.0511 18.0522 0.0000 0.0000 0.0000 S
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110552_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110552_0000.a2r 5/17/2010 3:20:00 PM Exoscan - Drywall Analysis Version4
110552 8.8616 0.3760 4.5089 16.9513 0.0000 0.0000 0.0000 S
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110553_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110553_0000.a2r 5/17/2010 4:15:05 PM Exoscan - Drywall Analysis Version4
110553 8.5382 0.4775 4.2553 18.0546 0.0000 0.0000 0.0000 S
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110554_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110554_0000.a2r 5/17/2010 2:44:42 PM Exoscan - Drywall Analysis Version4
110554 8.5532 0.5405 4.1286 17.6040 0.0000 0.0000 0.0000 S
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110556_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110556_0000.a2r 5/17/2010 4:12:57 PM Exoscan - Drywall Analysis Version4
110556 9.7017 0.4020 5.0816 17.6618 0.0000 0.0000 0.0000 S
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110557_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110557_0000.a2r 5/17/2010 2:21:21 PM Exoscan - Drywall Analysis Version4
110557 10.4630 0.2343 5.6613 17.1444 0.0000 0.0000 0.0000 S
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110558_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110558_0000.a2r 5/17/2010 4:11:11 PM Exoscan - Drywall Analysis Version4
110558 27.4328 0.0000 17.6399 12.8148 3.5293 0.8373 3.3654 S
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110559_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110559_0000.a2r 5/17/2010 3:52:19 PM Exoscan - Drywall Analysis Version4
110559 7.9520 0.5573 3.7516 18.3183 0.0000 0.0000 0.0000 S
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110560_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110560_0000.a2r 5/17/2010 3:32:06 PM Exoscan - Drywall Analysis Version4
110560 7.9189 0.4684 3.9205 18.0403 0.0000 0.0000 0.0000 S
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110560_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110560_0001.a2r 5/17/2010 3:37:39 PM Exoscan - Drywall Analysis Version4
110560 7.6941 0.4716 3.8081 17.1924 0.1150 0.0000 0.0000 D
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110561_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110561_0000.a2r 5/17/2010 2:12:16 PM Exoscan - Drywall Analysis Version4
110561 21.0375 0.0000 14.2908 13.3464 2.3810 0.2945 2.4493 S
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110562_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110562_0000.a2r 5/17/2010 2:25:19 PM Exoscan - Drywall Analysis Version4
110562 13.6310 0.0000 8.0859 15.9739 0.4885 0.0000 0.0000 S
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110562_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110562_0001.a2r 5/17/2010 2:33:46 PM Exoscan - Drywall Analysis Version4
110562 12.7907 0.0000 7.5635 16.4089 0.4977 0.0000 0.0000 D
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