
110463_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110463_0000.a2r 5/19/2010 3:43:08 PM Exoscan - Drywall Analysis Version4
110463 0.0000 0.0000 0.0000 16.8284 0.0000 0.0000 0.0000 S
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110463_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110463_0001.a2r 5/19/2010 3:51:03 PM Exoscan - Drywall Analysis Version4
110463 0.0000 0.0000 0.0000 16.3660 0.0000 0.0000 0.0000 D
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110464_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110464_0000.a2r 5/19/2010 3:37:55 PM Exoscan - Drywall Analysis Version4
110464 0.0000 0.0000 0.0000 17.1169 0.0000 0.0000 0.0000 S
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110465_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110465_0000.a2r 5/19/2010 3:08:33 PM Exoscan - Drywall Analysis Version4
110465 0.0000 0.0000 0.0000 16.8371 0.0000 0.0000 0.0000 S
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110466_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110466_0000.a2r 5/19/2010 2:41:19 PM Exoscan - Drywall Analysis Version4
110466 0.0000 0.0000 0.0000 17.3171 0.0000 0.0000 0.0000 S
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110467_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110467_0000.a2r 5/19/2010 2:02:16 PM Exoscan - Drywall Analysis Version4
110467 8.2594 0.0000 5.8633 15.2011 1.5155 0.0774 0.0340 S
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110467_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110467_0001.a2r 5/19/2010 2:04:30 PM Exoscan - Drywall Analysis Version4
110467 10.9602 0.0000 7.5144 14.1065 2.3425 0.1669 0.8872 D
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110469_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110469_0000.a2r 5/19/2010 3:13:23 PM Exoscan - Drywall Analysis Version4
110469 0.6992 0.0000 0.8558 15.6455 0.0000 0.0000 0.0000 S
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110470_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110470_0000.a2r 5/19/2010 3:23:20 PM Exoscan - Drywall Analysis Version4
110470 4.0602 0.0000 2.9933 15.1538 0.4866 0.1300 0.0000 S
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110471_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110471_0000.a2r 5/19/2010 2:34:59 PM Exoscan - Drywall Analysis Version4
110471 11.9098 0.1425 6.6037 15.3011 0.1012 0.3963 0.0000 S

Page 1



110472_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110472_0000.a2r 5/19/2010 11:28:00 AM Exoscan - Drywall Analysis Version4
110472 13.3710 0.0337 7.6632 14.7868 0.5711 0.4259 0.0000 S
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110473_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110473_0000.a2r 5/19/2010 3:32:12 PM Exoscan - Drywall Analysis Version4
110473 11.9209 0.4508 6.0496 15.5914 0.0000 0.2359 0.0000 S
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110474_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110474_0000.a2r 5/19/2010 2:45:24 PM Exoscan - Drywall Analysis Version4
110474 10.8653 0.3838 5.7278 15.7074 0.0000 0.2834 0.0000 S
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110475_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110475_0000.a2r 5/19/2010 3:18:12 PM Exoscan - Drywall Analysis Version4
110475 10.6753 0.4196 5.5127 15.3393 0.0000 0.2498 0.0000 S
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110476_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110476_0000.a2r 5/19/2010 3:27:17 PM Exoscan - Drywall Analysis Version4
110476 10.6640 0.4013 5.4423 15.5414 0.0000 0.2441 0.0000 S
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110477_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110477_0000.a2r 5/19/2010 3:00:58 PM Exoscan - Drywall Analysis Version4
110477 13.1779 0.1751 7.2955 15.5153 0.1647 0.4177 0.0000 S
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110478_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110478_0000.a2r 5/19/2010 2:07:00 PM Exoscan - Drywall Analysis Version4
110478 22.5653 0.0000 14.3730 12.7195 2.5055 0.8979 2.1460 S
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110479_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110479_0000.a2r 5/19/2010 2:50:54 PM Exoscan - Drywall Analysis Version4
110479 14.2191 0.0000 8.2442 14.7248 1.3202 0.4633 0.0000 S

Page 1



110479_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110479_0001.a2r 5/19/2010 2:59:03 PM Exoscan - Drywall Analysis Version4
110479 12.6390 0.0000 7.3794 14.2284 0.9092 0.5479 0.0000 D
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110480_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110480_0000.a2r 5/19/2010 2:23:42 PM Exoscan - Drywall Analysis Version4
110480 12.5394 0.0685 7.1497 15.0450 0.3631 0.2963 0.0000 S
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110481_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110481_0000.a2r 5/19/2010 11:31:53 AM Exoscan - Drywall Analysis Version4
110481 12.3664 0.0966 6.8506 14.8113 0.5859 0.2636 0.0000 S
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110482_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110482_0000.a2r 5/19/2010 2:25:49 PM Exoscan - Drywall Analysis Version4
110482 11.0194 0.2173 5.9831 15.6221 0.0477 0.3433 0.0000 S
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110483_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110483_0000.a2r 5/19/2010 3:04:42 PM Exoscan - Drywall Analysis Version4
110483 11.3047 0.4367 5.8435 15.3621 0.0000 0.3169 0.0000 S
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110484_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110484_0000.a2r 5/19/2010 2:30:33 PM Exoscan - Drywall Analysis Version4
110484 10.8363 0.3749 5.6807 15.8616 0.0000 0.2938 0.0000 S
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110485_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110485_0000.a2r 5/19/2010 2:16:30 PM Exoscan - Drywall Analysis Version4
110485 13.1641 0.0860 7.4436 15.4895 0.5721 0.4228 0.0000 S
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110486_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110486_0000.a2r 5/19/2010 11:36:24 AM Exoscan - Drywall Analysis Version4
110486 12.2558 0.2935 6.7160 15.9139 0.3356 0.2902 0.0000 S
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