115504_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115504 _0000.a2r 11/8/2010 10:21:56 AM Exoscan - Drywall Analysis Version4
115504 1.1224 0.0000 0.9457 18.0540 0.0000 0.0000 0.0000 S

Page 1



115505_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115505 _0000.a2r 11/11/2010 6:54:11 PM Exoscan - Drywall Analysis Version4
115505 1.0392 0.0000 0.8875 17.2722 0.0000 0.0000 0.0000 S

Page 1



115505_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115505 _0001.a2r 11/11/2010 6:57:26 PM Exoscan - Drywall Analysis Version4
115505 1.2777 0.0000 0.9571 18.5599 0.0000 0.0000 0.0000 D

Page 1



115506_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115506_0000.a2r 11/8/2010 9:20:35 AM Exoscan - Drywall Analysis Version4
115506 23.1829 0.0000 15.2086 11.6056 3.3859 0.7562 3.2164 S

Page 1



115507_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115507_0000.a2r 11/11/2010 6:30:30 PM Exoscan - Drywall Analysis Version4
115507 9.2274 0.0000 6.1856 16.6902 0.3916 0.0358 0.2079 S

Page 1



115508_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115508 _0000.a2r 11/8/2010 10:20:04 AM Exoscan - Drywall Analysis Version4
115508 0.8399 0.0000 0.7606 18.4092 0.0000 0.0000 0.0000 S

Page 1



115509_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115509 0000.a2r 11/11/2010 6:03:31 PM Exoscan - Drywall Analysis Version4
115509 0.1235 0.0000 0.2616 17.1396 0.0000 0.0000 0.0000 S

Page 1



115510_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115510 0000.a2r 11/8/2010 9:35:43 AM Exoscan - Drywall Analysis Version4
115510 1.0075 0.0000 0.7701 18.4599 0.0000 0.0000 0.0000 S

Page 1



115511_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115511 0000.a2r 11/11/2010 6:19:43 PM Exoscan - Drywall Analysis Version4
115511 0.5894 0.0000 0.5254 18.5793 0.0000 0.0000 0.0000 S

Page 1



115512_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115512 0000.a2r 11/8/2010 9:37:32 AM Exoscan - Drywall Analysis Version4
115512 18.5619 0.0000 12.2779 12.8206 2.4604 0.6111 2.1181 S

Page 1



115513_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115513 0000.a2r 11/11/2010 7:01:08 PM Exoscan - Drywall Analysis Version4
115513 1.9709 0.0000 1.5166 17.2442 0.0000 0.0000 0.0000 S

Page 1



115514_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115514 0000.a2r 11/5/2010 6:54:20 PM Exoscan - Drywall Analysis Version4
115514 0.0912 0.0000 0.2432 18.4107 0.0000 0.0000 0.0000 S

Page 1



115515_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115515 0000.a2r 11/5/2010 6:59:23 PM Exoscan - Drywall Analysis Version4
115515 1.3576 0.0000 1.0463 17.0861 0.0000 0.0000 0.0000 S

Page 1



115515_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115515 0001.a2r 11/5/2010 7:00:42 PM Exoscan - Drywall Analysis Version4
115515 1.6757 0.0000 1.2812 17.8430 0.0000 0.0000 0.0000 D

Page 1



115516_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115516 _0000.a2r 11/5/2010 7:12:54 PM Exoscan - Drywall Analysis Version4
115516 0.4413 0.0000 0.4461 18.7640 0.0000 0.0000 0.0000 S

Page 1



115517_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115517 _0000.a2r 11/5/2010 7:15:22 PM Exoscan - Drywall Analysis Version4
115517 0.5989 0.0000 0.6569 19.6145 0.0000 0.0000 0.0000 S

Page 1



115518_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115518 0000.a2r 11/8/2010 9:14:56 AM Exoscan - Drywall Analysis Version4
115518 0.5456 0.0000 0.4696 18.5731 0.0000 0.0000 0.0000 S

Page 1



115519 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115519 0000.a2r 11/11/2010 6:36:13 PM Exoscan - Drywall Analysis Version4
115519 0.8071 0.0000 0.6486 17.3945 0.0000 0.0000 0.0000 S

Page 1



115520_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115520 0000.a2r 11/8/2010 9:13:16 AM Exoscan - Drywall Analysis Version4
115520 0.8837 0.0000 0.7118 18.4853 0.0000 0.0000 0.0000 S

Page 1



115521_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115521 0000.a2r 11/11/2010 7:14:08 PM Exoscan - Drywall Analysis Version4
115521 0.2827 0.0000 0.2396 18.3757 0.0000 0.0000 0.0000 S

Page 1



115522_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115522 0000.a2r 11/8/2010 9:11:12 AM Exoscan - Drywall Analysis Version4
115522 0.0000 0.0000 0.1916 18.8692 0.0000 0.0000 0.0000 S

Page 1



115523_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115523 0000.a2r 11/11/2010 6:41:46 PM Exoscan - Drywall Analysis Version4
115523 0.3879 0.0000 0.3588 18.0348 0.0000 0.0000 0.0000 S

Page 1



115524_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115524 0000.a2r 11/8/2010 9:39:24 AM Exoscan - Drywall Analysis Version4
115524 10.8481 0.0000 7.2701 15.4911 1.1100 0.2357 0.4415 S

Page 1



115525_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115525 0000.a2r 11/11/2010 6:34:10 PM Exoscan - Drywall Analysis Version4
115525 5.9162 0.0000 4.1559 16.7405 0.1472 0.0000 0.0000 S

Page 1



115526_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115526 _0000.a2r 11/8/2010 9:26:33 AM Exoscan - Drywall Analysis Version4
115526 14.7085 0.0000 10.4960 5.0580 7.9040 0.2689 6.8115 S

Page 1



115527_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115527 _0000.a2r 11/11/2010 7:05:59 PM Exoscan - Drywall Analysis Version4
115527 13.8826 0.0000 8.9922 15.6355 1.3197 0.2654 1.1844 S

Page 1



115528_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115528 0000.a2r 11/8/2010 9:41:18 AM Exoscan - Drywall Analysis Version4
115528 20.2016 0.0000 13.4541 11.1777 3.1646 0.7817 3.8439 S

Page 1



115529 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115529 0000.a2r 11/11/2010 6:26:26 PM Exoscan - Drywall Analysis Version4
115529 10.3825 0.0000 6.6700 16.3575 1.0949 0.1789 0.5409 S

Page 1



115530_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115530 _0000.a2r 11/8/2010 9:07:14 AM Exoscan - Drywall Analysis Version4
115530 2.1012 0.0000 1.4566 18.1337 0.0000 0.0000 0.0000 S

Page 1



115531_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115531 _0000.a2r 11/11/2010 7:07:49 PM Exoscan - Drywall Analysis Version4
115531 5.8664 0.0000 3.8785 18.5314 0.0000 0.0000 0.0000 S

Page 1



115532_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115532 _0000.a2r 11/8/2010 10:14:12 AM Exoscan - Drywall Analysis Version4
115532 0.0340 0.0153 0.0899 19.5285 0.0000 0.0000 0.0000 S

Page 1



115533_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115533 _0000.a2r 11/11/2010 5:56:33 PM Exoscan - Drywall Analysis Version4
115533 2.2841 0.0000 1.6091 18.5796 0.0000 0.0000 0.0000 S

Page 1



115534_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115534 0000.a2r 11/8/2010 9:16:51 AM Exoscan - Drywall Analysis Version4
115534 0.0000 0.0000 0.0414 17.9718 0.1879 0.0000 0.0000 S

Page 1



115535_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115535 0000.a2r 11/11/2010 7:15:46 PM Exoscan - Drywall Analysis Version4
115535 0.2907 0.0204 0.2709 19.2888 0.0000 0.0000 0.0000 S

Page 1



115535_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115535 0001.a2r 11/11/2010 7:19:02 PM Exoscan - Drywall Analysis Version4
115535 0.2870 0.0000 0.2878 19.3096 0.0000 0.0000 0.0000 D

Page 1



115536_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115536_0000.a2r 11/8/2010 10:18:03 AM Exoscan - Drywall Analysis Version4
115536 0.8667 0.0000 0.7002 18.6239 0.0000 0.0000 0.0000 S

Page 1



115537_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115537_0000.a2r 11/11/2010 7:04:06 PM Exoscan - Drywall Analysis Version4
115537 2.9810 0.0000 2.1436 12.9499 0.8719 0.0000 0.0000 S

Page 1



115538_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115538 0000.a2r 11/8/2010 9:29:59 AM Exoscan - Drywall Analysis Version4
115538 3.4807 0.0000 2.3458 18.9846 0.0000 0.0000 0.0000 S

Page 1



115539 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115539 0000.a2r 11/11/2010 6:13:01 PM Exoscan - Drywall Analysis Version4
115539 0.5477 0.0000 0.5574 18.3710 0.0000 0.0000 0.0000 S

Page 1



115539 0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115539 0001.a2r 11/11/2010 6:16:40 PM Exoscan - Drywall Analysis Version4
115539 0.4360 0.0000 0.5014 18.8913 0.0000 0.0000 0.0000 D

Page 1



115540_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115540 0000.a2r 11/5/2010 7:22:13 PM Exoscan - Drywall Analysis Version4
115540 13.3098 0.4356 6.8566 14.9156 0.3504 0.1940 0.0000 S

Page 1



115541_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115541 0000.a2r 11/5/2010 7:24:02 PM Exoscan - Drywall Analysis Version4
115541 3.6018 0.0000 2.5264 18.4229 0.1880 0.0000 0.0000 S

Page 1



115542_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115542 0000.a2r 11/5/2010 7:33:09 PM Exoscan - Drywall Analysis Version4
115542 19.9933 0.0000 11.7670 12.9365 2.2962 0.6566 1.0423 S

Page 1



115543_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115543 0000.a2r 11/5/2010 7:38:04 PM Exoscan - Drywall Analysis Version4
115543 20.4215 0.0000 11.3035 13.5445 1.6482 0.6414 0.5964 S

Page 1



115544_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115544 0000.a2r 11/5/2010 7:46:11 PM Exoscan - Drywall Analysis Version4
115544 11.7660 0.6078 5.6912 15.7413 0.0379 0.0799 0.0000 S

Page 1



115545_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115545 0000.a2r 11/5/2010 7:48:21 PM Exoscan - Drywall Analysis Version4
115545 13.3275 0.4728 6.8726 14.9907 0.3173 0.1577 0.0000 S

Page 1



115546_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115546 _0000.a2r 11/8/2010 10:12:40 AM Exoscan - Drywall Analysis Version4
115546 16.0437 0.2637 8.6469 14.7727 0.5712 0.3236 0.0000 S

Page 1



115547_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115547 _0000.a2r 11/11/2010 6:18:22 PM Exoscan - Drywall Analysis Version4
115547 14.4076 0.4275 7.4462 15.4743 0.2083 0.2032 0.0000 S

Page 1



115548_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115548 0000.a2r 11/8/2010 9:09:03 AM Exoscan - Drywall Analysis Version4
115548 2.8868 0.0000 1.9830 18.4005 0.0000 0.0000 0.0000 S

Page 1



115549 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115549 0000.a2r 11/11/2010 5:59:47 PM Exoscan - Drywall Analysis Version4
115549 0.0000 0.0846 0.0000 19.2408 0.0000 0.0000 0.0000 S

Page 1



115550_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115550 0000.a2r 11/5/2010 7:56:36 PM Exoscan - Drywall Analysis Version4
115550 23.3322 0.0000 13.9064 5.7067 3.2831 0.7518 2.3693 S

Page 1



115551_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115551 0000.a2r 11/5/2010 7:57:54 PM Exoscan - Drywall Analysis Version4
115551 12.1362 0.5292 6.0077 15.5866 0.0133 0.1224 0.0000 S

Page 1



115552_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115552 0000.a2r 11/8/2010 9:33:50 AM Exoscan - Drywall Analysis Version4
115552 2.9537 0.0000 2.1139 16.8815 0.0000 0.0000 0.0000 S

Page 1



115553_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115553 0000.a2r 11/11/2010 6:01:39 PM Exoscan - Drywall Analysis Version4
115553 1.5255 0.0000 1.1161 18.2945 0.0000 0.0000 0.0000 S

Page 1



115554_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115554 0000.a2r 11/8/2010 10:28:06 AM Exoscan - Drywall Analysis Version4
115554 1.4613 0.0000 1.1141 17.9954 0.0000 0.0000 0.0000 S

Page 1



115555_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115555 0000.a2r 11/11/2010 6:21:33 PM Exoscan - Drywall Analysis Version4
115555 0.5450 0.0000 0.5359 18.4923 0.0000 0.0000 0.0000 S

Page 1



115556_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115556 _0000.a2r 11/8/2010 9:05:24 AM Exoscan - Drywall Analysis Version4
115556 0.4110 0.0000 0.3731 18.5922 0.0000 0.0000 0.0000 S

Page 1



115557_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115557 _0000.a2r 11/11/2010 6:11:13 PM Exoscan - Drywall Analysis Version4
115557 2.5564 0.0000 1.8349 18.2674 0.0000 0.0000 0.0000 S

Page 1



115558_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115558 0000.a2r 11/5/2010 8:03:42 PM Exoscan - Drywall Analysis Version4
115558 0.5789 0.0000 0.6558 17.1195 0.0000 0.0000 0.0000 S

Page 1



115559 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115559 0000.a2r 11/5/2010 8:05:14 PM Exoscan - Drywall Analysis Version4
115559 0.4882 0.0000 0.4982 17.2423 0.0000 0.0000 0.0000 S

Page 1



115560_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115560 _0000.a2r 11/8/2010 10:16:04 AM Exoscan - Drywall Analysis Version4
115560 0.7294 0.0000 0.6165 16.4136 0.0000 0.0000 0.0000 S

Page 1



115561_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115561 _0000.a2r 11/11/2010 6:09:22 PM Exoscan - Drywall Analysis Version4
115561 2.6588 0.0000 1.8483 18.0150 0.0000 0.0000 0.0000 S

Page 1



115562_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115562 _0000.a2r 11/8/2010 9:24:10 AM Exoscan - Drywall Analysis Version4
115562 8.8866 0.0000 5.7648 16.8313 0.5897 0.0715 0.0000 S

Page 1



115562_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115562 _0001.a2r 11/8/2010 9:25:17 AM Exoscan - Drywall Analysis Version4
115562 5.5514 0.0000 3.7878 16.9762 0.2425 0.0000 0.0000 D

Page 1



115563_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115563 _0000.a2r 11/11/2010 6:07:23 PM Exoscan - Drywall Analysis Version4
115563 30.9139 0.0000 19.7275 8.8024 5.2776 1.9402 6.0106 S

Page 1



115564_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115564 _0000.a2r 11/8/2010 9:18:42 AM Exoscan - Drywall Analysis Version4
115564 13.6908 0.0000 9.1425 15.9109 1.4620 0.3309 0.8189 S

Page 1



115565_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115565 0000.a2r 11/11/2010 7:09:24 PM Exoscan - Drywall Analysis Version4
115565 4.9135 0.0000 3.2004 17.5931 0.0000 0.0000 0.0000 S

Page 1



115566_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115566 _0000.a2r 11/8/2010 9:31:56 AM Exoscan - Drywall Analysis Version4
115566 12.8565 0.0000 8.4567 15.9795 1.4222 0.1830 0.6262 S

Page 1



115567_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115567_0000.a2r 11/11/2010 6:05:19 PM Exoscan - Drywall Analysis Version4
115567 8.5226 0.0000 5.3677 16.7167 0.6421 0.0503 0.0524 S

Page 1



115568_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115568 0000.a2r 11/8/2010 10:09:50 AM Exoscan - Drywall Analysis Version4
115568 1.4877 0.0000 1.1381 18.6192 0.0000 0.0000 0.0000 S

Page 1



115568_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115568 0001.a2r 11/8/2010 10:11:09 AM Exoscan - Drywall Analysis Version4
115568 0.9734 0.0000 0.7717 18.4564 0.0000 0.0000 0.0000 D

Page 1



115569_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115569 0000.a2r 11/11/2010 6:58:59 PM Exoscan - Drywall Analysis Version4
115569 0.0628 0.0000 0.2037 18.3876 0.0000 0.0000 0.0000 S

Page 1



115570_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115570 _0000.a2r 11/8/2010 9:28:07 AM Exoscan - Drywall Analysis Version4
115570 3.0854 0.0000 2.1741 17.6316 0.0000 0.0000 0.0000 S

Page 1



115571_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115571 _0000.a2r 11/11/2010 6:43:14 PM Exoscan - Drywall Analysis Version4
115571 0.5787 0.0000 0.5450 17.7953 0.0000 0.0000 0.0000 S

Page 1



115572_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115572_0000.a2r 11/8/2010 10:26:05 AM Exoscan - Drywall Analysis Version4
115572 1.1810 0.0000 0.9162 17.7310 0.0000 0.0000 0.0000 S
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115573_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115573 _0000.a2r 11/11/2010 2:21:27 PM Exoscan - Drywall Analysis Version4
115573 2.2988 0.0000 1.5934 17.5321 0.0000 0.0000 0.0000 S
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115573_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115573 _0001.a2r 11/11/2010 2:22:52 PM Exoscan - Drywall Analysis Version4
115573 2.0450 0.0000 1.4589 18.0390 0.0000 0.0000 0.0000 D
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115574_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115574 _0000.a2r 11/8/2010 10:24:28 AM Exoscan - Drywall Analysis Version4
115574 13.7588 0.3258 7.2274 14.8403 0.4658 0.1684 0.0000 S
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115575_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115575 _0000.a2r 11/11/2010 5:58:10 PM Exoscan - Drywall Analysis Version4
115575 11.7269 0.6368 5.5837 15.4585 0.0000 0.0557 0.0000 S
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115576_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115576_0000.a2r 11/5/2010 8:15:30 PM Exoscan - Drywall Analysis Version4
115576 10.6214 0.6749 4.9952 16.1893 0.0000 0.0792 0.0000 S

Page 1



115576_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115576_0001.a2r 11/5/2010 8:16:37 PM Exoscan - Drywall Analysis Version4
115576 9.4454 0.5540 4.5065 15.3537 0.0229 0.0172 0.0000 D

Page 1



115577_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115577_0000.a2r 11/5/2010 8:12:52 PM Exoscan - Drywall Analysis Version4
115577 11.8023 0.1805 6.4260 10.7175 2.1508 0.0878 0.3316 S

Page 1



115578_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115578 0000.a2r 11/24/2010 3:20:05 PM Exoscan - Drywall Analysis Version4
115578 12.9340 0.8412 6.4432 16.3012 1.2089 0.1274 0.0000 S

Page 1
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