116256_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116256 _0000.a2r 11/5/2010 5:36:36 PM Exoscan - Drywall Analysis Version4
116256 3.4521 0.0000 2.5125 15.6935 0.1814 0.0000 0.0000 S

Page 1



116257_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116257_0000.a2r 11/5/2010 5:38:25 PM Exoscan - Drywall Analysis Version4
116257 0.9317 0.0000 0.7413 17.7038 0.0000 0.0000 0.0000 S

Page 1



116258_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116258 0000.a2r 11/8/2010 10:58:42 AM Exoscan - Drywall Analysis Version4
116258 28.9031 0.0000 18.7065 9.9320 4.5123 1.4283 4.8983 S

Page 1



116259 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116259 0000.a2r 11/11/2010 12:01:59 PM Exoscan - Drywall Analysis Version4
116259 5.0149 0.0000 3.3319 16.8858 0.0000 0.0208 0.0000 S

Page 1



116260_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116260 _0000.a2r 11/8/2010 11:08:56 AM Exoscan - Drywall Analysis Version4
116260 0.0652 0.0000 0.1081 18.6225 0.0000 0.0000 0.0000 S

Page 1



116261_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116261 _0000.a2r 11/11/2010 11:58:24 AM Exoscan - Drywall Analysis Version4
116261 0.0000 0.0575 0.0000 16.8330 0.0000 0.0000 0.0000 S

Page 1



116262_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116262_0000.a2r 11/8/2010 11:18:45 AM Exoscan - Drywall Analysis Version4
116262 0.0000 0.0025 0.0000 17.8017 0.0000 0.0000 0.0000 S

Page 1



116263_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116263 _0000.a2r 11/11/2010 11:32:05 AM Exoscan - Drywall Analysis Version4
116263 0.0418 0.0000 0.1670 18.8388 0.0000 0.0000 0.0000 S

Page 1



116264_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116264 _0000.a2r 11/8/2010 11:10:48 AM Exoscan - Drywall Analysis Version4
116264 0.4282 0.0000 0.3819 17.1344 0.0000 0.0000 0.0000 S

Page 1



116265_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116265 _0000.a2r 11/11/2010 11:52:37 AM Exoscan - Drywall Analysis Version4
116265 12.0147 0.0000 7.6633 11.0245 2.4534 1.1298 1.7810 S

Page 1



116266_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116266_0000.a2r 11/8/2010 10:37:22 AM Exoscan - Drywall Analysis Version4
116266 0.6037 0.0000 0.5851 18.2896 0.0000 0.0000 0.0000 S

Page 1



116267_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116267_0000.a2r 11/11/2010 11:44:26 AM Exoscan - Drywall Analysis Version4
116267 1.2789 0.0000 0.9880 18.6662 0.0000 0.0000 0.0000 S

Page 1



116268_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116268 _0000.a2r 11/8/2010 10:46:50 AM Exoscan - Drywall Analysis Version4
116268 12.2262 0.0000 7.8248 15.4170 1.2473 0.5700 0.8612 S

Page 1



116269_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116269 0000.a2r 11/11/2010 11:33:47 AM Exoscan - Drywall Analysis Version4
116269 4.4239 0.0000 3.1554 16.2047 0.0090 0.0212 0.0000 S

Page 1



116270_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116270 _0000.a2r 11/8/2010 11:20:23 AM Exoscan - Drywall Analysis Version4
116270 4.3095 0.0000 2.8454 17.8875 0.0000 0.0479 0.0000 S

Page 1



116271_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116271 _0000.a2r 11/11/2010 11:41:41 AM Exoscan - Drywall Analysis Version4
116271 28.8070 0.0000 18.3700 11.4188 4.6590 1.5375 4.9214 S

Page 1



116272_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116272_0000.a2r 11/8/2010 11:22:12 AM Exoscan - Drywall Analysis Version4
116272 46.4035 0.0000 30.0285 5.2384 8.8925 2.6014 9.7247 S

Page 1



116273_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116273 _0000.a2r 11/11/2010 12:07:58 PM Exoscan - Drywall Analysis Version4
116273 26.0419 0.0000 17.1226 9.2693 5.1697 1.8598 5.3368 S

Page 1



116274_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116274 _0000.a2r 11/11/2010 11:54:33 AM Exoscan - Drywall Analysis Version4
116274 55.8002 0.0000 35.8807 2.7864 13.3945 0.1294 14.1920 S

Page 1



116275_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116275 _0000.a2r 11/8/2010 10:48:44 AM Exoscan - Drywall Analysis Version4
116275 60.2281 0.0000 38.8676 1.8558 16.4942 0.2233 14.9597 S

Page 1



116276_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116276_0000.a2r 11/5/2010 5:52:13 PM Exoscan - Drywall Analysis Version4
116276 22.9720 0.0000 13.2980 12.5009 1.8886 1.0176 1.2611 S

Page 1



116277_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116277_0000.a2r 11/5/2010 5:53:39 PM Exoscan - Drywall Analysis Version4
116277 30.1757 0.0000 17.7462 9.1457 4.3282 1.8219 3.5255 S

Page 1



116278_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116278 _0000.a2r 11/8/2010 11:00:41 AM Exoscan - Drywall Analysis Version4
116278 2.3268 0.1834 1.0917 17.2685 0.0000 0.0000 0.0000 S

Page 1



116279_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116279 0000.a2r 11/11/2010 11:24:32 AM Exoscan - Drywall Analysis Version4
116279 2.9367 0.1229 1.5466 16.8421 0.0000 0.0000 0.0000 S

Page 1



116280_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116280 _0000.a2r 11/5/2010 6:04:57 PM Exoscan - Drywall Analysis Version4
116280 16.6385 0.1921 9.2115 12.1699 1.0696 0.6254 0.0000 S

Page 1



116281_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116281 _0000.a2r 11/5/2010 6:06:32 PM Exoscan - Drywall Analysis Version4
116281 22.6456 0.0000 12.8457 12.3948 1.8244 0.9434 0.8990 S

Page 1



116282_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116282 _0000.a2r 11/8/2010 11:07:08 AM Exoscan - Drywall Analysis Version4
116282 0.0000 0.0209 0.0000 18.5865 0.0000 0.0000 0.0000 S

Page 1



116283_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116283 0000.a2r 11/11/2010 11:21:05 AM Exoscan - Drywall Analysis Version4
116283 1.3341 0.0000 1.0532 18.0861 0.0000 0.0000 0.0000 S

Page 1



116284_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116284 _0000.a2r 11/8/2010 10:39:14 AM Exoscan - Drywall Analysis Version4
116284 0.0617 0.0000 0.1767 17.7072 0.0000 0.0000 0.0000 S

Page 1



116285_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116285 0000.a2r 11/11/2010 11:35:53 AM Exoscan - Drywall Analysis Version4
116285 0.0000 0.0000 0.0000 18.5780 0.0000 0.0000 0.0000 S

Page 1



116286_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116286_0000.a2r 11/8/2010 11:24:14 AM Exoscan - Drywall Analysis Version4
116286 0.3731 0.0000 0.3569 17.9718 0.0000 0.0000 0.0000 S

Page 1



116287_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116287_0000.a2r 11/11/2010 11:56:32 AM Exoscan - Drywall Analysis Version4
116287 0.0000 0.0000 0.0851 18.2181 0.0000 0.0000 0.0000 S

Page 1



116288_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116288 0000.a2r 11/8/2010 11:12:36 AM Exoscan - Drywall Analysis Version4
116288 53.9577 0.0000 34.9786 0.7371 11.4137 2.9245 12.9182 S

Page 1



116290_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116290 _0000.a2r 11/8/2010 10:35:45 AM Exoscan - Drywall Analysis Version4
116290 13.9753 0.0000 9.5273 16.4180 0.8159 1.0472 1.4112 S

Page 1



116291_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116291 0000.a2r 11/11/2010 11:39:48 AM Exoscan - Drywall Analysis Version4
116291 22.2538 0.0000 15.2059 14.7165 1.3424 1.7001 2.5038 S

Page 1



116292_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116292 _0000.a2r 11/8/2010 10:43:05 AM Exoscan - Drywall Analysis Version4
116292 45.6214 0.0000 30.6190 3.6925 9.5328 2.7230 10.3445 S

Page 1



116293_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116293 0000.a2r 11/11/2010 11:50:36 AM Exoscan - Drywall Analysis Version4
116293 59.0671 0.0000 38.5571 2.1452 10.6431 3.6131 12.9211 S

Page 1



116295_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116295 0000.a2r 11/8/2010 11:16:19 AM Exoscan - Drywall Analysis Version4
116295 15.4715 0.0000 10.0935 14.4578 1.7418 0.5631 1.2631 S

Page 1



116295_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116295 0001.a2r 11/8/2010 11:17:27 AM Exoscan - Drywall Analysis Version4
116295 15.0393 0.0000 9.8904 14.9362 1.7586 0.5606 0.9856 D

Page 1



116296_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116296 _0000.a2r 11/8/2010 10:50:34 AM Exoscan - Drywall Analysis Version4
116296 37.0565 0.0000 24.4411 6.3172 7.3315 1.9873 7.1602 S

Page 1



116298_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116298 0000.a2r 11/8/2010 10:41:11 AM Exoscan - Drywall Analysis Version4
116298 25.0051 0.0000 16.1189 12.8266 3.4673 1.0288 3.3763 S

Page 1



116299_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116299 0000.a2r 11/11/2010 11:48:06 AM Exoscan - Drywall Analysis Version4
116299 21.0904 0.0000 14.2614 8.4614 3.8535 0.9520 3.3237 S

Page 1



116299_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116299 0001.a2r 11/11/2010 11:49:13 AM Exoscan - Drywall Analysis Version4
116299 26.4851 0.0000 17.4196 10.9870 4.1671 1.1865 4.1335 D

Page 1



116300_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116300_0000.a2r 11/8/2010 10:44:57 AM Exoscan - Drywall Analysis Version4
116300 48.2428 0.0000 30.7950 4.4189 9.5344 2.9505 10.2340 S

Page 1



116301_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116301_0000.a2r 11/11/2010 12:03:54 PM Exoscan - Drywall Analysis Version4
116301 15.5273 0.0000 10.3267 14.2613 1.6201 0.5318 1.5629 S

Page 1



116302_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116302_0000.a2r 11/8/2010 11:03:21 AM Exoscan - Drywall Analysis Version4
116302 11.3730 0.0000 6.9438 16.7251 0.1069 0.3068 0.0000 S

Page 1



116303_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116303 _0000.a2r 11/11/2010 11:37:55 AM Exoscan - Drywall Analysis Version4
116303 25.5816 0.0000 16.8848 13.2487 2.5723 1.5334 3.1639 S

Page 1



116304_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116304_0000.a2r 11/8/2010 10:57:10 AM Exoscan - Drywall Analysis Version4
116304 39.6830 0.0000 25.5193 9.7658 6.9051 2.2021 7.5698 S

Page 1



116305_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116305_0000.a2r 11/11/2010 12:11:41 PM Exoscan - Drywall Analysis Version4
116305 4.5522 0.0000 3.1936 16.5374 0.1000 0.2870 0.0000 S

Page 1



116305_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116305 _0001.a2r 11/11/2010 12:13:01 PM Exoscan - Drywall Analysis Version4
116305 4.9045 0.0000 3.4449 15.8168 0.2279 0.1653 0.0000 D

Page 1



116306_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116306_0000.a2r 11/8/2010 11:05:13 AM Exoscan - Drywall Analysis Version4
116306 12.2819 0.0000 7.9840 15.2332 1.3840 0.4092 0.8083 S

Page 1



116307_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116307_0000.a2r 11/11/2010 12:06:03 PM Exoscan - Drywall Analysis Version4
116307 10.0838 0.0000 6.6162 16.5539 0.6983 0.3742 0.2236 S

Page 1



116308_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116308 _0000.a2r 11/5/2010 6:12:30 PM Exoscan - Drywall Analysis Version4
116308 13.2310 0.4695 6.7885 15.4925 0.0265 0.3853 0.0000 S

Page 1



116309_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116309 _0000.a2r 11/5/2010 6:13:55 PM Exoscan - Drywall Analysis Version4
116309 13.9916 0.3930 7.2069 15.2973 0.2957 0.2933 0.0000 S

Page 1



116310_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116310 _0000.a2r 11/8/2010 10:54:27 AM Exoscan - Drywall Analysis Version4
116310 4.7603 0.0000 3.2328 16.9962 0.0000 0.0311 0.0000 S

Page 1



116310_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116310 _0001.a2r 11/8/2010 10:55:53 AM Exoscan - Drywall Analysis Version4
116310 6.7451 0.0000 4.5186 17.3386 0.0733 0.0813 0.0000 D

Page 1



116311_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116311 _0000.a2r 11/11/2010 11:29:07 AM Exoscan - Drywall Analysis Version4
116311 18.2380 0.0000 11.9344 14.0218 2.2359 0.7146 2.2478 S

Page 1



116311_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116311 0001.a2r 11/11/2010 11:30:36 AM Exoscan - Drywall Analysis Version4
116311 16.6649 0.0000 11.0396 14.1552 1.9472 0.6746 1.8776 D

Page 1



116312_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116312 _0000.a2r 11/5/2010 6:19:40 PM Exoscan - Drywall Analysis Version4
116312 11.9483 0.4762 6.0024 13.7457 0.0641 0.0906 0.0000 S

Page 1



116313_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116313 _0000.a2r 11/5/2010 6:21:27 PM Exoscan - Drywall Analysis Version4
116313 12.4671 0.5093 6.2412 14.2571 0.1971 0.2074 0.0000 S

Page 1



116314_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116314 _0000.a2r 11/5/2010 6:29:56 PM Exoscan - Drywall Analysis Version4
116314 25.4632 0.0000 15.1482 12.3476 2.6835 1.0030 2.1675 S

Page 1



116314_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116314 _0001.a2r 11/5/2010 6:31:22 PM Exoscan - Drywall Analysis Version4
116314 21.9221 0.0000 12.9945 12.5479 1.9338 0.7576 1.4959 D

Page 1



116315_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116315 _0000.a2r 11/5/2010 6:32:35 PM Exoscan - Drywall Analysis Version4
116315 28.3191 0.0000 17.0495 11.8477 3.4013 1.1786 3.1917 S

Page 1



116316_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116316 _0000.a2r 11/5/2010 6:38:54 PM Exoscan - Drywall Analysis Version4
116316 13.1728 0.5671 6.5404 15.4522 0.0000 0.4503 0.0000 S

Page 1



116317_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116317_0000.a2r 11/5/2010 6:40:24 PM Exoscan - Drywall Analysis Version4
116317 12.9080 0.3091 6.9521 14.9406 0.3623 0.2169 0.0000 S

Page 1



116318_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116318 0000.a2r 11/8/2010 10:33:09 AM Exoscan - Drywall Analysis Version4
116318 18.5282 0.0000 11.7047 8.7912 3.5831 0.4390 2.1854 S

Page 1



116318_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116318 0001.a2r 11/8/2010 10:34:21 AM Exoscan - Drywall Analysis Version4
116318 15.0753 0.1030 8.5288 13.1123 0.8328 0.4324 0.0000 D

Page 1



116319_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116319 0000.a2r 11/11/2010 12:14:23 PM Exoscan - Drywall Analysis Version4
116319 21.2608 0.0000 12.3812 12.6501 1.8613 0.8741 0.8425 S

Page 1



116320_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116320 _0000.a2r 11/5/2010 6:46:42 PM Exoscan - Drywall Analysis Version4
116320 18.9961 0.0000 10.7402 13.6525 1.5878 0.6431 0.6612 S

Page 1



116321_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116321 _0000.a2r 11/5/2010 6:48:31 PM Exoscan - Drywall Analysis Version4
116321 15.4246 0.1337 8.5358 13.5620 0.6551 0.3459 0.0000 S

Page 1



118147_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

118147 _0000.a2r 11/24/2010 3:37:57 PM Exoscan - Drywall Analysis Version4
118147 18.3725 0.1521 10.8786 12.8926 2.0403 0.6318 1.2834 S

Page 1
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