
115715_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115715_0000.a2r 11/9/2010 3:10:44 PM Exoscan - Drywall Analysis Version4
115715 4.9954 0.1871 2.5789 20.5618 0.0000 0.0000 0.0000 S
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115716_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115716_0000.a2r 11/9/2010 4:54:10 PM Exoscan - Drywall Analysis Version4
115716 4.8365 0.2002 2.5475 20.5863 0.0000 0.0000 0.0000 S

Page 1



115717_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115717_0000.a2r 11/9/2010 2:56:58 PM Exoscan - Drywall Analysis Version4
115717 4.7697 0.2258 2.4755 20.8868 0.0000 0.0000 0.0000 S
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115718_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115718_0000.a2r 11/9/2010 4:42:06 PM Exoscan - Drywall Analysis Version4
115718 4.0408 0.1793 2.1023 20.7562 0.0000 0.0000 0.0000 S
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115719_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115719_0000.a2r 11/9/2010 3:54:37 PM Exoscan - Drywall Analysis Version4
115719 4.1840 0.1878 2.1550 19.3481 0.0000 0.0000 0.0000 S

Page 1



115720_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115720_0000.a2r 11/9/2010 4:16:45 PM Exoscan - Drywall Analysis Version4
115720 5.4457 0.1061 3.0579 19.3670 0.0000 0.0000 0.0000 S
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115721_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115721_0000.a2r 11/9/2010 3:50:47 PM Exoscan - Drywall Analysis Version4
115721 25.4834 0.0000 16.3512 15.0488 3.2000 1.0676 3.2250 S

Page 1



115722_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115722_0000.a2r 11/9/2010 4:40:07 PM Exoscan - Drywall Analysis Version4
115722 15.6465 0.0000 9.8135 16.4788 1.3488 0.4071 0.4670 S

Page 1



115723_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115723_0000.a2r 11/9/2010 2:37:58 PM Exoscan - Drywall Analysis Version4
115723 15.0076 0.0000 9.0452 15.2848 0.8335 0.7735 0.0000 S

Page 1



115724_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115724_0000.a2r 11/9/2010 5:34:52 PM Exoscan - Drywall Analysis Version4
115724 13.4126 0.0000 8.3469 14.5319 0.6929 0.6435 0.0000 S

Page 1



115725_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115725_0000.a2r 11/9/2010 3:58:43 PM Exoscan - Drywall Analysis Version4
115725 9.3427 0.0000 5.4213 15.8819 0.0000 0.5074 0.0000 S

Page 1



115726_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115726_0000.a2r 11/9/2010 4:56:05 PM Exoscan - Drywall Analysis Version4
115726 9.6318 0.0072 5.4621 16.1631 0.0000 0.5030 0.0000 S

Page 1



115727_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115727_0000.a2r 11/9/2010 3:29:02 PM Exoscan - Drywall Analysis Version4
115727 11.9425 0.0000 7.3059 14.5927 0.3794 0.7191 0.0000 S

Page 1



115728_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115728_0000.a2r 11/9/2010 5:05:56 PM Exoscan - Drywall Analysis Version4
115728 22.7424 0.0000 14.4194 11.3532 2.7583 1.3982 2.6346 S

Page 1



115729_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115729_0000.a2r 11/9/2010 2:43:48 PM Exoscan - Drywall Analysis Version4
115729 11.0869 0.0000 6.6525 14.9773 0.1029 0.6034 0.0000 S

Page 1



115730_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115730_0000.a2r 11/9/2010 5:42:21 PM Exoscan - Drywall Analysis Version4
115730 9.7351 0.0000 5.6927 15.7770 0.0000 0.5418 0.0000 S

Page 1



115731_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115731_0000.a2r 11/5/2010 9:27:12 AM Exoscan - Drywall Analysis Version4
115731 12.0273 0.0000 7.3233 14.6083 0.4141 0.6582 0.0000 S

Page 1



115732_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115732_0000.a2r 11/5/2010 9:29:19 AM Exoscan - Drywall Analysis Version4
115732 11.5648 0.0000 7.0182 14.5800 0.2388 0.7212 0.0000 S

Page 1



115733_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115733_0000.a2r 11/9/2010 2:58:39 PM Exoscan - Drywall Analysis Version4
115733 11.0251 0.0000 6.5862 15.7771 0.2461 0.5961 0.0000 S

Page 1



115734_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115734_0000.a2r 11/9/2010 5:24:34 PM Exoscan - Drywall Analysis Version4
115734 15.4053 0.0000 9.5946 13.0031 1.2768 0.8520 0.7048 S

Page 1



115734_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115734_0001.a2r 11/9/2010 5:25:49 PM Exoscan - Drywall Analysis Version4
115734 16.8795 0.0000 10.3769 13.0871 1.3041 1.0686 0.9570 D

Page 1



115735_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115735_0000.a2r 11/9/2010 3:16:19 PM Exoscan - Drywall Analysis Version4
115735 14.8676 0.0000 9.3127 13.7210 1.1494 0.8660 0.4376 S

Page 1



115735_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115735_0001.a2r 11/9/2010 3:17:33 PM Exoscan - Drywall Analysis Version4
115735 16.0632 0.0000 9.9831 13.6963 1.3273 0.9565 0.7696 D

Page 1



115736_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115736_0000.a2r 11/9/2010 4:20:28 PM Exoscan - Drywall Analysis Version4
115736 11.9132 0.0000 7.2371 15.5249 0.1926 0.5635 0.0000 S

Page 1



115737_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115737_0000.a2r 11/9/2010 3:31:03 PM Exoscan - Drywall Analysis Version4
115737 9.0631 0.0000 5.3837 16.0805 0.0000 0.4780 0.0000 S

Page 1



115738_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115738_0000.a2r 11/9/2010 5:52:37 PM Exoscan - Drywall Analysis Version4
115738 8.8996 0.0000 5.1191 14.7751 0.0367 0.5762 0.0000 S

Page 1



115739_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115739_0000.a2r 11/9/2010 2:39:55 PM Exoscan - Drywall Analysis Version4
115739 14.8651 0.0000 9.0240 12.7236 0.8101 0.8322 0.1844 S

Page 1



115740_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115740_0000.a2r 11/9/2010 5:11:53 PM Exoscan - Drywall Analysis Version4
115740 14.0113 0.0000 8.5205 14.2011 0.8205 0.7687 0.0000 S

Page 1



115741_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115741_0000.a2r 11/9/2010 2:33:55 PM Exoscan - Drywall Analysis Version4
115741 10.3608 0.0000 6.3304 16.9720 0.6299 0.1701 0.0000 S

Page 1



115742_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115742_0000.a2r 11/9/2010 5:50:58 PM Exoscan - Drywall Analysis Version4
115742 22.8031 0.0000 14.4130 14.1212 2.8753 1.0307 2.6808 S

Page 1



115743_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115743_0000.a2r 11/9/2010 3:46:59 PM Exoscan - Drywall Analysis Version4
115743 4.6039 0.2507 2.3866 20.8225 0.0000 0.0000 0.0000 S

Page 1



115744_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115744_0000.a2r 11/9/2010 5:09:56 PM Exoscan - Drywall Analysis Version4
115744 4.5467 0.2664 2.3434 20.7981 0.0000 0.0000 0.0000 S

Page 1



115745_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115745_0000.a2r 11/9/2010 3:22:44 PM Exoscan - Drywall Analysis Version4
115745 21.6480 0.0000 13.5767 15.0776 2.3840 0.6716 2.4534 S

Page 1



115746_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115746_0000.a2r 11/9/2010 5:31:11 PM Exoscan - Drywall Analysis Version4
115746 7.6393 0.0000 4.5917 20.0193 0.0000 0.0000 0.0000 S

Page 1



115747_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115747_0000.a2r 11/9/2010 3:48:56 PM Exoscan - Drywall Analysis Version4
115747 7.9775 0.0000 4.7181 19.1642 0.0000 0.0000 0.0000 S

Page 1



115748_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115748_0000.a2r 11/9/2010 5:02:24 PM Exoscan - Drywall Analysis Version4
115748 4.9712 0.2437 2.6110 20.0237 0.0000 0.0000 0.0000 S

Page 1



115749_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115749_0000.a2r 11/9/2010 3:12:36 PM Exoscan - Drywall Analysis Version4
115749 11.1269 0.0000 6.8662 14.9676 0.2234 0.6469 0.0000 S

Page 1



115750_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115750_0000.a2r 11/9/2010 5:38:39 PM Exoscan - Drywall Analysis Version4
115750 18.1165 0.0000 11.4310 13.5070 1.6014 1.1659 1.3573 S

Page 1



115751_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115751_0000.a2r 11/9/2010 3:02:46 PM Exoscan - Drywall Analysis Version4
115751 16.0221 0.0000 9.7522 14.4882 0.8693 0.8553 0.6200 S

Page 1



115752_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115752_0000.a2r 11/9/2010 4:22:20 PM Exoscan - Drywall Analysis Version4
115752 13.0981 0.0000 7.9541 14.9559 0.3626 0.7045 0.0000 S

Page 1



115753_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115753_0000.a2r 11/9/2010 2:41:55 PM Exoscan - Drywall Analysis Version4
115753 23.2273 0.0000 14.6116 12.0380 2.8106 1.3831 2.6413 S

Page 1



115754_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115754_0000.a2r 11/9/2010 5:15:38 PM Exoscan - Drywall Analysis Version4
115754 17.4430 0.0000 10.7314 14.4456 1.2365 0.8911 0.7748 S

Page 1



115755_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115755_0000.a2r 11/9/2010 5:27:26 PM Exoscan - Drywall Analysis Version4
115755 8.0019 0.0123 4.6781 15.6373 0.0476 0.3623 0.0000 S

Page 1



115756_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115756_0000.a2r 11/9/2010 2:29:58 PM Exoscan - Drywall Analysis Version4
115756 12.3229 0.0000 7.3279 14.7973 0.4209 0.8774 0.0000 S

Page 1



115757_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115757_0000.a2r 11/5/2010 9:34:22 AM Exoscan - Drywall Analysis Version4
115757 8.8540 0.0000 5.1357 15.6552 0.0000 0.3923 0.0000 S

Page 1



115758_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115758_0000.a2r 11/5/2010 9:36:11 AM Exoscan - Drywall Analysis Version4
115758 8.8250 0.0089 5.0689 15.0674 0.0000 0.4438 0.0000 S

Page 1



115759_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115759_0000.a2r 11/9/2010 3:33:35 PM Exoscan - Drywall Analysis Version4
115759 9.4786 0.0302 5.3105 15.4232 0.0000 0.6494 0.0000 S

Page 1



115760_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115760_0000.a2r 11/9/2010 4:50:22 PM Exoscan - Drywall Analysis Version4
115760 9.7832 0.0000 5.6717 15.2898 0.0000 0.6244 0.0000 S

Page 1



115761_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115761_0000.a2r 11/9/2010 3:00:45 PM Exoscan - Drywall Analysis Version4
115761 9.7261 0.0677 5.4963 15.7037 0.0000 0.7080 0.0000 S

Page 1



115762_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115762_0000.a2r 11/9/2010 5:33:03 PM Exoscan - Drywall Analysis Version4
115762 10.9140 0.0242 6.1875 15.5227 0.0000 0.6424 0.0000 S

Page 1



115763_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115763_0000.a2r 11/9/2010 3:39:22 PM Exoscan - Drywall Analysis Version4
115763 14.3051 0.0000 8.6757 14.8560 0.8384 0.7955 0.1980 S

Page 1



115764_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115764_0000.a2r 11/9/2010 4:36:26 PM Exoscan - Drywall Analysis Version4
115764 10.7036 0.0375 6.1335 15.6061 0.0206 0.7323 0.0000 S

Page 1



115765_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115765_0000.a2r 11/9/2010 2:53:58 PM Exoscan - Drywall Analysis Version4
115765 11.9537 0.0000 7.1286 14.7156 0.2772 0.7168 0.0000 S

Page 1



115765_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115765_0001.a2r 11/9/2010 2:55:26 PM Exoscan - Drywall Analysis Version4
115765 10.7103 0.0189 6.1113 15.4253 0.0000 0.6024 0.0000 D

Page 1



115766_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115766_0000.a2r 11/9/2010 5:29:11 PM Exoscan - Drywall Analysis Version4
115766 10.5192 0.0000 6.3372 14.4235 0.4974 0.6855 0.0000 S

Page 1



115767_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115767_0000.a2r 11/9/2010 3:08:36 PM Exoscan - Drywall Analysis Version4
115767 16.1492 0.0000 9.9708 14.1242 1.1963 0.9584 0.4687 S

Page 1



115768_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115768_0000.a2r 11/9/2010 5:44:41 PM Exoscan - Drywall Analysis Version4
115768 15.6869 0.0000 9.7319 13.2614 1.6711 0.9846 0.6758 S

Page 1



115769_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115769_0000.a2r 11/9/2010 3:04:44 PM Exoscan - Drywall Analysis Version4
115769 16.6890 0.0000 10.4538 13.8813 1.6882 0.9746 0.9219 S

Page 1



115770_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115770_0000.a2r 11/9/2010 5:07:46 PM Exoscan - Drywall Analysis Version4
115770 12.5677 0.0000 7.4270 14.6670 0.5011 0.7340 0.0000 S

Page 1



115771_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115771_0000.a2r 11/5/2010 9:44:22 AM Exoscan - Drywall Analysis Version4
115771 9.5229 0.0000 5.4116 13.9942 0.1473 0.5686 0.0000 S

Page 1



115772_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115772_0000.a2r 11/5/2010 9:46:27 AM Exoscan - Drywall Analysis Version4
115772 13.9209 0.0000 8.5155 13.3816 0.7740 0.8333 0.0000 S

Page 1



115773_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115773_0000.a2r 11/9/2010 3:27:06 PM Exoscan - Drywall Analysis Version4
115773 11.0782 0.0000 6.5066 15.3898 0.3230 0.6872 0.0000 S

Page 1



115774_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115774_0000.a2r 11/9/2010 4:52:15 PM Exoscan - Drywall Analysis Version4
115774 15.6827 0.0000 9.4839 14.4839 1.0633 1.0169 0.2908 S

Page 1



115775_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115775_0000.a2r 11/5/2010 9:53:08 AM Exoscan - Drywall Analysis Version4
115775 10.2426 0.0000 6.0676 15.5867 0.0000 0.5008 0.0000 S

Page 1



115776_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115776_0000.a2r 11/5/2010 9:54:52 AM Exoscan - Drywall Analysis Version4
115776 8.6805 0.0000 5.0718 14.6045 0.0000 0.4530 0.0000 S

Page 1



115777_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115777_0000.a2r 11/5/2010 9:59:58 AM Exoscan - Drywall Analysis Version4
115777 9.1312 0.0000 5.4375 14.8853 0.1962 0.5520 0.0000 S

Page 1



115778_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115778_0000.a2r 11/5/2010 10:01:54 AM Exoscan - Drywall Analysis Version4
115778 9.3165 0.0000 5.5710 15.7783 0.0000 0.4455 0.0000 S

Page 1



115779_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115779_0000.a2r 11/9/2010 2:45:37 PM Exoscan - Drywall Analysis Version4
115779 9.4966 0.0000 5.7856 15.3566 0.0984 0.5210 0.0000 S

Page 1



115780_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115780_0000.a2r 11/9/2010 4:14:45 PM Exoscan - Drywall Analysis Version4
115780 9.8750 0.0000 5.8177 16.1259 0.0000 0.5828 0.0000 S

Page 1



115781_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115781_0000.a2r 11/9/2010 3:42:54 PM Exoscan - Drywall Analysis Version4
115781 9.2367 0.0000 5.6771 15.6932 0.0000 0.4807 0.0000 S

Page 1



115781_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115781_0001.a2r 11/9/2010 3:44:03 PM Exoscan - Drywall Analysis Version4
115781 9.4648 0.0000 5.6892 16.0181 0.0000 0.4831 0.0000 D

Page 1



115782_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115782_0000.a2r 11/9/2010 5:48:15 PM Exoscan - Drywall Analysis Version4
115782 9.7593 0.0000 5.7747 16.4459 0.0000 0.4252 0.0000 S

Page 1



115782_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115782_0001.a2r 11/9/2010 5:49:28 PM Exoscan - Drywall Analysis Version4
115782 9.4983 0.0000 5.5414 16.3167 0.0000 0.4394 0.0000 D

Page 1



115783_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115783_0000.a2r 11/9/2010 3:35:35 PM Exoscan - Drywall Analysis Version4
115783 12.7420 0.0000 7.8997 17.0675 0.7813 0.2773 0.8363 S

Page 1



115784_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115784_0000.a2r 11/9/2010 4:18:36 PM Exoscan - Drywall Analysis Version4
115784 20.9791 0.0000 13.2897 16.0232 2.3997 0.6842 2.0576 S
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115785_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115785_0000.a2r 11/9/2010 3:37:29 PM Exoscan - Drywall Analysis Version4
115785 9.0041 0.0203 5.2189 15.6760 0.0000 0.6227 0.0000 S
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115786_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115786_0000.a2r 11/9/2010 5:40:31 PM Exoscan - Drywall Analysis Version4
115786 9.4178 0.0482 5.3568 15.6708 0.0000 0.6757 0.0000 S
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115787_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115787_0000.a2r 11/9/2010 4:03:15 PM Exoscan - Drywall Analysis Version4
115787 10.3536 0.0000 6.0632 15.9425 0.0000 0.4545 0.0000 S
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115788_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115788_0000.a2r 11/9/2010 4:59:37 PM Exoscan - Drywall Analysis Version4
115788 9.2354 0.0000 5.3910 15.9138 0.0000 0.4546 0.0000 S
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115788_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115788_0001.a2r 11/9/2010 5:00:47 PM Exoscan - Drywall Analysis Version4
115788 9.5842 0.0000 5.5992 15.9200 0.0000 0.4851 0.0000 D
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115789_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115789_0000.a2r 11/9/2010 3:56:46 PM Exoscan - Drywall Analysis Version4
115789 16.0496 0.1790 8.8665 14.4427 0.7532 0.7141 0.0000 S
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115790_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115790_0000.a2r 11/9/2010 4:38:08 PM Exoscan - Drywall Analysis Version4
115790 19.4383 0.0000 11.1422 14.0321 1.4171 0.9671 0.4862 S
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115791_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115791_0000.a2r 11/9/2010 3:19:06 PM Exoscan - Drywall Analysis Version4
115791 10.0287 0.0099 5.7971 15.8811 0.0000 0.6142 0.0000 S
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115792_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115792_0000.a2r 11/9/2010 5:13:48 PM Exoscan - Drywall Analysis Version4
115792 10.8584 0.0000 6.3831 14.5811 0.1937 0.5808 0.0000 S
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115793_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115793_0000.a2r 11/9/2010 2:31:44 PM Exoscan - Drywall Analysis Version4
115793 9.2337 0.0575 5.2365 15.7573 0.0000 0.6764 0.0000 S
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115794_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115794_0000.a2r 11/9/2010 4:26:07 PM Exoscan - Drywall Analysis Version4
115794 9.4905 0.0093 5.4266 15.3011 0.0000 0.6103 0.0000 S
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115795_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115795_0000.a2r 11/9/2010 3:52:46 PM Exoscan - Drywall Analysis Version4
115795 10.5216 0.0000 6.3037 15.2070 0.2146 0.5118 0.0000 S
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115796_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115796_0000.a2r 11/9/2010 5:04:08 PM Exoscan - Drywall Analysis Version4
115796 14.7071 0.0000 9.2033 13.8200 1.2350 0.8209 0.4788 S
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115797_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115797_0000.a2r 11/5/2010 10:08:29 AM Exoscan - Drywall Analysis Version4
115797 9.6399 0.0081 5.5291 15.6438 0.0000 0.6266 0.0000 S
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115797_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115797_0001.a2r 11/5/2010 10:09:49 AM Exoscan - Drywall Analysis Version4
115797 9.6721 0.0000 5.5784 15.3176 0.0283 0.6196 0.0000 D
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115798_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115798_0000.a2r 11/5/2010 10:11:02 AM Exoscan - Drywall Analysis Version4
115798 9.5198 0.0375 5.3816 15.3122 0.0000 0.6213 0.0000 S
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115799_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115799_0000.a2r 11/9/2010 3:06:36 PM Exoscan - Drywall Analysis Version4
115799 13.5606 0.0000 8.3321 15.1797 0.7158 0.7285 0.0000 S
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115800_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115800_0000.a2r 11/9/2010 4:12:42 PM Exoscan - Drywall Analysis Version4
115800 18.0853 0.0000 11.3311 14.1239 1.6573 0.9751 1.2148 S
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115801_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115801_0000.a2r 11/9/2010 4:10:49 PM Exoscan - Drywall Analysis Version4
115801 9.9633 0.0000 5.9910 16.1256 0.0000 0.4273 0.0000 S

Page 1



115802_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115802_0000.a2r 11/9/2010 5:17:34 PM Exoscan - Drywall Analysis Version4
115802 9.6645 0.0000 5.6848 16.0107 0.0000 0.4468 0.0000 S
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115803_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115803_0000.a2r 11/5/2010 10:17:13 AM Exoscan - Drywall Analysis Version4
115803 9.7841 0.0000 5.7486 14.8851 0.0022 0.5257 0.0000 S
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115804_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115804_0000.a2r 11/5/2010 10:18:47 AM Exoscan - Drywall Analysis Version4
115804 9.7270 0.0000 5.8930 14.8824 0.3081 0.4910 0.0000 S
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115805_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115805_0000.a2r 11/9/2010 4:07:14 PM Exoscan - Drywall Analysis Version4
115805 12.5576 0.0000 7.5726 14.3603 0.4454 0.9123 0.0000 S
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115805_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115805_0001.a2r 11/9/2010 4:09:18 PM Exoscan - Drywall Analysis Version4
115805 13.0256 0.0000 7.9291 14.7316 0.4963 0.8346 0.0000 D
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115806_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115806_0000.a2r 11/9/2010 4:33:54 PM Exoscan - Drywall Analysis Version4
115806 12.1479 0.0000 7.2569 14.8999 0.4694 0.8251 0.0000 S
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115806_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115806_0001.a2r 11/9/2010 4:35:04 PM Exoscan - Drywall Analysis Version4
115806 12.3402 0.0000 7.2516 14.9897 0.3797 0.8169 0.0000 D
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115807_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115807_0000.a2r 11/5/2010 10:24:10 AM Exoscan - Drywall Analysis Version4
115807 9.1392 0.0396 5.2768 15.3140 0.0000 0.5839 0.0000 S
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115808_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115808_0000.a2r 11/5/2010 10:25:37 AM Exoscan - Drywall Analysis Version4
115808 10.0013 0.0711 5.6796 15.4593 0.0000 0.6317 0.0000 S
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115809_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115809_0000.a2r 11/9/2010 2:35:51 PM Exoscan - Drywall Analysis Version4
115809 9.1984 0.0000 5.3167 14.7449 0.5076 0.6377 0.0000 S

Page 1



115810_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115810_0000.a2r 11/9/2010 4:24:16 PM Exoscan - Drywall Analysis Version4
115810 9.4829 0.0593 5.3207 15.5130 0.0000 0.6827 0.0000 S
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115811_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115811_0000.a2r 11/9/2010 3:45:24 PM Exoscan - Drywall Analysis Version4
115811 9.7607 0.0000 5.9427 15.7959 0.0000 0.5055 0.0000 S
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115812_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115812_0000.a2r 11/9/2010 4:48:26 PM Exoscan - Drywall Analysis Version4
115812 11.7210 0.0000 7.1839 15.2332 0.4240 0.5918 0.0000 S
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115830_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115830_0000.a2r 11/24/2010 3:35:01 PM Exoscan - Drywall Analysis Version4
115830 9.3436 0.0201 5.4886 15.7334 1.0861 0.6148 0.0000 S
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115830_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
115830_0001.a2r 11/24/2010 3:36:32 PM Exoscan - Drywall Analysis Version4
115830 9.3888 0.0000 5.5116 15.3826 1.2043 0.5231 0.0000 D
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