115834_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115834 _0000.a2r 11/9/2010 1:54:52 PM Exoscan - Drywall Analysis Version4
115834 9.5859 0.0000 5.6361 18.3163 1.3015 0.0000 0.0000 S

Page 1



115835_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115835 _0000.a2r 11/10/2010 9:33:05 AM Exoscan - Drywall Analysis Version4
115835 37.5612 0.3826 21.7831 8.8450 7.6054 0.3615 3.5253 S

Page 1



115836_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115836_0000.a2r 11/9/2010 1:49:13 PM Exoscan - Drywall Analysis Version4
115836 0.0000 0.0000 0.0000 19.8753 0.0000 0.0000 0.0000 S

Page 1



115837_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115837_0000.a2r 11/10/2010 9:36:47 AM Exoscan - Drywall Analysis Version4
115837 0.0000 0.0000 0.0000 20.4537 0.0000 0.0000 0.0000 S

Page 1



115838_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115838 0000.a2r 11/9/2010 1:52:57 PM Exoscan - Drywall Analysis Version4
115838 0.0000 0.0000 0.0000 19.1302 0.0000 0.0000 0.0000 S

Page 1



115839_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115839 0000.a2r 11/10/2010 9:29:21 AM Exoscan - Drywall Analysis Version4
115839 16.7382 0.0236 9.8646 16.2293 2.8763 0.0000 0.5287 S

Page 1



115840_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115840 _0000.a2r 11/9/2010 1:29:56 PM Exoscan - Drywall Analysis Version4
115840 2.3581 0.0138 1.5271 19.3742 0.0890 0.0000 0.0000 S

Page 1



115841_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115841 0000.a2r 11/10/2010 10:10:00 AM Exoscan - Drywall Analysis Version4
115841 7.7945 0.0253 4.6276 17.6892 1.1365 0.0000 0.0000 S

Page 1



115842_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115842 0000.a2r 11/9/2010 1:43:35 PM Exoscan - Drywall Analysis Version4
115842 0.0000 0.0000 0.0000 21.1032 0.0000 0.0000 0.0000 S

Page 1



115843_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115843 0000.a2r 11/10/2010 10:06:36 AM Exoscan - Drywall Analysis Version4
115843 0.0000 0.0000 0.0000 20.9510 0.0000 0.0000 0.0000 S

Page 1



115844_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115844 0000.a2r 11/9/2010 1:35:16 PM Exoscan - Drywall Analysis Version4
115844 0.0000 0.0000 0.0000 19.9756 0.0000 0.0000 0.0000 S

Page 1



115845_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115845 0000.a2r 11/10/2010 9:34:57 AM Exoscan - Drywall Analysis Version4
115845 0.0000 0.0000 0.0000 20.0916 0.0000 0.0000 0.0000 S

Page 1



115846_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115846 _0000.a2r 11/9/2010 1:28:04 PM Exoscan - Drywall Analysis Version4
115846 0.0000 0.0000 0.0000 20.6404 0.0000 0.0000 0.0000 S

Page 1



115847_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115847 _0000.a2r 11/10/2010 9:55:41 AM Exoscan - Drywall Analysis Version4
115847 0.0000 0.0000 0.0000 20.2611 0.0000 0.0000 0.0000 S

Page 1



115848_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115848 0000.a2r 11/4/2010 2:05:47 PM Exoscan - Drywall Analysis Version4
115848 0.0000 0.0000 0.0000 16.9093 0.0000 0.0000 0.0000 S

Page 1



115849 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115849 0000.a2r 11/4/2010 2:08:32 PM Exoscan - Drywall Analysis Version4
115849 1.7415 0.0060 1.0298 18.0927 0.2259 0.0000 0.0000 S

Page 1



115850_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115850 _0000.a2r 11/9/2010 1:58:51 PM Exoscan - Drywall Analysis Version4
115850 6.7736 0.1298 4.0659 17.2697 1.0098 0.0000 0.0000 S

Page 1



115851_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115851 0000.a2r 11/10/2010 9:25:24 AM Exoscan - Drywall Analysis Version4
115851 0.0000 0.0000 0.0000 19.4653 0.0000 0.0000 0.0000 S

Page 1



115852_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115852 _0000.a2r 11/4/2010 2:18:31 PM Exoscan - Drywall Analysis Version4
115852 0.0000 0.0000 0.0000 20.5798 0.0000 0.0000 0.0000 S

Page 1



115853_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115853 0000.a2r 11/4/2010 2:21:25 PM Exoscan - Drywall Analysis Version4
115853 0.0000 0.0000 0.0000 20.2783 0.0000 0.0000 0.0000 S

Page 1



115854_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115854 0000.a2r 11/9/2010 2:05:25 PM Exoscan - Drywall Analysis Version4
115854 13.7483 0.0000 8.1673 2.7619 5.9791 0.0000 1.1581 S

Page 1



115855_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115855 0000.a2r 11/10/2010 9:42:38 AM Exoscan - Drywall Analysis Version4
115855 17.7335 0.0555 10.3713 15.3877 3.1390 0.0000 0.4321 S

Page 1



115856_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115856 _0000.a2r 11/9/2010 2:07:23 PM Exoscan - Drywall Analysis Version4
115856 0.0000 0.0000 0.0000 20.2343 0.0000 0.0000 0.0000 S

Page 1



115857_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115857_0000.a2r 11/10/2010 9:21:49 AM Exoscan - Drywall Analysis Version4
115857 0.0000 0.0000 0.0000 20.3686 0.0000 0.0000 0.0000 S

Page 1



115858_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115858 0000.a2r 11/9/2010 2:23:03 PM Exoscan - Drywall Analysis Version4
115858 0.0000 0.0000 0.0000 20.0883 0.0000 0.0000 0.0000 S

Page 1



115859 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115859 0000.a2r 11/10/2010 9:48:12 AM Exoscan - Drywall Analysis Version4
115859 0.0000 0.0000 0.0000 19.4215 0.0000 0.0000 0.0000 S

Page 1



115860_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115860 _0000.a2r 11/9/2010 2:27:25 PM Exoscan - Drywall Analysis Version4
115860 3.7479 0.0000 2.4034 16.8202 0.8255 0.0000 0.0000 S

Page 1



115860_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115860 _0001.a2r 11/9/2010 2:28:35 PM Exoscan - Drywall Analysis Version4
115860 0.0000 0.0000 0.0942 18.4408 0.1341 0.0000 0.0000 D

Page 1



115861_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115861 _0000.a2r 11/10/2010 10:16:30 AM Exoscan - Drywall Analysis Version4
115861 0.0000 0.0000 0.0000 20.7071 0.0000 0.0000 0.0000 S

Page 1



115862_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115862_0000.a2r 11/9/2010 1:26:06 PM Exoscan - Drywall Analysis Version4
115862 0.0000 0.0000 0.0000 20.0498 0.0000 0.0000 0.0000 S

Page 1



115863_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115863 _0000.a2r 11/10/2010 9:46:18 AM Exoscan - Drywall Analysis Version4
115863 0.0000 0.0000 0.0000 20.2369 0.0000 0.0000 0.0000 S

Page 1



115864_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115864 _0000.a2r 11/9/2010 1:56:59 PM Exoscan - Drywall Analysis Version4
115864 0.0000 0.0000 0.0000 20.5406 0.0000 0.0000 0.0000 S

Page 1



115865_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115865 _0000.a2r 11/10/2010 9:31:11 AM Exoscan - Drywall Analysis Version4
115865 0.0000 0.0000 0.0000 20.6935 0.0000 0.0000 0.0000 S

Page 1



115866_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115866 _0000.a2r 11/9/2010 1:40:44 PM Exoscan - Drywall Analysis Version4
115866 0.0000 0.0000 0.0000 20.7800 0.0000 0.0000 0.0000 S

Page 1



115866_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115866 _0001.a2r 11/9/2010 1:42:08 PM Exoscan - Drywall Analysis Version4
115866 0.0000 0.0000 0.0000 20.8899 0.0000 0.0000 0.0000 D

Page 1



115867_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115867_0000.a2r 11/10/2010 9:51:59 AM Exoscan - Drywall Analysis Version4
115867 0.0000 0.0000 0.0000 20.4050 0.0000 0.0000 0.0000 S

Page 1



115868_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115868 0000.a2r 11/9/2010 2:17:11 PM Exoscan - Drywall Analysis Version4
115868 0.0000 0.0000 0.0000 20.4604 0.0000 0.0000 0.0000 S

Page 1



115869_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115869 0000.a2r 11/10/2010 9:27:30 AM Exoscan - Drywall Analysis Version4
115869 0.0000 0.0000 0.0000 20.1721 0.0000 0.0000 0.0000 S

Page 1



115870_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115870 _0000.a2r 11/9/2010 1:51:04 PM Exoscan - Drywall Analysis Version4
115870 0.0000 0.0000 0.0000 20.3111 0.0000 0.0000 0.0000 S

Page 1



115871_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115871 _0000.a2r 11/10/2010 9:57:33 AM Exoscan - Drywall Analysis Version4
115871 0.0000 0.0000 0.0000 20.3411 0.0000 0.0000 0.0000 S

Page 1



115872_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115872 _0000.a2r 11/9/2010 2:09:16 PM Exoscan - Drywall Analysis Version4
115872 7.6436 0.0968 4.5735 16.7459 1.5684 0.0000 0.0000 S

Page 1



115873_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115873 _0000.a2r 11/10/2010 10:22:47 AM Exoscan - Drywall Analysis Version4
115873 13.7743 0.2432 7.9001 14.0983 2.4236 0.0000 0.2881 S

Page 1



115874_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115874 _0000.a2r 11/9/2010 2:19:01 PM Exoscan - Drywall Analysis Version4
115874 4.0254 0.0000 2.4706 18.2727 0.6206 0.0000 0.0000 S

Page 1



115875_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115875 _0000.a2r 11/10/2010 9:50:02 AM Exoscan - Drywall Analysis Version4
115875 0.0000 0.0000 0.0000 20.0845 0.0000 0.0000 0.0000 S

Page 1



115876_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115876 _0000.a2r 11/9/2010 1:37:14 PM Exoscan - Drywall Analysis Version4
115876 0.0000 0.0000 0.0000 18.7009 0.0000 0.0000 0.0000 S

Page 1



115877_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115877_0000.a2r 11/10/2010 10:11:56 AM Exoscan - Drywall Analysis Version4
115877 0.0000 0.0000 0.0000 16.6980 0.0000 0.0000 0.0000 S

Page 1



115878_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115878 0000.a2r 11/9/2010 2:21:10 PM Exoscan - Drywall Analysis Version4
115878 0.0000 0.0000 0.0000 19.3483 0.0000 0.0000 0.0000 S

Page 1



115879_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115879 0000.a2r 11/10/2010 10:08:11 AM Exoscan - Drywall Analysis Version4
115879 0.0000 0.0000 0.0000 20.2436 0.0000 0.0000 0.0000 S

Page 1



115880_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115880 _0000.a2r 11/9/2010 1:47:21 PM Exoscan - Drywall Analysis Version4
115880 0.0000 0.0000 0.0000 20.4824 0.0000 0.0000 0.0000 S

Page 1



115881_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115881 0000.a2r 11/10/2010 10:14:41 AM Exoscan - Drywall Analysis Version4
115881 0.0000 0.0000 0.0000 19.7063 0.0000 0.0000 0.0000 S

Page 1



115882_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115882 _0000.a2r 11/4/2010 2:29:20 PM Exoscan - Drywall Analysis Version4
115882 0.0000 0.0000 0.0000 20.6753 0.0000 0.0000 0.0000 S

Page 1



115883_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115883 0000.a2r 11/4/2010 2:31:09 PM Exoscan - Drywall Analysis Version4
115883 0.0000 0.0000 0.0000 20.6115 0.0000 0.0000 0.0000 S

Page 1



115884_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115884 0000.a2r 11/9/2010 2:13:22 PM Exoscan - Drywall Analysis Version4
115884 0.0000 0.0000 0.0000 20.6098 0.0000 0.0000 0.0000 S

Page 1



115885_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115885 0000.a2r 11/10/2010 9:53:51 AM Exoscan - Drywall Analysis Version4
115885 0.0000 0.0000 0.0000 20.6158 0.0000 0.0000 0.0000 S

Page 1



115886_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115886 _0000.a2r 11/24/2010 3:17:55 PM Exoscan - Drywall Analysis Version4
115886 0.0000 0.0000 0.0000 21.0087 0.3388 0.0000 0.0000 S

Page 1



115887_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115887_0000.a2r 11/9/2010 2:15:18 PM Exoscan - Drywall Analysis Version4
115887 0.0000 0.0000 0.0000 19.7918 0.0000 0.0000 0.0000 S

Page 1



115888_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115888 0000.a2r 11/10/2010 9:40:21 AM Exoscan - Drywall Analysis Version4
115888 0.0000 0.0000 0.0000 19.6648 0.0000 0.0000 0.0000 S

Page 1



115888_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115888 0001.a2r 11/10/2010 9:41:26 AM Exoscan - Drywall Analysis Version4
115888 0.0000 0.0000 0.0000 19.4632 0.0000 0.0000 0.0000 D

Page 1



115889 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115889 0000.a2r 11/9/2010 2:02:31 PM Exoscan - Drywall Analysis Version4
115889 0.0000 0.0000 0.0000 20.5091 0.0000 0.0000 0.0000 S

Page 1



115889 0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115889 0001.a2r 11/9/2010 2:03:44 PM Exoscan - Drywall Analysis Version4
115889 0.0000 0.0000 0.0000 20.2228 0.0000 0.0000 0.0000 D

Page 1



115890_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115890 0000.a2r 11/10/2010 10:04:12 AM Exoscan - Drywall Analysis Version4
115890 0.0000 0.0000 0.0000 19.8029 0.0000 0.0000 0.0000 S

Page 1



115890_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115890 0001.a2r 11/10/2010 10:05:28 AM Exoscan - Drywall Analysis Version4
115890 0.0000 0.0000 0.0000 19.4481 0.0000 0.0000 0.0000 D

Page 1



115891_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115891 0000.a2r 11/9/2010 1:24:07 PM Exoscan - Drywall Analysis Version4
115891 0.0000 0.0000 0.0000 20.6660 0.0000 0.0000 0.0000 S

Page 1



115892_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115892 0000.a2r 11/10/2010 9:23:38 AM Exoscan - Drywall Analysis Version4
115892 0.0000 0.0000 0.0000 20.7108 0.0000 0.0000 0.0000 S

Page 1



115893_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115893 0000.a2r 11/9/2010 1:45:23 PM Exoscan - Drywall Analysis Version4
115893 0.0000 0.0000 0.0000 20.0328 0.0000 0.0000 0.0000 S

Page 1



115894_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115894 0000.a2r 11/10/2010 9:44:28 AM Exoscan - Drywall Analysis Version4
115894 0.0000 0.0000 0.0000 20.1421 0.0000 0.0000 0.0000 S

Page 1



115895_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115895 0000.a2r 11/4/2010 2:38:33 PM Exoscan - Drywall Analysis Version4
115895 0.0000 0.0000 0.4906 20.2412 0.0000 0.0000 0.0000 S

Page 1



115896_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115896 _0000.a2r 11/4/2010 2:40:02 PM Exoscan - Drywall Analysis Version4
115896 0.3493 0.0000 0.7749 20.4129 0.0000 0.0000 0.0000 S

Page 1



115897_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115897 _0000.a2r 11/4/2010 2:47:09 PM Exoscan - Drywall Analysis Version4
115897 1.3157 0.0000 1.2295 19.2792 0.0000 0.0000 0.0000 S

Page 1



115898_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115898 0000.a2r 11/4/2010 2:49:09 PM Exoscan - Drywall Analysis Version4
115898 0.0000 0.0000 0.4262 20.2479 0.0000 0.0000 0.0000 S

Page 1



115899 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115899 0000.a2r 11/4/2010 2:56:24 PM Exoscan - Drywall Analysis Version4
115899 0.0258 0.0000 0.4965 19.5321 0.0000 0.0000 0.0000 S

Page 1



115900_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115900 _0000.a2r 11/4/2010 2:58:25 PM Exoscan - Drywall Analysis Version4
115900 0.4673 0.0000 0.8261 20.0309 0.0000 0.0000 0.0000 S

Page 1



115901_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115901 _0000.a2r 11/4/2010 3:14:54 PM Exoscan - Drywall Analysis Version4
115901 18.3824 0.0000 10.7593 10.4798 3.6575 0.1012 1.2608 S

Page 1



115901_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115901 _0001.a2r 11/4/2010 3:16:26 PM Exoscan - Drywall Analysis Version4
115901 10.4328 0.0000 6.3717 15.2020 1.7771 0.0000 0.0000 D

Page 1



115902_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115902_0000.a2r 11/4/2010 3:17:50 PM Exoscan - Drywall Analysis Version4
115902 0.5468 0.0000 0.8457 20.4140 0.0000 0.0000 0.0000 S

Page 1



115903_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115903 _0000.a2r 11/4/2010 3:25:13 PM Exoscan - Drywall Analysis Version4
115903 5.1669 0.0000 3.3018 18.6853 0.2552 0.0000 0.0000 S

Page 1



115904_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115904 _0000.a2r 11/4/2010 3:28:47 PM Exoscan - Drywall Analysis Version4
115904 5.4388 0.0000 3.4973 18.1097 0.3264 0.0000 0.0000 S
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