116322_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116322_0000.a2r 11/9/2010 10:19:21 AM Exoscan - Drywall Analysis Version4
116322 38.3033 0.0000 24.6001 9.5367 8.3789 0.2300 8.1607 S
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116324_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116324 _0000.a2r 11/5/2010 10:30:44 AM Exoscan - Drywall Analysis Version4
116324 1.8440 0.2033 0.7180 17.3216 0.0000 0.0000 0.0000 S
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116325_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116325 _0000.a2r 11/5/2010 10:34:28 AM Exoscan - Drywall Analysis Version4
116325 1.1448 0.2507 0.3499 16.4145 0.0000 0.0000 0.0000 S
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116325_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116325 _0001.a2r 11/5/2010 10:35:44 AM Exoscan - Drywall Analysis Version4
116325 1.2300 0.2552 0.3711 17.2452 0.0000 0.0000 0.0000 D
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116326_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116326_0001.a2r 11/9/2010 10:26:51 AM Exoscan - Drywall Analysis Version4
116326 21.5343 0.0000 13.6744 13.8729 3.6808 0.0000 2.8903 S

Page 1



116327_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116327_0000.a2r 11/10/2010 10:45:53 AM Exoscan - Drywall Analysis Version4
116327 3.1065 0.0699 1.7372 16.2740 0.0000 0.0000 0.0000 S

Page 1



116327_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116327_0001.a2r 11/10/2010 10:47:02 AM Exoscan - Drywall Analysis Version4
116327 3.4341 0.0382 1.9013 16.8023 0.0000 0.0000 0.0000 D

Page 1



116329_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116329 0000.a2r 11/9/2010 10:32:16 AM Exoscan - Drywall Analysis Version4
116329 5.9727 0.0000 3.6807 16.4939 0.2392 0.0000 0.0000 S

Page 1



116329_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116329 0001.a2r 11/9/2010 10:33:25 AM Exoscan - Drywall Analysis Version4
116329 6.0376 0.0000 3.7228 16.5313 0.1889 0.0000 0.0000 D

Page 1



116330_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116330_0000.a2r 11/10/2010 10:40:21 AM Exoscan - Drywall Analysis Version4
116330 59.0178 0.0000 38.3336 3.3199 11.5538 2.4204 14.3268 S

Page 1



116331_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116331_0000.a2r 11/9/2010 10:15:37 AM Exoscan - Drywall Analysis Version4
116331 16.2794 0.0000 10.5699 13.8757 1.9698 0.0000 1.4071 S

Page 1



116332_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116332_0000.a2r 11/5/2010 10:43:25 AM Exoscan - Drywall Analysis Version4
116332 21.2890 0.0000 14.5622 13.6227 1.7702 1.2048 2.1657 S

Page 1



116333_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116333_0000.a2r 11/5/2010 10:45:19 AM Exoscan - Drywall Analysis Version4
116333 4.9401 0.0000 3.1232 16.6981 0.0219 0.0000 0.0000 S

Page 1



116334_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116334_0000.a2r 11/5/2010 10:50:38 AM Exoscan - Drywall Analysis Version4
116334 1.2307 0.2857 0.3293 17.2958 0.0000 0.0000 0.0000 S

Page 1



116335_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116335_0000.a2r 11/5/2010 10:53:03 AM Exoscan - Drywall Analysis Version4
116335 1.5485 0.2955 0.4686 16.9533 0.0000 0.0000 0.0000 S

Page 1



116336_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116336_0000.a2r 11/9/2010 10:28:44 AM Exoscan - Drywall Analysis Version4
116336 1.1259 0.2629 0.3208 17.0306 0.0000 0.0000 0.0000 S

Page 1



116337_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116337_0000.a2r 11/10/2010 10:56:00 AM Exoscan - Drywall Analysis Version4
116337 1.7159 0.2753 0.6860 17.1383 0.0000 0.0000 0.0000 S

Page 1



116338_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116338 _0000.a2r 11/10/2010 10:54:00 AM Exoscan - Drywall Analysis Version4
116338 2.0238 0.1555 1.0186 16.7343 0.0000 0.0000 0.0000 S

Page 1



116339_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116339 _0000.a2r 11/9/2010 10:47:25 AM Exoscan - Drywall Analysis Version4
116339 1.2172 0.2464 0.4284 17.5190 0.0000 0.0000 0.0000 S

Page 1



116340_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116340 _0000.a2r 11/10/2010 10:34:38 AM Exoscan - Drywall Analysis Version4
116340 18.7196 0.0000 12.3636 13.3666 2.8094 0.1348 2.6810 S

Page 1



116341_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116341 _0000.a2r 11/9/2010 10:04:10 AM Exoscan - Drywall Analysis Version4
116341 4.8067 0.0326 2.8227 16.6234 0.0000 0.0000 0.0000 S

Page 1



116343_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116343 _0000.a2r 11/9/2010 10:23:05 AM Exoscan - Drywall Analysis Version4
116343 6.6018 0.0000 4.1430 16.1776 0.5727 0.0000 0.0000 S

Page 1



116344_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116344 _0000.a2r 11/5/2010 10:58:49 AM Exoscan - Drywall Analysis Version4
116344 1.4924 0.2835 0.4400 16.2989 0.0000 0.0000 0.0000 S

Page 1



116345_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116345 _0000.a2r 11/5/2010 11:00:24 AM Exoscan - Drywall Analysis Version4
116345 1.8537 0.1757 0.9410 17.2936 0.0000 0.0000 0.0000 S

Page 1



116346_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116346_0000.a2r 11/9/2010 10:02:10 AM Exoscan - Drywall Analysis Version4
116346 1.4389 0.2397 0.5007 16.5796 0.0000 0.0000 0.0000 S

Page 1



116347_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116347_0000.a2r 11/10/2010 10:32:57 AM Exoscan - Drywall Analysis Version4
116347 1.3415 0.2269 0.5305 17.2351 0.0000 0.0000 0.0000 S

Page 1



116348_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116348 _0000.a2r 11/9/2010 10:24:57 AM Exoscan - Drywall Analysis Version4
116348 0.8870 0.2412 0.2701 17.1989 0.0000 0.0000 0.0000 S

Page 1



116349_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116349 0000.a2r 11/10/2010 10:36:30 AM Exoscan - Drywall Analysis Version4
116349 1.3536 0.2661 0.4802 17.5217 0.0000 0.0000 0.0000 S

Page 1



116350_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116350 _0000.a2r 11/5/2010 11:09:10 AM Exoscan - Drywall Analysis Version4
116350 1.5967 0.2789 0.5856 17.2522 0.0000 0.0000 0.0000 S

Page 1



116351_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115361 _0001.a2r 11/5/2010 11:12:49 AM Exoscan - Drywall Analysis Version4
116351 1.4567 0.1773 0.6177 16.8799 0.0000 0.0000 0.0000 S

Page 1



116352_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116352_0000.a2r 11/9/2010 10:11:43 AM Exoscan - Drywall Analysis Version4
116352 2.2801 0.1932 1.0473 17.6966 0.0000 0.0000 0.0000 S

Page 1



116352_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116352_0001.a2r 11/9/2010 10:12:48 AM Exoscan - Drywall Analysis Version4
116352 2.2679 0.2305 1.0317 17.4630 0.0000 0.0000 0.0000 D

Page 1



116353_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116353 _0000.a2r 11/10/2010 10:30:29 AM Exoscan - Drywall Analysis Version4
116353 1.9945 0.1834 0.9082 16.8829 0.0000 0.0000 0.0000 S

Page 1



116353_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116353 _0001.a2r 11/10/2010 10:31:36 AM Exoscan - Drywall Analysis Version4
116353 1.6968 0.1686 0.8020 15.7095 0.0000 0.0000 0.0000 D

Page 1



116354_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116354_0000.a2r 11/5/2010 11:18:44 AM Exoscan - Drywall Analysis Version4
116354 1.0930 0.2676 0.3004 17.5827 0.0000 0.0000 0.0000 S

Page 1



116355_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116355 _0000.a2r 11/5/2010 11:20:14 AM Exoscan - Drywall Analysis Version4
116355 1.4656 0.2353 0.4818 17.5521 0.0000 0.0000 0.0000 S

Page 1



116356_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116356_0000.a2r 11/9/2010 10:00:18 AM Exoscan - Drywall Analysis Version4
116356 1.9134 0.2527 0.7712 17.2184 0.0000 0.0000 0.0000 S

Page 1



116357_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116357_0000.a2r 11/10/2010 10:48:17 AM Exoscan - Drywall Analysis Version4
116357 2.3751 0.1971 1.1268 17.2496 0.0000 0.0000 0.0000 S

Page 1



116358_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116358 _0000.a2r 11/9/2010 10:14:00 AM Exoscan - Drywall Analysis Version4
116358 1.9628 0.2079 0.8613 17.2182 0.0000 0.0000 0.0000 S

Page 1



116359_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116359 0000.a2r 11/10/2010 10:27:02 AM Exoscan - Drywall Analysis Version4
116359 1.4602 0.2821 0.4922 17.2282 0.0000 0.0000 0.0000 S

Page 1



116362_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116362_0000.a2r 11/9/2010 9:58:25 AM Exoscan - Drywall Analysis Version4
116362 1.9125 0.1847 0.9332 17.2183 0.0000 0.0000 0.0000 S

Page 1



116363_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116363 _0000.a2r 11/10/2010 10:51:57 AM Exoscan - Drywall Analysis Version4
116363 60.5568 0.0000 39.5735 2.0384 14.5814 1.2266 14.7964 S

Page 1



116364_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116364 _0000.a2r 11/9/2010 10:43:30 AM Exoscan - Drywall Analysis Version4
116364 10.5982 0.0000 6.8180 15.5280 1.2756 0.0000 0.3250 S

Page 1



116365_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116365 _0000.a2r 11/10/2010 10:42:16 AM Exoscan - Drywall Analysis Version4
116365 7.5049 0.0000 4.4058 16.6478 0.2140 0.0000 0.0000 S

Page 1



116366_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116366_0000.a2r 11/5/2010 11:26:34 AM Exoscan - Drywall Analysis Version4
116366 1.5124 0.2699 0.5564 16.6536 0.0000 0.0000 0.0000 S

Page 1



116367_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116367_0000.a2r 11/5/2010 11:28:43 AM Exoscan - Drywall Analysis Version4
116367 12.9496 0.0000 8.1708 13.0367 1.4699 0.0000 0.9057 S

Page 1



116368_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116368_0000.a2r 11/9/2010 10:17:29 AM Exoscan - Drywall Analysis Version4
116368 1.3839 0.2462 0.5510 17.2160 0.0000 0.0000 0.0000 S

Page 1



116369_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116369 0000.a2r 11/10/2010 10:49:57 AM Exoscan - Drywall Analysis Version4
116369 1.2564 0.2823 0.4157 17.1960 0.0000 0.0000 0.0000 S

Page 1



116370_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116370_0000.a2r 11/5/2010 11:36:02 AM Exoscan - Drywall Analysis Version4
116370 2.1011 0.2309 0.9235 16.7607 0.0000 0.0000 0.0000 S

Page 1



116370_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116370_0001.a2r 11/5/2010 11:37:14 AM Exoscan - Drywall Analysis Version4
116370 1.9762 0.2570 0.8730 16.9841 0.0000 0.0000 0.0000 D

Page 1



116371_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116371_0000.a2r 11/5/2010 11:38:31 AM Exoscan - Drywall Analysis Version4
116371 1.2412 0.2478 0.3628 17.2477 0.0000 0.0000 0.0000 S

Page 1



116372_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116372_0000.a2r 11/9/2010 10:45:34 AM Exoscan - Drywall Analysis Version4
116372 29.0111 0.0000 18.7545 10.7605 5.3491 0.4322 4.9756 S

Page 1



116373_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116373_0000.a2r 11/10/2010 10:24:52 AM Exoscan - Drywall Analysis Version4
116373 45.3170 0.0000 29.9168 7.0711 9.8894 0.3441 10.5192 S

Page 1



116374_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116374_0000.a2r 11/9/2010 10:21:13 AM Exoscan - Drywall Analysis Version4
116374 7.7964 0.0000 4.5759 12.6018 0.6384 0.0000 0.0000 S

Page 1



116375_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116375_0000.a2r 11/10/2010 10:38:28 AM Exoscan - Drywall Analysis Version4
116375 15.1368 0.0000 9.6871 11.3401 2.0684 0.0000 0.9858 S

Page 1



118149 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

118149 0000.a2r 11/24/2010 3:43:37 PM Exoscan - Drywall Analysis Version4
118149 2.0489 0.2787 0.9544 17.9362 0.5904 0.0000 0.0000 S

Page 1
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